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Abstract 

 

Many types of protective coatings have been developed to protect oil and gas pipelines 

from erosion and corrosion damage. Such damage is caused by erosive particles and 

corrosive media flowing through the pipes. Electroless Ni-P coatings, which are known for 

their excellent wear and corrosion resistance, have the potential to protect low carbon steel 

pipelines against a multitude of detrimental conditions. However, low toughness upon 

deposition limits their current use. Therefore, the objective of this study is to incorporate 

superelastic nano-NiTi particles into the electroless Ni-P matrix to enhance toughness. 

Upon applied mechanical stress, these particles will undergo a reversible martensitic 

transformation that is responsible for superelastic nature. The ability to absorb larger 

amounts of strain than typical materials can can aid in absorbing crack propagation energy 

and deflect or arrest cracks in composites. Ni-P-nano-NiTi coatings were successfully 

plated on API X100 steel substrates and characterized using SEM, XRD, OM, and micro-

Vickers hardness. In order to assess the effect of superelastic NiTi on toughness, several 

tests were done on composite coatings containing 5.14 wt.%, 6.07 wt.%, and 7.02 wt.% 

NiTi. Scratch and indentation testing using spherical indenters was coupled with acoustic 

emission to monitor cracking and fracture behaviour. Single particle erosion was done in 

order to gain perspective on the micro-mechanisms driving erosion in the composite 

coatings. Bend testing, along with acoustic emission was used to assess bend strength, 

elastic modulus, and cracking behaviour under bending conditions. It was found that the 

addition of superelastic nano-NiTi particles resulted in toughening of the monolithic Ni-P 

matrix under scratch, indentation and single particle conditions. Transformation 

toughening, micro-cracking, crack bridging and deflection were observed in the coatings. 
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1 Introduction  

 

Every material is susceptible to some form of wear when in contact with another material, 

resulting in progressive material loss [1]. Whether it be adhesion, abrasion, erosion, 

corrosion, or another mechanism, this can lead to severe damage, and eventually 

catastrophic failure [1]. In the case of oil and gas pipelines, these failure mechanisms are 

accelerated by corrosive gases or solid particulates that flow through the oil and gas 

pipelines, such as hydrogen sulfide/ carbon dioxide, or contaminants [2, 3, 4]. The 

Canadian Energy Pipeline Association (CEPA) reported $1.6 billion spent for pipeline 

maintenance and monitoring in 2017 for Canadian pipelines [5]. While the number of 

significant incidents has begun to decline for both liquid and natural gas lines, the threat of 

pipeline failure and potential material release is still possible. The leading cause of these 

incidents is metal loss, followed by materials, manufacturing and construction, and 

cracking as seen in Figure 1-1. With the proper preventative measures in place to minimize 

wear and degradation of the pipe materials, the risk of failure due to these criteria can be 

minimized. However, damage during pipeline maintenance or construction also poses 

significant risk for pipeline damage. Thus, the pipelines must have high impact strength 

and dent resistance in addition to wear and corrosion resistance to limit the likelihood of 

cracking or failure.  
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Figure 1-1 Cause of pipeline incidents over a four-year period from the CEPA 2017 

annual performance report [6] 

To protect pipelines different preventative measures have been adopted including simply 

changing the pipeline material, or the application of coatings [2]. However, choosing a 

more durable and corrosion resistant material can prove to be costlier. Protective coatings, 

particularly polymer based, introduce other issues such as thermal damage during assembly 

[7]; other epoxy based coatings do not provide significant protection against certain 

chemicals found in crude oil [3]. Therefore, there is room for improvement of these 

protective coatings in order to find a solution that provides the highest protection with 

minimal need for replacement or re-coating procedure. 

Electroless nickel phosphorous (EN) coatings have become increasingly popular over the 

past 70 years. These coatings are plated electrolessly, meaning that no external current is 

required [8]. This allows for a more uniform coating, particularly on complex parts, in 

comparison with typical electrodeposition methods [9]. With no external current being 

applied, the integrity of these coatings does not rely on the current density and thus the 

entire surface will coat uniformly. This also results in a decrease in production cost in 

comparison to electrodeposition. Due to their superior wear and corrosion properties, EN 

coatings are an excellent candidate to be used as protective coatings of oil and gas pipelines. 
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The coating deposition mechanisms, and coating properties will be reviewed in the 

following sections.   

These coatings are known for their high wear resistance, high hardness, and excellent 

corrosion resistance, among other desirable properties [9]. However, these coatings exhibit 

low toughness upon deposition [10]. Lately, researchers have been working to develop 

electroless Ni-P composite coatings, which involve either the addition of secondary 

alloying elements, or the incorporation of second phase particles to enhance the properties 

of these coatings [8]. Work has been done implementing single elements such as copper, 

or tungsten but compounds such as silicon dioxide, tungsten carbide, and more have also 

been explored as second phase additions. These composite coatings exhibit superior 

properties such as hardness and wear resistance in comparison to the monolithic Ni-P 

coatings. Little of present research in electroless composite coatings has been to increase 

toughness, thus presenting a need for this study.   

Superelastic NiTi is an excellent candidate as a second phase particle for electroless Ni-P 

composite coatings. First discovered in the 1960s, this equiatomic alloy is known to possess 

both shape memory and superelastic characteristics, which means that after thermal or 

mechanical stress the material is able to recover its original shape or endure large 

recoverable strains respectively [11]. This is possible due to a reversible martensitic 

transformation characteristic of shape memory alloys. The superelastic characteristic is 

particularly of interest due to its potential ability to absorb crack propagation energy 

therefore increasing toughness and dent resistance of electroless Ni-P coatings. 

Transformation toughening resulting from the martensitic transformation, and other 

toughening mechanisms due to the addition of a second phase particle will be discussed 

below.  

In order to fully characterize these coatings, it is necessary to test them under several 

degradative conditions including sliding wear and Hertzian indentation. This requires a full 

understanding of the contact between the coated surfaces and the indenter, or the erosive 

particles. Elastic contact based on Hertzian contact theory will be discussed. In addition to 

understanding contact mechanics, the ability to assess the material behaviour upon fracture 

is also required. Different fracture mechanisms and crack types will also be examined. 
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The objectives of this work are as follows: 

1. Successfully plate electroless Ni-P-nano-NiTi coatings on a low carbon steel 

substrate  

2. Characterize the composite coatings (composition, deposition rate, hardness) 

3. Inspect the performance of the composite coatings under scratch, indentation, 

erosion and bend tests 

4. Compare the performance of the composite coatings to the performance of 

monolithic Ni-P coating 

5. Identify toughening mechanisms present in the coatings due to the addition of 

superelastic NiTi   

The content of this thesis is divided into five chapters. A literature review on EN coatings, 

NiTi shape memory alloys, EN composite coatings, contact mechanics, and fracture 

mechanics is provided in Chapter 2. Experimental procedures are listed in Chapter 3. All 

results are examined, and a formal discussion is presented in Chapter 4. Conclusions and 

future recommendations are considered in Chapter 5. 
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2  Literature Review 

 

2.1 Electroless Ni-P Coatings 

 

First successfully developed by Brenner and Riddell in 1944, electroless nickel 

phosphorous (EN) coatings have found use in many applications [8, 9]. The most common 

uses for these coatings include applications requiring wear resistance, corrosion resistance, 

and instances requiring high hardness. Ni-P coatings are also used for their conductive, 

lubricious and magnetic properties [12]. These coatings find use in metal finishing and 

electronics [13]. Nickel can be plated through electroless means, such that no external 

electric current is required. With the proper plating bath constituents, phosphorous can be 

co-deposited in the presence of heat. This electroless deposition is more efficient than 

electrolytic deposition (which requires the use of an external current) because it can follow 

contours and complex geometry of the substrate for a more uniform coating whereas 

electrolytic is dependent on electric current and is not consistent in corners and other 

complex geometries [14, 15]. Electroless Ni-P coatings are hard, brittle, lubricious, and 

solderable [16]. If heat treated, their hardness can be further increased due to the 

precipitation of hard intermetallic phases, driving the wear resistance to match the caliper 

of chromium coatings [17]. Ni-P coatings are self-lubricating due to the phosphorous, 

which results in a low coefficient of friction. These coatings also exhibit high corrosion 

resistance, particularly when the P content is high  [9, 15]. 

 

2.1.1 Autocatalytic Reaction Mechanism 

 

Electroless plating is driven by an autocatalytic reaction mechanism, the reaction kinetics 

of which are dictated by the substrate being plated on. This autocatalytic process requires 

the use of a reducing agent to supply electrons for the reduction of nickel, a complexing 

agent to control free nickel ions, and a stabilizer/inhibitor to control reduction so that 
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deposition only occurs on the substrate being plated [8, 18]. A source of nickel, typically 

in the form of a nickel salt, is required for plating. Usually supplied in the form of nickel 

sulfate or nickel chloride, Ni2+ ions undergo reduction to Ni on the autocatalytic substrate 

surface [8, 16]. Sodium hypophosphite (NaH2PO2) is typically used as a reducing agent for 

Ni-P plating [18]. Once the NaH2PO2 is oxidized, Ni2+ ions get cathodically reduced on the 

substrate surface [9, 16]. The reduction of Ni is characterized by equations 1-3 [18].   

3NaH2PO2 + 3H2O + NiSO4 → 3NaH2PO3 + H2SO4 + 2H2 + Ni  

 

   (Equation 1) 

2H2PO2
− + Ni2+ + 2H2O → 2H2PO3

− + H2 + 2H+ + Ni   

 

   (Equation 2) 

Ni2+ + H2PO2
− + H2O → Ni0 + H2PO3

− + 2H+     (Equation 3) 

 

Once the first layer of Ni is deposited, it acts as a catalyst for the remainder of the process. 

The deposition rate can be affected by many variables, including temperature, pH, the 

concentration of Ni2+, the reducing agent and its’ concentration, the bath load, and the 

agitation factor [9, 14]. These variables will be discussed in further detail in later sections. 

The hypophosphite reducing agent provides a supply of P and therefore P simultaneously 

co-deposits alongside Ni reduction. Gonzalez states that the ideal concentration of H2PO2
- 

is between 0.15- 0.3 M [19]. The phosphorous reduction reaction can be seen in equations 

4 and 5 below [18].  

H2PO2
− +

1

2
H2 → H2O + OH− + P     (Equation 4) 

  

3H2PO2
− → H2PO3

− + H2O + 2OH− + 2P     (Equation 5) 

  

This co-deposition results in the formation of the desired Ni-P coating, which is 

characterized by equation 6 [18]:  

H2PO2
− + H2O → H+ + HPO3

2− + 2H      (Equation 6) 
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Following the atomic hydrogen theory, hydrogen is absorbed, and subsequently consumed. 

This results in the deposition of Ni-P, characterised by equations 7 and 8. 

Ni2+ + 2H → Ni + 2H+     (Equation 7) 

  

H2PO2
− + H → P + OH− + H2O     (Equation 8) 

 

2.1.2 Coating Microstructure and Properties  

 

When prepared properly, EN coatings are homogeneously deposited onto a substrate. 

Coating adhesion is affected by thickness, phosphorous content, and ductility of the 

substrate [14]. Strong adhesion between the coating and the substrate is ideal in order to 

avoid delamination.  

The final phosphorous content in the matrix is dependent upon the bath composition. Ni-P 

coatings are classified into three categories; low phosphorous, medium phosphorous, and 

high phosphorous. Low phosphorous, which contains between 1-5 wt.% P, exhibits high 

hardness and wear resistance, while a high phosphorous coating (9-11wt.% P) is used for 

its excellent corrosion resistance. Medium phosphorous contains between 6-9 wt.% P [14]. 

Low phosphorous coatings are typically microcrystalline [14]. On the other hand, high 

phosphorous coatings are amorphous. Medium phosphorous coatings are typically a 

mixture of crystalline and amorphous [9, 14]. The degree of crystallinity depends on the 

phosphorous content, heating rate, heat treatment temperature and time, and the previous 

thermal history [9].  

As seen from the equilibrium phase diagram in Figure 2-1 (a) on cooling, the alloy forms 

α-Ni and Ni3P. The respective concentrations of each phase are dependent on temperature 

and the concentration of P in the matrix. However, Ni-P coating microstructure is non-

equilibrium as deposited [9]. In this non-equilibrium structure (Figure 2-1 (b)), two 

addition phases are present β, which is a crystalline solid solution phase, and γ, which is an 

amorphous phase [9].  
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Figure 2-1 a) Equilibrium Ni-P phase diagram and b) non-equilibrium Ni-P phase 

diagram [9] 

Due to the amorphous crystal structure of the coating [15], a high tensile strength and strain 

are present, which increases with increasing phosphorous content. When the phosphorous 

content is between 4-7.5 wt.%, the microstructure is in an incoherent (brittle) state, 

consisting of both β and γ phases. At this point, the internal stress is at a maximum tensile 

value, thus, ductility is at its lowest at this point [9]. On the other hand, if the phosphorous 

content is below 4 wt.% or above 11wt.%, the microstructure is either β phase or γ phase 

respectively, producing a coherent microstructure. Thus, at this point the internal stress is 

compressive [9]. When the structure is single phase, ductility increases [9]. That being said, 

ductility is still relatively low [20]. 

Ni-P coatings have high wear resistance, due to their high hardness. However, different 

conditions affect the hardness of the coating. In general, an increase in P content lowers 

the hardness, due to the formation of a softer, γ phase at higher concentrations [9]. 

Therefore, the maximum hardness is obtained at 4 wt.% P, which corresponds to the single 

β phase [9].  

Taheri stated that mechanical and corrosion properties of the Ni-P coatings are directly 

related to the state of internal stress [9]. Internal stress is “the force, free from external 

a) b) 
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forces that is created within the deposit that tends to change the shape of the deposit in 

order to relieve the force” [20]. As mentioned previously, the state of internal stress is 

initially tensile, however once the P content is sufficiently high, this stress changes to 

compressive [9]. Internal stress is also a function of bath age. As the bath gets older, the 

internal tensile stress approaches a maximum [9].  

As mentioned above, corrosion resistance is a maximum in high phosphorous coatings. 

This resistance is attributed to a lack of grain boundaries and the formation of passive layers 

[20]. These coatings act as barrier coatings which protect the substrate from the corrosive 

environment in which it comes into contact with [20].  

 

2.1.3 Plating Variables and Their Effect on Deposition and Coating Properties  

 

Coating deposition rates as well as coating properties are highly dependent upon the 

conditions in which they are plated. Should hypophosphite form molecular hydrogen rather 

than atomic hydrogen, following equation 9, the reducing power will be compromised [8]. 

This reduces the efficiency of the coating process and results in a less than adequate 

deposition.  

H2PO2
− + H2O → H+ + HPO3

2− + H2  

 

    (Equation 9) 

Another reaction that negatively affects the coating process is the precipitation of nickel 

orthophosphite. This reaction depletes the concentration of nickel ions in the plating bath, 

which in turn produces a rougher coated surface than desired [8].  The formation of nickel 

orthophosphite can be seen in equation 10. 

Ni2+ + H2 PO3
2− →   NiHPO3         (Equation 10) 

The temperature of the plating bath and the pH of the plating bath are crucial to ensure a 

stable bath. A change in temperature of the plating bath has a direct effect on the deposition 

rate. It has been seen that an increase in temperature results in an increase in deposition 

rate. Typical temperature ranges for plating baths include 80-90 °C for acidic solutions, 
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and 40 °C or higher for alkaline solutions [9]. Since plating time and coating thickness are 

approximately linearly related, temperature in turn also influences the thickness of the 

coating. Should the temperature of the plating bath get too high or too low, deposition will 

slow down, or the bath will become unstable, respectively [8]. By increasing pH, Ni 

reduction is accelerated, and P reduction is retarded. This results in a lower P content, 

which in turn increases the deposition rate. In some cases, the hypophosphite reaction can 

go from catalytic to homogeneous, which results in spontaneous decomposition of the 

solution with Ni deposition and a lower solubility of nickel phosphate. This initiates 

decomposition, which results in rough, less desirable deposits. Lowering the pH would 

prevent deposition of basic salts and hydroxides, thus lowering the reducing power of 

hypophosphite. This creates a more effective buffering action of bath species [9]. For an 

acid plating bath, the ideal pH is around 5 [9]. 

 

2.2 Shape Memory Alloys 

 

First observed by Ölander in 1932 [21], the discovery of pseudoelasticity of an Au-Cd alloy 

was the starting point of many discoveries regarding a particular group of alloys with 

special properties. These alloys—designated “Shape Memory Alloys”—have the ability to 

restore their original shape and endure large recoverable strains. Shortly after Ölander’s 

initial finding, in 1938, martensitic phase transformation behavior was observed by 

Greninger and Mooradian in a Cu-Zn alloy. Nearly a decade later, the shape memory effect 

was extensively studied by Kurdjumov and Khandros, as well as by Chang and Read [21]. 

The shape memory effect as well as pseudoelastic phenomena will be discussed below.  

Adharapurapu lists the requirements for shape memory and superelastic behavior [22], 

which are as follows: 

i. Thermoelastic nature of the martensitic phase transformation that leads to a 

mobile boundary between both phases, hysteresis, and avoidance of 

permanent slip 

ii. Ordering which guarantees the reverse portion of the transformation  
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iii. Group-subgroup relationship between austenite and martensite that leads to 

twinning, which also allows the reverse transformation to take place  

 

2.2.1 Shape Memory Effect  

 

Under certain conditions, a select number of alloys can recover their shape with an increase 

in temperature. These alloys are called shape memory alloys and undergo a diffusionless 

shear phase transformation from a parent phase to martensite [21, 23, 24]. This phase 

transformation occurs on the atomic level [21]. The parent, or austenitic phase, is a high 

temperature phase [24]. It has a cubic structure and exhibits high symmetry which allows 

it to form many martensitic variants under thermal stress [24]. In comparison, the 

martensitic phase is stable at low temperatures and has low symmetry [24]. Martensitic 

crystal structures include tetragonal, orthorhombic, or monoclinic [11].  A schematic of 

this shape memory affect in terms of temperature and load can be seen in Figure 2-2 [21].  

 

Figure 2-2 SME/ SE Effects showing austenite to martensite forward and reverse 

transformation [11] 
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The transformation required to induce the shape memory effect occurs by shear lattice 

distortion as a result of the structures desire to exist at its lowest energy state [11, 21]. This 

distortion occurs along a habit (or lattice invariant) plane, which forms an interface 

between the austenite and martensite phases [11, 24]. This transformation occurs by two 

mechanisms: slip, which is the movement of atoms by one or more atomic space, and 

twinning, which is the movement of atoms through a fraction of an atomic space. Twinning 

is the most common mechanism [11]. Both of these lattice invariant shear mechanisms 

cause the formation of martensite with minimal permanent volumetric change in material 

[11]. 

On cooling, austenite changes to martensite through a forward transformation. Upon 

reheating, the reverse transformation takes place and the structure reverts back to the 

austenitic phase. Twinned martensite is formed by the combination of self-accommodated 

martensitic variants, where the arrangement of variants is such that each variant 

accommodates the strain of the other variants. The four transformation temperatures are 

[11, 24]: 

1. Martensitic start temperature (Ms): on cooling austenite transforms into twinned 

martensite under zero load 

2. Martensitic finish temperature (Mf): temperature at which the entire material is fully 

martensitic 

3. Austenitic start temperature (As): during heating a reverse transformation initiates 

4. Austenitic finish temperature (Af): the transformation is complete  

Austenite can also transform into detwinned martensite, in the presence of an applied load. 

If a mechanical load is applied to the twinned specimen, and is enough to start the 

detwinning process, reorientation of variants occurs. This results in a macroscopic shape 

change, and the deformed configuration is retained when the load is released. The atoms 

are displaced while maintaining their original atomic bonds, which allows for the reverse 

transformation to occur upon heating  [11]. Upon heating above Af, this transformation 

takes place and detwinned martensite transforms into austenite with a complete shape 

recovery. Cooling below Mf leads to the formation of twinned martensite again, with no 

shape change [11]. 
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2.2.2 Superelasticity 

 

While the SME is a useful property, SMA’s have the potential to exhibit superelastic 

properties as well, which is the focus for this research. At temperatures above the typical 

shape memory transformation temperatures, this phenomenon is observed with the aid of 

an applied external load [21]. A large, nonlinear, recoverable strain is observed upon 

loading and unloading [25]. The SMA has the ability to be strained several times more than 

any typical alloy, without undergoing plastic deformation [21]. 

Under low loads, the interface between the martensitic and austenitic phases is mobile, and 

the strain is within the superelastic strain range. Austenite undergoes elastic loading as the 

mechanical load is applied. This stress induced martensitic transformation is accompanied 

by large inelastic strains. Once the applied load is released, the material returns to its 

original shape as martensite transforms back into the austenitic phase. A schematic of a 

pseudoelastic stress-strain curve for the phase transformation from austenite to martensite 

can be seen in Figure 2-3. As indicated in the figure, there is a specific start and finish 

stress for the forward and the reverse transformations. These stresses are as follows [11]:  

1. Austenitic start stress (σAs): Stress required to initiation phase transformation to 

austenite  

2. Austenitic finish stress (σAs): Stress at which all of the material is converted to 

austenite 

3. Martensitic start stress (σMs): Stress required to initiate martensitic phase 

transformation 

4. Martensitic finish stress (σMf): Stress at which all of the material is converted to 

martensite  

 Pseudoelasticity is typically characterized by a plateau during unloading on the stress-

strain curve [22]. This plateau is caused by yielding of the austenitic phase due to the 

application of a critical stress [22]. The martensitic variant capable of accommodating the 

highest amount of strain forms from the parent phase, and eventually begins to elastically 

deform once it has completely transformed to martensite [22]. 
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From the stress-strain curve, it can be seen that there is a hysteresis effect taking place 

during the transformation. Ryhanen defines this as “the difference between the 

temperatures at which the material is 50% transformed to austenite upon heating and 50% 

transformed to martensite upon cooling” [21]. This temperature difference is typically 

between 20-30°C [21], and represents the difference between Mf and As, or Ms and Af. 

Thus, the temperature range for the forward transformation is higher than the reverse 

transformation [21]. Hashemi and Smith attribute this property to the sliding and rotation 

of grains or clusters of grains [26].  

 

Figure 2-3 Typical pseudoelastic stress-strain curve for SMA [11] 

Under sufficiently high loads, the stress required for slip is less than the stress required for 

the phase transformation from austenite to martensite. [21, 22, 27]. Thus, there is some 

deformation by slip and the superelastic properties are not fully functional [27].   

 

2.2.3 NiTi Shape Memory Alloy 

 

The shape memory effect of a nickel titanium alloy was first discovered by Buehler and 

coworkers in the 1960s in an equiatomic alloy. The discovery was made at the Naval 

Ordnance Laboratory, and thus the alloy was termed “Nitinol” after the alloy (NiTi) and 
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the lab at which it was discovered (Naval Ordnance Laboratory) [21].  NiTi SMA’s find 

use in biomedical devices and bearings due to their low elastic modulus, superior oxidation 

resistance and fatigue resistance [28, 29, 30]. 

From the phase diagram (Figure 2-4), it is seen that at a nearly equiatomic composition 

below approximately 600°C, only the intermetallic phase NiTi is present. However, should 

the composition or the temperature vary, the formation of other intermetallic compounds 

may occur. These include Ni3Ti and NiTi2, depending on the composition. At higher 

temperatures, NiTi is present over a wider range of compositions.  

 

Figure 2-4 Equilibrium phase diagram of Ni-Ti [31] 

Three different crystal structures have been observed in NiTi. Austenite is a highly ordered 

cubic structure (B2) in which a single Ni atom is surrounded by Ti atoms [11, 24, 27, 32]. 

This unit cell is also known as a CsCl structure and at room temperature has a lattice 

parameter of 0.3015 nm [27]. This phase is known for its high hardness and strength [21]. 

No variants of this structure exist, as it has only one possible orientation [21]. Due to the 
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simultaneous movement of a large number of atoms associated with twinning, inducing 

thermal energy to the system will inhibit motion, thus decreasing the ductility [23]. 

Martensite has a related, yet distorted structure to that of austenite. Due to the high 

symmetry of the austenitic parent phase, 24 martensitic variants can be formed [11, 27]. 

Variants are crystal structures with different orientations or configurations [27]. Martensite 

is polymorphic, and can be orthorhombic, monoclinic or tetragonal depending on the 

temperature. The martensitic structure that forms depends on the composition as well as 

the alloying elements added [11]. The monoclinic structure (B19’), which forms after the 

orthorhombic B19 structure, is the most stable martensitic phase [24, 27, 32]. The 

martensitic phase is the softer, more ductile phase [21].  

The “R-Phase” is an intermediate, trigonal phase that presents itself occasionally during 

the transformation. Generally, this phase occurs before the formation of B19’, however it 

does not always form [27]. It can be characterized by a sudden increase in electrical 

resistivity of the sample [27].  In order for the R-phase to occur, there needs to be either an 

increase in nickel concentration, cold working followed by heat treatment, or thermal 

cycling [33]. Inamura et al characterize the R-phase by the appearance of platelets in the 

microstructure under scanning electron microscope [34].  

While NiTi shape memory alloys are most widely known for their ability to revert to their 

original shape or recover large amounts of strain under certain conditions, other properties 

make the alloy desirable as well. While Nitinol has a similar melting point and electrical 

resistivity (at low temperatures) to 316L stainless steel, it has a lower density and a higher 

ultimate tensile strength. The lower density makes it more ideal for aerospace applications. 

NiTi also has good damping properties [21, 23]. Schuerch stated that NiTi can undergo 

tensile elongations up to 20%, can retain its ductility at cryogenic temperatures, and 

exhibits excellent fatigue resistance [23]. In comparison to other known SMAs, Nitinol has 

the highest ductility and excellent corrosion resistance [26]. 

This shape memory alloy exhibits high wear resistance and excellent flexibility [35]. NiTi 

also exhibits excellent corrosion resistance.  Richman showed that NiTi had the lowest 

relative cavitation-erosion rates compared to cast martensitic stainless steel, austenitic 
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stainless steel, duplex stainless steel, Stellite 6, Stellite 21 and a Co-containing steel 

(IRECA) after explosive welding [32]. 

It should be noted that while decreasing the atomic percentage of Ni does not affect the 

transformation temperatures, increasing the atomic percentage of Ni results in a large 

decrease in transformation temperatures [11]. For example, Schuerch reported that 

increasing the atomic percent of Ni from 50-53 at. % resulted in a decrease in transition 

temperature from 165 to -50°C [23]. The transformation temperatures are also affected by 

alloying elements, as mentioned previously. Kök and Ateş studied the effects of adding 

different alloying elements to NiTi SMAs, including Mn, Sn, Cr, Cu and Co [36]. They 

found that the addition of alloying elements shifted as well as shortened the range of 

transformation temperatures from DSC measurements [36].  The addition of two 

elements—Cr and Co showed the greatest affect on the transformation temperatures, 

bringing the Mf temperature down to ~ -20°C and the Af to ~ 10°C. The Ni-45at%. Ti alloy 

showed the Mf and Af temperatures at ~ 50°C and ~ 100°C in comparison. The 

transformation peaks also became much sharper with the addition of alloying elements 

[36]. 

 

2.3 Electroless Ni-P Composite Coatings 

 

Composite coatings have been developed to improve existing properties of Ni-P coatings. 

Ploof defines composite electroless nickel coatings as “those that incorporate distinct 

particles into the deposit to impart a specific property” [37]. These coatings can either 

involve the addition of other alloying elements, or particle incorporation [38]. Since the 

focus of this research is on the incorporation of nano-particles, this section will focus 

strictly on the latter. 

Particle incorporation in electroless Ni-P coatings has been extensively studied, with 

research beginning in the 1960s [38]. Particles are incorporated through surface 

modification, convection, diffusion, migration across the electrical double layer, and 

physical embedding [39]. Celis and Ghosh state that the composite coating characteristics 
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are defined by the number of incorporated, non-agglomerated nano-size particles per unit 

volume [40]. Coating deposition is influenced by the following:  

• particle concentration 

• coating surface roughness and morphology 

• void fraction and hardness 

• particle characteristics 

• bath composition 

• flow environment and  

• substrate conditions.  

 

2.3.1 Factors Affecting Particle Incorporation  

 

Several factors affect the incorporation of particles into the Ni-P matrix to form adequate 

composite coatings, including particle properties, and plating conditions [38]. Particles 

must be large enough to settle within the bath solution, yet not so large as to induce 

roughness in the coating or to affect the suspension properties [38].  The optimal size, 

however, depends on the desired thickness of the coating. Balaraju has suggested that the 

optimal particle size is between 4-7 μm, while other studies have suggested even smaller 

particle sizes [38]. Celis and Ghosh stated that particle content is inversely proportional to 

particle size, which can be attributed to a lack of surface area for incoming particles to 

attach to at the electrode due to the large volume of particles [40]. Particle shape will also 

affect the deposit. Smooth surfaces have been found following the incorporation of small 

rounded particles, while rough surfaces have been found from incorporating large, angular 

particles [38]. While having a rough surface on the substrate initially aids in deposition, 

smooth surfaces are more desirable in the final product, especially if high corrosion 

resistant is a requirement.  

To properly disperse the particles within the solution and prevent agglomeration or 

flocculation, appropriate agitation must be used. Balaraju has found that circulation by 

pumping or controlled air sparging are the best methods of agitation for particle 
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incorporation [38]. It has also been noted that the most effective agitation speed 

corresponds to the laminar-turbulent transition flow region. Purely laminar flow results in 

a stirring speed that fails to achieve complete particle dispersion, where as purely turbulent 

flow results in poor particle incorporation due to insufficient time for attachment to the 

substrate surface [38].  

Orientation of the samples also plays a key role in deposition. It has been found that 

samples hung horizontally contained twice the number of particles that were obtained from 

hanging the samples vertically, if the samples were facing upwards. In comparison, if hung 

horizontally, samples facing downwards showed very few particles on the surface [38]. 

Arguably, the most important factor in particle incorporation is the concentration of the 

second-phase particles within the plating bath. Studies on the incorporation of Si3N4, CeO2, 

and TiO2 (not mentioned in detail in this review) particles showed an increase in particle 

concentration in the Ni-P matrix with increasing additions to the plating bath. However, at 

a certain concentration of particles, a saturation point is reached.  Beyond this point 

agglomeration and settling of the second-phase particles can occur, which decreases the 

particle incorporation into the Ni-P matrix [38].  

 

2.3.2 Effects of Particle Incorporation on Ni-P Coating Properties  

 

As mentioned above, the main objective of producing electroless composite coatings is to 

improve upon existing properties of monolithic Ni-P coating. The majority of particle 

incorporation found in the literature revolved around improving hardness, wear resistance, 

or corrosion resistance. 

From the work of Islam et al [39], it was found that the addition of SiO2 nanoparticles in 

the Ni-P matrix resulted in grain refinement, a decrease in surface roughness, and a 

reduction in surface porosity which increased the coating density. These factors contributed 

to an increase in hardness (approximately 11 GPa). The addition of the SiO2 nanoparticles 

also resulted in superior corrosion resistance from the medium phosphorous coatings [39]. 

This agreed with the work previously done by Afshar and Sadreddini, who found an 
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increase in corrosion resistance with the addition of SiO2 nanoparticles, due to a decrease 

in porosity [41]. 

Titanium nitride (TiN) is used for its wear resistance and diffusion barrier properties [42]. 

Mafi et al [43] studied the effects of adding TiN nanoparticles to a high phosphorous 

deposit.  The addition of TiN nanoparticles resulted in a nodular surface, with a uniform 

distribution of the nanoparticles within the Ni-P matrix. Deposition rate decreased due to 

surface coverage of the surfactant, and the fact that the nanoparticles act as a barrier for 

Ni-P codeposition. Hardness was also found to increase, and heat treatment increased the 

hardness further due to nickel phosphide formation. Corrosion properties were diminished 

due to a combination of three things: the high electrical conductivity of TiN, the rough 

surface of the specimen, and a galvanic cell that is set up between the nanoparticles 

(cathode) and the Ni-P matrix (anode) [43]. Huang et al also found that the addition of 

uniformly distributed TiN nanoparticles increased the hardness and wear resistance of the 

coating [44], which they attribute to dispersion strengthening due to the presence of the 

nanoparticles [44].  

Tungsten carbide (WC) is also added for its wear resistance properties. Luo et al [45] found 

that the addition of WC nanoparticles resulted in an amorphous coating with the 

nanoparticles being well dispersed within the Ni-P matrix. Microhardness was improved 

compared to the bulk, and further through heat treatment. Corrosion resistance was also 

improved [45]. The addition of WC particles was also found to increase the abrasion 

resistance of steel by approximately 13 times, compared to an increase of three times for 

only the bulk [46]. The optimal concentration of WC was found to be approximately 20 

g/L, with any additional particles decreasing the number of particles incorporated into the 

matrix. Aal et al devotes this to the fact that at this concentration, the number of co-

depositing particles is equivalent to the number of particles approaching the substrate, and 

thus steady state equilibrium is reached [46]. Any further addition of particles results in 

particle agglomeration, and likely a non-uniform coating.  

The addition of TiC to EN coatings has been studied by Afroukhteh et al [47]. In this study, 

Ni-P-TiC was plated on low carbon steel using a Ni-P matrix with a high phosphorous 

content. The addition of TiC nanoparticles showed changes in surface morphology, 
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deposition rates, and phosphorous content. Different amounts were added to several 

samples and it was found that higher concentrations of TiC nanoparticles resulted in a 

nodular structure where the TiC was trapped, and the Ni-P matrix showed a fine nodular 

structure [47]. The deposition rate was slow when <0.1g/L of TiC nanoparticles were used, 

while the highest rate was obtained from co-deposition with the 0.3g/l TiC nanoparticles. 

The phosphorous content was decreased with increasing amounts of TiC nanoparticles.  

Co-deposition of TiC nano-particles with Ni-P did not show uniform distribution. 

The addition of SiC particles resulted in an increased micro-hardness in the amorphous 

coating plated on a cast iron substrate [48]. This is in agreeance with the results found from 

the work of Apachitei et al, which found that the as-deposited coating had an HV100 of 

approximately 705, compared to a Ni-P coating with a micro-hardness of approximately 

600 HV100 [49]. It was also found from Chang et al that the hardness depends on the SiC 

content in the coating film, film thickness, phases and chemical compounds formed upon 

different heat treatments, spread of dislocation types, and more. Wear and corrosion 

resistance benefited from the addition of SiC nanoparticles. It was found that the addition 

of the SiC particles to the plating bath decreased the corrosion resistance, similar to 

research conducted with TiN [48]. Due to the brittle nature of these coatings, Colombo, 

Molinari and Straffelini reported that Ni-P-SiC composite coatings have poor rolling-

sliding resistance in comparison to coatings with other particles incorporated such as BN, 

MoS2 and PTFE [50]. 

The addition of diamond to a Ni-P coating is chosen to improve wear resistance [37].  

Karaguiozova [51] studied the affects of the addition of nano-diamonds to a Ni-P matrix 

for strengthening purposes.  It was found that the addition of nano-diamonds did in fact 

increase the micro-hardness of the coatings, and the optimal wear resistance was found 

with 3 g/L of nano-diamond particles.   The study also examined the effects of adding the 

nano-particles in as dry particles versus in suspension versus in a coating.  The bilayer 

coating prevailed as the best option, having the highest micro-hardness and minimum 

weight loss due to wear [51]. 

Azari-Dorchech et al studied the effects of adding B4C to Ni-P coating [52].  Added for its 

extremely high hardness, low density, and wide range of temperature applications, the Ni-
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P-B4C coatings were found to increase the hardness of the coatings plated on low carbon 

steel substrates [52]. Wear resistance was tested at different loads for different 

concentrations of B4C in the matrix. It was found that the optimum wear resistance was at 

25 vol.%, increasing up to 90 % in comparison to the bulk Ni-P coatings [52]. However, 

any additional increase above 25 vol.% was found to decrease the wear resistance due to 

an increase in crack nucleation [52].  

 

2.4 Hertzian Contact 

 

When one body comes into contact with another under an applied load, a stress field is 

generated. Upon contact with a substrate, an indenter will generate a stress field within said 

material. This stress field depends greatly on the geometry of the indenter, as well as the 

bulk material properties. Spherical indenters will be the focus of this research. Stress fields 

generated under spherical indentation will be examined below for the elastic case.  

Elastic contact is analysed using appropriate distributions of normal pressure on a semi-

infinite half space. This is best described by Hertz, who examined the nature of localized 

deformation and the distribution of pressure between two elastic bodies that come into 

contact [53]. The following assumptions are made for Hertzian contact [53]:  

1. Radii of curvature of the contacting bodies is much larger than the radius of the 

circle of contact, thus each surface can be treated as an elastic, semi-infinite half-

space 

2. The dimensions of each contacting body are much larger than the radius of the 

circle of contact. Thus, indentation stresses and strains can be considered 

independently from those arising from the geometry, method of attachment, and 

boundaries 

3. Contact between bodies is frictionless, and thus only normal pressure is transferred 

between the indenter and the sample surface  

4. The distance between surfaces of two bodies is equal to zero inside the circle of 

contact, and greater than zero outside  
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5. The force between the two contacting bodies is given by an integral of pressure 

distribution within the contact circle with respect to area 

6. The displacements and stresses must satisfy differential equations of equilibrium 

for elastic bodies 

7. At large distances from the contact surface, stresses must vanish 

Indentation between a hard, spherical indenter with a flat surface can be classified as 

Hertzian indentation [54]. Under the indenter a compressive stress is induced, while at the 

edge of the circle of contact, a tensile stress is induced [54]. The normal contact stress (p) 

can be calculated for a sphere in contact with a flat surface using the following equations: 

a = (
3Pr

4E∗)

1

3
  (Equation 11) 

pm = (
16E∗P

9π3r2)

1

3
  (Equation 12) 

          

where P = applied load, E = elastic modulus, r = radius of contact, and p0 = maximum 

contact stress. Where E* is the equivalent elastic modulus, defined by the following 

equation:  

1

E∗ = [
1−v1

2

E1
] + [

1−v2
2

E2
]  (Equation 13) 

Where 𝝂𝟏, 𝑬𝟏 and 𝝂𝟐, 𝑬𝟐 are the Poisson’s ratio and elastic modulus of the indenter and 

sample surface, respectively.  

 

2.5 Fracture Mechanics 

 

There are three modes of cracking in materials; opening of crack faces, sliding mode, and 

out of plane (tearing) mode [55]. These modes are designated “Mode I”, “Mode II”, and 

“Mode III” respectively for the previously mentioned definitions [55], and can be seen in 

Figure 2-5. 
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Figure 2-5 A schematic of the three modes of cracking in materials [56] 

 

2.5.1 Types of Cracks  

 

Fracture, or failure, of a coating depends on the following [57]: 

• hardness 

• toughness 

• elastic modulus 

• stress applied 

• flaw size and density  

• loading conditions 

• indenter geometry and 

• thickness of the coating  

Typically, under lower applied loads, the coating controls the response to deformation. 

However, under higher loads, the substrate plasticity dominates the response, due to the 

fact that the quasi-plastic zone moves from the coating to the substrate [57]. In thin 

coatings, the quasi-plastic zone lies within the substrate, therefore the substrate plasticity 

dictates the damage mode. However, in thick coatings, the quasi-plastic zone lies within 
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the coating and thus fracture dominates the response to loading [57]. Coatings with 

intermediate thickness have shown radial cracks initiating at the bottom of the surface due 

to coating flexure [57]. 

Different types of cracks that will be discussed below include cone, radial, median, half-

penny, and lateral. These crack types have been extensively studied in glass. Cone cracks 

are generated by elastic loading of spherical or flat-punch indenters [57, 58, 59].  Initially, 

a ring crack at the external boundary surface of contact nucleates. The crack then spreads 

away from surface at characteristic angle relative to load axis [57, 58]. Should there be a 

large mismatch in elastic modulus between the indenter and the substrate, there is potential 

for deviation in crack trajectory [59]. An example of a Hertzian cone crack can be seen in 

Figure 2-7. Hertzian fracture is a result of tensile stress acting in the radial direction near 

the contact circle. This results in the formation of cone cracks, discussed below. The 

geometry of a Hertzian cone crack can be found in Figure 2-6. 

 

Figure 2-6 Geometry of Hertzian cone crack [53] 

The maximum tensile stress required to produce Hertzian cracks is given by equation 14, 

while the maximum tensile stress outside of the circle of contact is given by equation 15 

[53, 54]. The mean contact pressure, also known as the indentation stress is defined below 

by equation 16, where P = applied load, a = radius of circle of contact, R=indenter radius 

[60]. 
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σmax = (1 − 2v)
P

2πa2
  (Equation 14) 

σmax = (
(1−2v)

2π
) (

4E∗

3
)

2

3
P

1

3R−
2

3  
(Equation 15) 

pm =
P

πa2 = [
4

3

E∗

π
]

a

R
  (Equation 16)  

 

The a/R term refers to the indentation strain. Even if indentations are made with indenters 

of different radii, if a/R is equivalent, no differences can be distinguished [53]. The 

relationship between the mean contact stress and the indentation stress can define a stress-

strain response similar to that obtained from a typical uniaxial test. Due to the fully elastic 

nature, the relationship between the mean contact pressure and the indentation strain is 

linear. However, due to localized nature of the indentation stress field, the elastic-plastic 

response proves to be more complex [53]. 

 

 

Figure 2-7 Schematic of Hertzian cone crack [58]      

Radial cracks, which typically occur in materials that are tougher than glass [59], are 

generated by excessive loading of blunt indenters (e.g. Vickers diamond indenter) and form 

parallel to load axis [57, 58, 59]. These particular cracks lead to the generation of plastic 

impressions in surface (elastic-plastic contacts), and typically spread from edge of contact 

impression corner while remaining close to the surface [57, 58, 59]. Secondary radials 

spread out from edge of contact impression adjacent to indentation corner and propagate 
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into surrounding material while remaining close to the surface [58]. These cracks are driven 

by tensile hoop stress [59], and can be seen in Figure 2-8. 

 

Figure 2-8 Schematic of radial cracks [58] 

Median cracks are generated beneath plastic deformation zone at an elastic-plastic contact 

and form full circles/circular segments that have been truncated by deformation zone 

boundary or materials surface [57, 58, 59]. These cracks form due to a wedging action [59]. 

They propagate parallel to the loading axis [57, 58]. A schematic of median cracks can be 

seen in Figure 2-9. 

 

Figure 2-9 Schematic of median cracks [58] 

Half-penny cracks are the final morphology of median cracks. Half-penny cracks are 

formed by either median growth toward surface, radial propagation downward, or 
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coalescences of the two [57, 58, 59]. These particular cracks form on unloading [57, 59] 

and can be seen in Figure 2-10 . 

 

 

Figure 2-10 Schematic of half-penny cracks [58] 

Lateral cracks run parallel to the surface and are generated beneath the deformation zone 

[57], [58], [59]. Laterals then turn up towards the surface, forming a chip [59]. Lateral 

cracks are circular, and shallow [58]. These types of cracks are generated at edge of contact 

impression [57], [58]. Laterals are typically bounded by radial or secondary radial cracks 

[58]. While they typically start on unloading, there is evidence of their generation during 

cyclic loading in tough materials [59]. This particular type of crack has been found to be 

responsible for abrasive wear and erosion of ceramics and ceramic coatings [59].  An 

example of deep and shallow lateral cracks can be seen in Figure 2-11. 
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Figure 2-11 Schematic of lateral crack 

 

2.5.2 Delamination  

 

Delamination is another failure mode that often occurs in coatings, defined by O’Brien and 

Raju as “…a crack that forms between adjacent plies”. [55]. An example of a delaminated 

coating can be found in Figure 2-12, where the coating has de-bonded from the substrate 

due to some sort of shear stress at the coating interface. 

 

Figure 2-12 Example of delamination of a coating from a substrate 

This type of failure is a crack that occurs at the interface between anisotropic materials, 

caused by interlaminar stresses [55]. This mixed mode fracture typically occurs at stress 

free edges as a result of layer mismatch, at particularly thick regions, and at regions 

subjected to bending out of the plane [55]. In thin films, such as coatings, debonding is a 

three-stage process, likely caused by some sort of property mismatch between the film and 

the substrate [61]. The three stages, given by [61], are as follows: 
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1) Initiation 

2) Steady-state propagation and 

3) Final transient  

Yu states that the effects of modulus mismatch play a significant role in buckling of the 

film, which becomes even more pronounced when the substrate is more ductile than the 

film [61], which is the case for the coatings studied in this thesis. Thermal expansion 

mismatch on the other hand results in edge delamination, due to high amounts of 

compressive stresses that generate on cooling [61]. 

2.6 Wear Behaviour  

 

Wear is defined by Budinski as the “progressive loss or damage of a solid surface caused 

by contact with another solid” [62]. There are many different wear mechanisms, some of 

which will be discussed below. These include abrasive wear, adhesive wear, and erosion 

of monolithic materials. For the case of composite materials, particularly the composite 

coatings discussed in this paper, the mechanisms become more difficult to analyze. This 

will be discussed in the final section.  

 

2.6.1 Monolithic Materials 

 

Abrasion is a form of wear that occurs when a material is in sliding contact with a harder 

material [62]. This can occur through several different mechanisms, including cutting, 

fracture, fatigue and grain pullout. These mechanisms are illustrated in Figure 2-13. 
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Figure 2-13 Abrasion mechanisms: a) cutting, b) fracture, c) fatigue by repeated 

ploughing, and d) grain pull-out [63] 

Cutting, as the name implies, is a result of a hard asperity cutting a softer surface and 

involves the generation of wear debris [63]. Fracture occurs in the case of contact with a 

brittle material [63]. Fatigue occurs when the softer material comes into contact with the 

harder material repeatedly, resulting in a ploughing effect, or plastic deformation of 

material [63]. The final mechanism, grain pull-out, mainly occurs in ceramics and will not 

be discussed in detail [63]. 

Adhesive wear in a result of rubbing contact of asperities, which results in fusion of the 

two asperities. As the harder material slides over the softer material, the softer material is 

removed in the form of wear debris [62]. The wear rate due to adhesion wear can be 

determined through Archard’s wear law below: 

𝑊 =
𝑘𝐿𝐷

𝐻
  (Equation 17) 

 

Where W=wear rate, k = constant, D= sliding distance, L=applied load, and H= hardness 

of the softer material [62].   

Direction of abrasion Direction of abrasion 

Direction of abrasion Direction of abrasion 

● 

● 

d) Cutting c) Fracture  

b) Fatigue by repeated ploughing a) Grain pull-out 
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Erosion occurs when a surface is impacted by particles in a solid or liquid environment. In 

the case of solid particles, the mechanism is similar to abrasion, however if the erodent is 

a liquid, then the mechanism changes [63]. Erosion is highly dependent on the angle of 

impingement of particles, and the velocity at which they are bombarding the surface [63]. 

Figure 2-14 shows the relationship between the severity of erosion and the angle of 

impingement of solid particles. The dotted line (a) represents erosion of ductile materials, 

while the solid line represents erosion of brittle materials (b). In the case of ductile 

materials, the most detrimental effects occur at an angle of 30°, which can be correlated to 

elbows or bends in pipelines [64]. Brittle materials on the other hand experience the highest 

erosion rates at 90°, meaning that any impingement directly at the material will result in 

higher material removal rates [64].   

 

Figure 2-14 Effect of impact angle on erosion [62] 

Particle shape has significant influence over the erosion mechanism and the amount of 

material removed. In particular, for spherical shaped impact particles, it has been found in 

the literature that ductile materials exhibit lower material removal rates in comparison to 

those found for brittle materials under impact of the same spherical particles [65]. For 

protective coatings, which tend to be hard and wear resistance, yet brittle, crack initiation 

and propagation tend to be the dominant failure mechanism in erosive conditions [66]. 

Particles impacting the surface at low velocities are less problematic in comparison to 
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particles impacting at high velocities, due to the fact that at low velocities it is less likely 

that plastic deformation will occur [63]. 

Erosion mechanisms are complex and can be difficult to determine. Many models have 

been proposed in order to try to predict the mechanism of erosion, with most being 

classified as either “ductile” or “brittle”.  With ductile materials such as steel or aluminum, 

cutting and ploughing tend to be the dominant erosion mechanisms [67]. Material pile-up 

is also typically seen. This material is displaced to form a lip or crater, rather than actually 

being removed [68]. This lip formation is a result of the formation of shear band(s) [68, 

69]. In solid particle erosion, repeated impact on shear bands results in material removal 

[68]. On the other hand, brittle materials tend to fracture, similar to mechanisms seen with 

indentation. 

 

2.6.2 Composite Materials 

 

Most models used to analyze wear in composites are simplified and thus are not completely 

accurate in predicting the wear mechanisms. Therefore, there is not a complete 

understanding of how the reinforcing particles affect the material  [70]. Shen and Chawla 

found through their work with indentation that as an indenter comes into contact with a 

composite surface, the concentration of particles with increase in the deformation zone. 

This is illustrated with SiC particles in an aluminum matrix in Figure 2-15. This locally 

increases the hardness, and the amount of stress applied to the matrix itself is reduced [71]. 
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Figure 2-15 Particle concentration directly beneath indenter in particle reinforced 

metal matrix composite [71] 

In the case of brittle materials, such as EN coatings, the wear mechanism is a function of 

the toughness of the material  [70]. Therefore, in order to improve the wear resistance, a 

tough secondary phase must be added in order to reduce the probability of fracture and 

wear [70]. Toughening of brittle materials using ductile phase reinforcements can be 

achieved through several mechanisms including; micro-cracking, crack bridging, crack 

deflection, crack arresting, and transformation toughening [72, 73, 74, 75, 76, 77, 78]. 

mechanisms have been found to increase the energy required for propagation of cracks, 

subsequently increasing the fracture toughness of the material being toughened.  

The addition of a ductile phase to a brittle matrix allows for the absorption of crack 

propagation energy such that the crack loses driving force. Micro-cracking can allow for 

the reduction of stress adjacent to the crack tip, reducing the overall driving force [79]. 

Micro-cracking has been found to also increase fracture toughness by reducing major 

cracks to a series of micro-cracks [80]. The addition of a second phase particle serves to 

break up larger cracks into smaller ones.  

Crack bridging is commonly seen in reinforced composites, where again the propagation 

energy is significantly increased upon interaction with a second phase. Bridging involves 

the plastic deformation of the reinforcement upon contact with a crack.  In order to 

continue, the crack must pass through the second phase [81, 82]. Once the crack hits the 

ductile reinforcement, it absorbs the crack energy and the crack is less severe as it continues 

to propagate [74, 83]. This mechanism can be seen illustrated in Figure 2-16. It was found 
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through work done by Jin and Chen that SMA fibers situated directly behind a crack tip 

optimize the opportunity for crack closures and aid in closure of mode I cracks [84].  

 

Figure 2-16 Crack bridging due to ductile particles in a brittle matrix [83] 

A similar mechanism is crack deflection, which involves the absorption of the crack driving 

force by changing the direction of propagation [85], whereas crack arresting stops the crack 

altogether. Crack deflection involves the interaction of a second phase particle with a 

propagating crack. When the crack comes into contact with a particle or fibre, the crack 

path must change its path, which requires energy, thus reducing the energy at the crack 

wake [86, 87].  

Inhomogeneities in the microstructure due martensitic transformations, such as that 

occurring under an applied stress in superelastic NiTi, can aid in deflection of cracks [75, 

88]. When a crack attempts to propagate, stress concentrations are highest at the crack tip. 

When these high stresses approach a superelastic particle, a transformation from austenite 

to detwinned martensite occurs, accompanied by a change in volume. This results in an 

increase in compressive stresses at the crack tip which reduce the tensile stresses involved 

in the crack propagation and subsequently the stress intensity factor at the crack tip [88]. 

Transformation toughening will take place provided that the applied stress (mean contact 

stress) is greater than that required in initiate the martensitic transformation.  
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3 Methodology 

 

3.1 Material Characterization  

 

3.1.1 Substrate  

 

API X100 pipeline steel 16 mm discs having 6 mm thickness were used as substrates for 

all scratch, indentation, and erosion experiments. High amounts of Mn, C and Si are present 

in the steel, with minor amounts of Ti, V, and Cr as shown in Table 3-1. In order to 

determine the microstructure of the substrate, a steel sample was etched with 5% Nital 

etchant and examined using OM. For bend test experiments, steel sheets having 0.6 mm 

thickness, 20 mm width and 50 mm length were used as substrates. The low carbon steel 

sheets had a hardness of 60 HRC. These sheets were also etched using Nital and examined 

using OM. 

Table 3-1 Elemental composition of API X100 steel substrate [89] 

Element Ti C Si V P Mn Cu Cr Fe 

Wt.% 0.018 0.103 0.121 0.036 0.010 1.221 0.009 0.070 Balance 

 

3.1.2 Second Phase Particles 

 

Commercial superelastic 60 nm NiTi powder from US Research Nanomaterials Inc. was 

used as a second phase particle. Using a particle absorption index of 0.1, the size 

distribution was analyzed using laser diffraction. Inductively coupled plasma spectroscopy 

was used in order to confirm the chemical composition of the powder. The superelastic 

NiTi powder was first dissolved in aqua regia and then examined using inductively coupled 

plasma optical emission spectrometry (ICP-OES). Hitachi S-4700 Scanning Electron 

Microscope was used to qualitatively confirm the relative distribution found using particle 

size analysis.  
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3.1.3 Single Particle Erodent Particles 

 

WC-Co particles having a nominal 1 mm diameter were used as erodent particles for single 

particle erosion tests. Hardness value of the WC-Co particles was rated as 75 HRC from 

the supplier.  An area scan using EDS was done to confirm the composition of the spheres, 

outlined in Figure 3-1. The elastic modulus and Poisson’s ratio for the erodent material has 

been found in the literature to be approximately 600 GPa and 0.26, respectively [27].  

 

Figure 3-1 EDS scan area of WC-Co erodent particle used to determine elemental 

composition 

 

3.2 Coating Procedure  

 

3.2.1 Development of Coating Procedure 

 

The plating process of monolithic Ni-P has been previously established and implemented, 

however, the addition of second phase particles can affect the plating bath composition and 

deposition rate. Before testing of the composite coatings could begin, it was necessary to 

optimize the plating procedure. Therefore, the presence of NiTi was confirmed using SEM 

and EDS. After it had been determined that it was possible to produce the coatings, the 

plating procedure had to be optimized to ensure that coatings with a uniform distribution 
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of particles were being produced, otherwise there could be an inhomogeneity of coating 

properties across the sample. The following variables were assessed to optimize the plating 

process: 

➢ Use of surfactant 

➢ Stirring method 

➢ Concentration of particles being incorporated  

➢ Temperature and pH  

An aqueous surfactant was added to the plating bath in order to try to prevent 

agglomeration of nano-particles in the coating.  After analyzing coating surfaces with and 

without surfactant, it was determined that while the surface of the samples containing 

surfactant were smoother than those without, there was minimal effect on particle 

distribution and therefore it would not be used in the production of future coatings. EDS 

mapping showed nearly identical distributions of Ti on both surfaces with surfactant 

(Figure 3-2) and without surfactant (Figure 3-3). In fact, EDS confirmed that the coating 

without surfactant had a higher concentration of Ti (2.56 wt.%) in comparison to the 

coating that had surfactant (2.38 wt.%). Therefore, the addition of surfactant was 

eliminated from the coating process. 
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Figure 3-2 EDS Map and SEM image of Ni, Ti and P elements and surface 

morphology of 1 g coating surface with surfactant 
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Figure 3-3 EDS Map and SEM image of Ni, Ti and P elements and surface 

morphology of 1 g coating surface without surfactant 

In order to achieve a uniform distribution of particles within the coating matrix, it was 

necessary to choose a proper dispersion method during the plating process. Ultrasonic 

stirring and magnetic stirring were combined to achieve this dispersion. However, through 

SEM analysis it was determined that minimal change in dispersion was observed, and thus 

to simplify the coating process only magnetic stirring was used.  

Temperature and pH control are extremely important to ensure not only a uniform coating 

but to avoid plating bath decomposition. The temperature of each plating bath was analyzed 

throughout the entirety of the plating process using an internal and external temperature 

probe. The pH was also monitored frequently throughout the duration of each coating 

procedure to ensure that it did not drop below desirable levels. 

Composite coatings containing 0, 0.5, 1, 2, 3, 5 and 10 g nano-NiTi particles were 

successfully plated on low carbon pipeline steel substrates. The deposition rates of these 

coatings were estimated in order to gain a better understanding of how an increasing 

amount of NiTi in the bath affects the plating process. In order to estimate the deposition 

rates, coating thickness was measured using OM for all samples. 3 measurements were 

taken on each sample to obtain an average thickness. Figure 3-4 shows the deposition rate 

for concentrations of NiTi up to 10 g/L. In general, an exponential decay was seen with 

increasing NiTi concentrations, limiting the amount of NiTi that could be used in 

experimental work. As the amount of NiTi added to the plating bath increased above 3 g/L, 

the concentration of NiTi began to approach zero, meaning that no NiTi was being 
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incorporated into the matrix. As mentioned previously in Chapter 2, this trend is commonly 

seen in electroless Ni-P composite coatings due to particle agglomeration and saturation 

limiting the incorporation of any further particles. Due to the low deposition rates of the 5 

and 10 g/L, these concentrations of NiTi were not pursued any further. For each experiment 

outlined in section 3, coatings containing 0, 0.5, 1 and 2 g NiTi were used, and plated for 

2.5, 4.5, 6 and 9 hours respectively in order to achieve thicknesses ranging between 20-30 

μm.  

 

Figure 3-4 Effect of [NiTi] on coating deposition rate 

 

3.2.2 Optimized Coating Procedure 

 

The optimized plating process is outlined below. Each substrate was ground using 240, 

320, 400, and 600 grit SiC abrasive paper and then polished using 9 μm, 3 μm and 1 μm 

monocrystalline diamond polish. The substrates were then degreased in acetone and 

cleaned in an alkaline solution at 80±5 °C. The contents of the alkaline cleaning solution 

used in substrate pre-treatment include 50 g/L sodium hydroxide, 30 g/L sodium carbonate, 

and 40 g/L sodium phosphate. Samples were then rinsed with deionized water and etched 

for 10 s using H2SO4. Samples were rinsed again with deionized water and hung 
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horizontally in a commercial electroless Ni-P plating bath (Figure 3-5), which contained 

sodium hypophosphite (NaPO2H2) as the reducing agent and nickel sulfate (NiSO4) as the 

source of Ni. Samples were kept in the electroless bath for 30 minutes in order to form a 

pre-coat layer of just Ni-P. After the pre-coating, the samples were removed and put in an 

electroless Ni-P plating bath containing varying amounts of superelastic NiTi nano-

powder. Magnetic stirring was employed at 300 RPM throughout the duration of the 

coating process. The temperature maintained at 88±2 °C and was adjusted accordingly. 

The pH was maintained between 4.8-5.2, adding NH4OH as necessary to raise the pH. 

 

Figure 3-5 Electroless plating bath set-up used for coating samples 

 

 

1L coating cell 

Digimantle heating mantle 

External temperature probe 

Plating solution 
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3.3 Coating Characterization  

 

Samples were sectioned using Buehler isomet 1000 precision saw with CBN blade at 800 

RPM and a counter load of 350 g. The phases present upon deposition within each sample 

were determined using a Bruker D8 Advance diffractometer. Each sample was scanned 

using Cu Kα radiation with a wavelength of 1.54 λ. Samples were scanned from 2θ=20-

140 ° in order to ensure that all peaks would be included. Cross-sections and surfaces of 

each sample were examined using SEM, EDS and OM in order to determine coating 

thickness, integrity, morphology and wt.% NiTi in the coatings. Surface roughness was 

analyzed using non-contact white light profilometry. Micro-Vickers hardness was 

calculated by analyzing the indentations made on the cross-section of each sample to 

minimize the effect of the substrate, using a Micromet Vickers Hardness tester. The 

substrate was also tested to determine the micro-hardness. The load applied was 50 g, and 

the Vickers hardness (HV) was calculated using the equation below,  

𝐻𝑉 =
1.8544𝐹

𝑑2   (Equation 18) 

  

where F is the force applied (kg) and d is the average length of the diagonals of the indent 

(mm). An example of an indent on the coating cross-section can be seen in Figure 3-6. 

Prior to scratch, indentation and erosion testing, each coated sample was ground using 600 

grit SiC and polished using 9 μm, and 3 μm monocrystalline diamond polish. 
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Figure 3-6 Optical micrograph showing micro-Vickers indent on coating cross-

section with diagonal measurements  

 

3.4 Scratch Testing 

 

Monolithic Ni-P and Ni-P-nano-NiTi composite coatings were subjected to scratch testing 

under constant and increasing load conditions using a Universal Micro Tribometer (UMT). 

Each sample was scratched with a spherical diamond tip indenter, with a radius of 200 μm. 

The testing conditions used are listed in Table 3-2. For each test the sliding speed was 0.17 

mm/s. Scratch distances were 5 mm and 10 mm for the constant load and increasing load, 

respectively. After testing, wear tracks were analyzed using optical microscopy, SEM, and 

profilometry in order to analyze wear mechanisms and volume loss. Crack initiation and 

propagation were monitored during testing using an acoustic emission sensor (1283 USB 

AE Node AE sensor).  

 

 

 

Vickers indent 

Substrate 

Ni-P pre-coating 

Ni-P-nano-NiTi composite coating 
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Table 3-2 Scratch testing conditions 

Test Conditions Loads Applied (kg) # of Passes 

Constant Load 0.5, 1, 2, 4 1 

Increasing Load 0.05-4.5 1 

Constant Load 2 5, 10, 20, 40 

 

Volume loss was calculated using equations 19-21 from ASM volume 18 based on the 

indenter radius and the scar width. 

𝑏 = 𝐷 sin (
θ

2
)  (Equation 19) 

𝜃 = 2 arcsin
𝑏

𝐷
  (Equation 20) 

𝑉 =
𝐷2𝑡

8
[2 arcsin

𝑏

𝐷
− sin (2 arcsin 𝑏/𝐷) ]  (Equation 21) 

 

Where b = scar width, D = diameter of indenter, and t= scar length [90]. 

 

3.5 Micro-indentation Testing 

 

Each sample was subjected to indentation using a PASCO ME-8236 miniature test frame 

(Figure 3-7) in order to determine the effect of powder concentration in the coating on 

indentation behaviour and crack formation. Samples were subject to the following loads: 

600 N, 1000 N, 1500 N, 2000 N, and 2500 N, all at a loading rate of 2 mm/min. Indentation 

tests were carried out using a spherical WC-6Co spherical indenter. An acoustic emission 

sensor was attached onto the coated sample in order to measure cracking events. Each 

sample was analyzed using OM and SEM to examine the indents. Samples subjected to 

2500 N load were sectioned and the cross-sections were examined using OM and SEM.  
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Figure 3-7 PASCO ME-8236 miniature test frame set up for indentation testing 

 

3.6 Single Particle Erosion Testing 

 

Coated samples were tested under several different conditions using a single particle 

erosion tester in order to gain an understanding of the effect of impact angle and particle 

speed on the erosion mechanisms. Each sample was tested at angles of 30 °, 45 °, 60 °, and 

90 °. The samples were tested at low pressures (30 psi) and high pressures (60 psi).  

A schematic of the apparatus used for the experiments can be found in Figure 3-8. The 

system is driven by a compressed air supply, of which the pressure is adjusted to vary the 

velocity of the particle. Air is fed to the system by means of an actuation mechanism that 

is triggered by a button. This results in the opening of a solenoid valve which allows air to 

flow through the system and drive the particle down a polycarbonate barrel. The angle at 

which the target sample was at was varied using the sample holder.  

WC-Co indenter 

Sample 

AE Sensor 
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Figure 3-8 Schematic of set-up used for single particle erosion testing 

Two photo-interrupters were placed at the end of the barrel, 3 cm apart. By measuring the 

time required for the particle to travel between the two photo-interrupters (PIs), the speed 

can be calculated using equation 22. A speed calibration curve was formulated by assessing 

the speed at pressures varying between 20-60 psi (Figure 3-9). As seen in the figure, testing 

pressures for this work correspond to average velocities of 35± 3 m/s and 52 ± 4 m/s. 

u (
m

s
) =

distance between PIs(m) 

time for projectile to pass both PIs (s)
                        

 

             (Equation 22) 

 

Figure 3-9 Speed calibration curve as a function of testing pressure  

y = 0.56x + 18.921
R² = 0.9887

25

35

45

55

65

15 20 25 30 35 40 45 50 55 60 65

A
ve

ra
ge

 s
p

ee
d

 (
m

/s
)

Pressure (psi)



48 

 

By assuming ideal conditions, the force of the particle can be estimated using equations 23 

and 24: 

𝑊 = 𝐹𝑑  Equation (23) 

𝐸𝑘 =
1

2
𝑚𝑝𝑣2  Equation (24) 

  

Where W is the work done creating the impact crater, F is the force, d is the distance that 

the particle travels, Ek is the kinetic energy of the particle based on the mass (mp) and the 

velocity (v). Assuming that all kinetic energy is transformed into work that is done to create 

the impact crater, the impact force was found to range between 0.016-0.036N for velocity 

conditions 35-52 m/s respectively. 

Impacted samples were examined using OM and SEM in order to determine erosion 

mechanisms and to investigate for toughening mechanisms. Crater depths and line profiles 

were examined using confocal laser microscope to determine volume loss and erosion 

mechanisms. Figure 3-10 shows an example of the line profile taken for the normal impact 

site of the 7.02 wt.% NiTi coating. For low angle impacts, the cross section was taken to 

be along the impact direction.  

 

Figure 3-10 Example of line profile taken to produce depth profiles for each indent  
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3.7 Bend Testing 

 

In order to measure the mechanical properties of the Ni-P monolithic and Ni-P-nano-NiTi 

composite coatings, three-point bend testing was performed using a PASCO ME-8237 

miniature test frame (Figure 3-11).  Supports spanned 40 mm apart, with the load being 

applied at ½ the span. Fracture events were monitored by using an AE sensor which was 

attached to the bending accessory to record transient elastic wave outputs during the test. 

Samples were placed such that the coatings were in tension during the test (i.e. not in 

contact with the bending accessory). All samples were placed such that the coating was in 

tension during testing, the configuration of which can be seen in Figure 3-12.  

 

Figure 3-11 Three-point bend test set-up 

Sample 

Supports 

AE Sensor 
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Figure 3-12 Bend test sample configuration  

The elastic modulus of the bulk material is calculated using the slope of the elastic portion 

of the force displacement curve (k) generated during bending and the span between the 

supports (l) [91]: 

𝐸𝑏 =
𝑙3𝑘

4𝑏(𝐻+ℎ)3  Equation (25) 

  

Where H is the thickness of the substrate, h is the thickness of the coating, and b represents 

the width of the sample. Bend strength can be analyzed by using equation 26 below: 

𝜎𝑏 =
3𝑃𝑙

2𝑏 (𝐻+ℎ)2  Equation (26) 

 

Where P is the load at the highest displacement during testing. Acoustic emission was 

monitored, and energy data was collected during testing in order to examine cracking 

events. Samples were tested at a speed of 2 mm/min until displacement reached 2.5 mm. 

Cracks were analyzed using OM.  
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4 Results and Discussion 

 

4.1 Materials Characterization 

 

4.1.1 Substrate  

 

The steel was found to have a hardness of approximately 1.95 GPa through micro-Vickers 

indentation. An optical image of the steel disc microstructure can be found in Figure 4-1 

(a). OM showed evidence of relatively equiaxed ferritic and bainitic grains for the API 

X100. The composition of the low carbon steel sheets was confirmed using ICP-OES and 

can be found in Table 4-1. The OM showed evidence of elongated ferritic and bainitic 

grains with carbide precipitates (Figure 4-1 (b)). 

Table 4-1 Composition of bend test substrate found using ICP-OES 

Element Fe C S Cu Mn Al Ni  Trace 

elements 

Wt. (%) 97.231 0.172 0.005 0.1077 0.4132 0.0294 0.0324 Balance 

 

 

Figure 4-1 a) API X100 steel substrate for disc samples and b) low carbon steel 

substrate for bend samples 

bainite 

a) b) 
α-ferrite α-ferrite 

bainite 
carbides 
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4.1.2 NiTi Powder  

 

A roughly tri-modal distribution of NiTi particle size was found using laser diffraction 

(Figure 4-2). The volume density corresponding to these peaks was approximately 3.3 %, 

2.1 %, and 3.6 % at respective size classes of 0.01-0.1 µm, 0.3-2 µm, and 3-11 µm. The 

D10, D50 and D90 values were found to be 0.0218 µm, 1.06 µm, and 9.51 µm respectively, 

giving a span of 8.992.  

 

Figure 4-2 Particle size distribution 

ICP-OES results can be seen in Table 4-2. It was found that the powder is NiTi-rich, 

containing approximately 53 wt.% Ni, and 40.25 wt.% Ti. Minor amounts of In, Sn, S and 

Cu were also present in the powder. 

Table 4-2 Chemical composition of NiTi as received powder from ICP-OES 

Element Ni Ti In Sn S Cu Trace element 

Wt. (%) 53.02 40.25 1.08 0.92 0.20 0.10 Balance 
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Figure 4-3 shows the powder morphology of the as received powder. The NiTi powder is 

spherical, with a wide size distribution as previously determined from particle size 

distribution results.  

 

Figure 4-3 As received powder morphology showing wide size distribution and 

spherical morphology  

 

4.1.3 Erodent Particle 

 

The composition of WC-Co particles used for SPE was found to be 6%Co, with the 

remainder being WC (Table 4-3). Particle shape was confirmed to be spherical, as shown 

in Figure 4-4. 

Table 4-3 Elemental composition of WC-Co particles used for SPE 

Element C Co W 

Wt. (%) 14.33 6.21 79.45 
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Figure 4-4 SEM image of WC-Co erodent particle 

 

4.2 Coating Quality 

 

4.2.1 Coating Composition  

 

XRD traces were generated in order to identify peaks causing diffraction in each sample, 

which can be found in Figure 4-5. The steel substrate diffracts from the (110) and (200) Fe 

peaks. Diffraction patterns were also generated for the as received powder, which showed 

presence of superelastic, austenitic NiTi diffracting from the (110) plane. The monolithic 

Ni-P coating was amorphous, showing a broad peak at 2θ = 44.506 °. These findings are 

consistent with those in the literature [89, 92, 93]. Each coated sample showed evidence of 

an amorphous Ni-P matrix microstructure and presence of superelastic cubic NiTi 

diffracting at an angle of 2θ= 42.508 ° from the (110) plane as given by Ti0.92Ni1.08 (54 

at. % Ni, 46 at. % Ti) powder diffraction file (PDF ID: 04-017-0804). Other phases in the 

composite coatings are difficult to detect as many of the Ni, NiTi and Fe peaks overlap and 

occur at low intensities. 
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Figure 4-5 X-ray diffraction patterns with planes for substrate, superelastic NiTi 

nano-powder, Ni-P monolithic coating and composite coatings 

EDS was used to determine the relative distribution of NiTi particles within the matrix as 

well as the percentage of Ti in the coatings containing 0.5, 1 and 2 g nano-NiTi in the 

plating bath. The amount of NiTi in the cross section was found to increase with the 

addition of NiTi to the plating bath, as seen in Table 4-4. The amount of phosphorous 

present was also determined. On average, the phosphorous content was found to be 9.9 ± 

0.91 wt.%P, therefore classifying the coatings in the present work as “high phosphorous” 

coatings.  

Table 4-4 Wt.% of Ti found in composite coating cross-sections using EDS 

[NiTi] added to plating bath (g/L) %Ti present in cross-section (wt.%) 

0.5 2.21 

1 2.61 

2 3.02 
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 The EDS map in Figure 4-6 (a) reveals uniform distribution of NiTi particles within the 

coating. Since the ratio of Ni:Ti was previously determined using ICP-OES, the amount of 

NiTi in the coating can be estimated. Equation 27 shows the equation used to estimate the 

wt.% NiTi using EDS and ICP-OES results.  

𝑤𝑡. % 𝑁𝑖𝑇𝑖 = %𝑇𝑖 +
53

40
%𝑇𝑖   (Equation 27) 

 

Where %Ti is from EDS, and 53/40 represents the ratio of Ni:Ti as determined from ICP. 

It was found that the amount of Ti in the cross-section increased with increasing amounts 

of NiTi in the solution. However, that being said, as the amount of powder in the solution 

increases it is expected that it will eventually reach a limit and level off or decrease slightly, 

due to saturation caused by agglomeration and settling of particles, as seen in the literature 

[94, 95, 96]. The amount of NiTi present in the cross-section is represented graphically in 

Figure 4-6 (b) and was found to range between 5.14-7.02 wt.% NiTi. Therefore, the 

remainder of the results will refer to the coatings as 5.14 wt.% NiTi, 6.07 wt.% NiTi, and 

7.02 wt.% NiTi for 0.5 g NiTi, 1 g NiTi and 2 g NiTi coating, respectively.  

   

Figure 4-6 a) EDS mapping of 6.07 wt.% NiTi coating cross-section and b) amount of 

powder added into solution vs. amount of powder present in composite cross-section 
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4.2.2 Coating Integrity 

 

Figure 4-9 provides images of the cross sections for Ni-P and Ni-P-nano-NiTi composite 

coatings. The coating/substrate interfaces reveal excellent bonding, and the coatings 

exhibit relatively uniform thicknesses as seen in the figure. Superelastic NiTi particles are 

clearly present. Some porosity is seen in the coating cross-section which is likely a result 

of the formation of hydrogen gas on the substrate during the plating procedure (Figure 4-8). 

 

 

Figure 4-7 SEM images of a) monolithic Ni-P, b) 5.14 wt.% NiTi, c) 6.07 wt.% NiTi 

and d) 7.02 wt. % NiTi coating cross-sections 

Ni-P coating 

Interface 

 

a) 

Substrate 
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NiTi composite coating 

Ni-P pre-coating 
NiTi composite coating 

b) 
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Substrate 

Ni-P pre-coating 
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Interface Interface 
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NiTi composite coating 
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Figure 4-8 SEM of 6.07 wt.% NiTi coating showing porosity and large size 

distribution of particles in coating cross-section 

The addition of nano-NiTi resulted in a rougher surface morphology in comparison to the 

Ni-P coating, as can be seen in Figure 4-9 which compares Ni-P coating to the composite 

coatings. These results agree with the results in the literature [97]. This increase in surface 

roughness was confirmed using surface profilometry. Surface profilometry scans of Ni-P 

and Ni-P-NiTi composite coatings are given in Figure 4-10. Surface roughness values of 

surfaces in Figure 4-10 were calculated using SPIP 6.0.6 image analysis software. Ra value 

for Ni-P coating was 1.54 μm, while the Ra value for the composites ranged from 3.3-8.1 

μm. In both cases, a nodular structure was present, which is consistent with findings in the 

literature [98, 99, 100, 101]. 

 

a) b) 

Porosity 

Nano-Superelastic NiTi  

Micro-Superelastic NiTi  
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Figure 4-9 SEM images of a) monolithic Ni-P, b) 5.14 wt.% NiTi, c) 6.07 wt.% NiTi 

and d) 7.02 wt. % NiTi coating surfaces 

 

 

Figure 4-10 Surface topography of a) Ni-P b) 5.14 wt.% NiTi c) 6.07 wt.% NiTi and 

d) 7.02 wt.% NiTi coatings as deposited surfaces 

 

4.2.3 Coating Properties 

 

Hardness is a measure of the material’s ability to resist deformation. The API X100 steel 

substrate has a Vickers hardness of 1.95 GPa. Ni-P coated steel has a Vickers hardness of 

5.98 GPa, which is in the range of other reported values [102, 103, 104]. Vickers hardness 

c) d) 

d) c) 

a) b) 
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ranged from 4.25-4.82 GPa for the composite coatings, as seen in Figure 4-11. The addition 

of NiTi to the matrix resulted in minimal changes in hardness from the Ni-P coatings, 

however, the hardness in comparison to the substrate increased nearly three-fold. The 

observed slight drop in hardness of the Ni-P-NiTi composite as compared to the monolithic 

Ni-P coating can be explained as follows. As has been reported in the literature, the 

hardness of bulk superelastic NiTi ranges from 2.8-3.2 GPa [105, 106, 107]. Therefore, the 

addition of NiTi particles to the amorphous Ni-P is expected to decrease the hardness. 

However, to reiterate; the purpose of the addition of the superelastic NiTi is to enhance the 

toughness of the coating, even at the expense of a slight drop in hardness. 

 

Figure 4-11 Vickers hardness as a function of wt.% NiTi in the composite coatings 

The coefficient of friction (COF) was measured throughout the duration of each scratch 

test. As expected, the coefficient of friction increased with an increase in load due to the 

increase in force being applied resulting in an increase in contact area. The coefficient of 

friction was found to be the highest for the 5.14 wt.% and the 7.02 wt.% coatings, 

increasing from 0.11-0.27 and 0.13-0.27 respectively, with an increase in load from 0.5-4 

kg. The 6.07 wt.% NiTi coating and Ni-P coating were found to have the lowest relative 

COFs, ranging from 0.13-0.22 and 0.12-0.2 respectively. 
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 Figure 4-12 shows the effect of NiTi additions on the average COF for all constant load 

single pass conditions. COF for the composite coatings shows minimal change from that 

of Ni-P coatings, and any fluctuation can be attributed to the presence of superelastic NiTi 

particles on the surface affecting the indenters ability to slide smoothly across the material. 

COF for Ni-P is typically low due to its natural lubricity [94].  

 

Figure 4-12 Average COF values for each coating under single pass conditions 

It was found for the multi-pass conditions that as the number of repetitive passes increased, 

the COF increased for the 5.14 wt.% and the 7.02 wt.% NiTi coatings. However, the COFs 

for the 6.07 wt.% NiTi and monolithic Ni-P coating remained nearly the same for all 

number of passes. Figure 4-13 shows the average COF for each coating under 2 kg load 

for up to 40 passes. The COF followed a similar trend to that of the single pass conditions, 

with the 5.14 wt.% and 7.02 wt.% NiTi coatings having the highest (0.193 and 0.173 

respectively), and the 6.07 wt.% NiTi and monolithic Ni-P having the lowest (0.139 and 

0.11 respectively). Overall, for both conditions, COF for Ni-P coatings were slightly lower 

than that found from the literature (0.23) [108], however, the study used nano-scratch 

testing and thus the effects from the substrate were negligible, unlike the micro-scratch 

testing which was employed in this study. 
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Therefore, in general the composite coatings showed slightly higher COFs in comparison 

to the monolithic Ni-P coating. This is likely a result of the particles on the surface inducing 

roughness which increases friction between the surface and the indenter. However, the 

increase is very small and thus does not have a significant effect on the wear behaviour. 

 

Figure 4-13 Average COF values for each coating under 2 kg multi-pass conditions 

Force-displacement curves were generated during bending of each sample to aid in 

determination of elastic modulus and bend strength. As seen in Figure 4-14, the force-

displacement curves of the monolithic Ni-P coating and the 5.14 wt.% NiTi coating are 

generally smooth. However, there are significant drops in force for the 6.07 wt.% NiTi and 

7.02 wt.% NiTi coatings. These drops in force have been correlated to major cracking and 

delamination in the literature [91]. As the wt.% NiTi is increased, the force required to 

induce small displacements is also increased, meaning that the coatings containing higher 

amounts of NiTi require higher amounts of stress to deform. However, large drops in force 

are seen sooner with higher amounts of NiTi, which are associated with delamination. 

Thus, these higher forces induce enough strain to de-bond the coating at lower 

displacements in comparison to the monolithic coating. 
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Figure 4-14 Force-displacement curves of monolithic Ni-P coating, 5.14 wt% NiTi 

coating, 6.07 wt.% NiTi coating and 7.02 wt.% NiTi coating 

The elastic modulus was calculated based on the size of the sample and the slope of the 

force displacement curve.  The elastic moduli for the coatings are shown in Table 4-5.  The 

bulk modulus found for the Ni-P coating agreed with results found in the literature [2]. It 

was found that the composite coatings showed a decrease in elastic modulus in comparison 

to the monolithic Ni-P coating. As found in the literature, the elastic modulus of Ni-P and 

NiTi respectively are approximately 160 GPa [91], and ranges from approximately 30-75 

GPa depending on the phase present [109]. Therefore, it is not unexpected that the elastic 

modulus would drop. This is indicative of increased toughness within the coatings. As the 

amount of NiTi is increased in the coating, the bulk modulus increases, meaning the 

coatings become stiffer due to enhanced particle incorporation.  

Using the force at 2.5 mm displacement, the bend strength of the coatings was estimated. 

AE signals are useful in determining the displacement required to initiate the first crack, as 

this will correspond to a spike in energy being released. The bend strength of the coatings 

is also included in Table 4-5. It was found that the addition of superelastic NiTi resulted in 
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a decrease in bend strength in comparison to monolithic Ni-P.  Similar trends were seen 

with the hardness data, showing that as NiTi is added to the matrix, the matrix becomes 

softer and more easily deformed.  

Table 4-5 Experimentally calculated bulk modulus and bend strength values of 

monolithic Ni-P and Ni-P-nano-NiTi composite coatings.  

Wt.% NiTi Eb (GPa) σb (MPa) 

0 144 721 

5.14 105 687 

6.07 113 646 

7.02 122 595 

 

 

4.3 Scratch Response 

 

4.3.1 Wear Behaviour 

 

Scratches were analyzed microscopically using OM and SEM in order to gain a better 

understanding of cracking behaviour. Cracks are generally oriented perpendicular to the 

wear track, resembling Hertzian-type cracks, as seen in Figure 4-15. At low loads, minimal 

wear is seen in both the monolithic and composite coatings. As the applied load increases, 

more wear is seen, as expected.  Monolithic Ni-P coatings showed few major Hertzian 

cracks (Figure 4-15 (a)). On the other hand, the composite coatings showed more frequent 

micro-cracks (Figure 4-15 (b), (c), (d)). This increase in cracking frequency is likely 

attributed to the surface roughness of the composite coatings. NiTi particles act as stress 

concentrations on the surface, making crack initiation easier. However, the crack energy is 

quickly dissipated due to the presence of superelastic NiTi particles, reducing major cracks 
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to micro-cracks. This behaviour was seen under constant, increasing load, and multi-pass 

conditions.  

 

 

Figure 4-15 Wear track of a) Ni-P coating under increasing load showing major 

Hertzian-type cracks and b) 5.14 wt.% NiTi coating, c) 6.07 wt.% NiTi coating and 

d) 7.02 wt.% NiTi coating under increasing load showing evidence of Hertzian-type 

cracks and micro-cracking near the end of the wear track  

As expected, the damage of the coatings increased with increasing number of consecutive 

passes. As seen with the increasing load samples, the monolithic coating showed evidence 

of major cracks, while the composite coatings showed micro-cracking as well as material 

pile-up. Evidence of this is shown in  Figure 4-16 for the 6.07 wt.% NiTi coating. This is 

indicative of both ductile and brittle behaviour in the composite material, proving that 

toughening effects are taking place within the coatings. Wear tracks tended to be larger for 

the composite coatings under multiple pass conditions, likely as a result of the increased 

Hertzian-type major crack 
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ductility from superelastic additions, and the fact that the composite coatings had a lower 

hardness than the monolithic Ni-P coatings, illustrated in Figure 4-17. 

   

Figure 4-16 Wear track of 6.07 wt. % NiTi coated sample under 2 kg load, 40 passes 

showing material displacement and tensile cracks 

 

Figure 4-17 Wear track of a) monolithic Ni-P coating and b) 7.02 wt.% NiTi coating 

under 2 kg load, 40 passes 
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4.3.2 Volume Loss 

 

3D profilometry was done to determine the width of each wear track. Volume loss was 

calculated using equation 21. Pile-up effect at scratch edges was eliminated when volume 

loss was calculated. In general, the volume loss increased for all coatings with increasing 

load under single pass conditions. The volume loss for a single pass at varying loads is 

displayed graphically in Figure 4-18. Each sample showed minimal change in between 0.5 

kg and 1 kg. However, in general, the volume loss showed higher increases with subsequent 

increase in load, as expected. The 5.14 wt.% NiTi coating showed the highest volume loss 

at high loads, followed by the monolithic Ni-P coating, the 7.02 wt.% NiTi coating, and 

the 6.07 wt.% NiTi coating respectively.  

 

Figure 4-18 Volume loss as a function of load for single pass scratch test at varying 

constant loads 

Volume loss was also determined for multi-pass conditions as a function of sliding 

distance, as shown in Figure 4-19. As seen with the constant load, volume loss increased 
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with increasing sliding distance. This data shows that under multiple passes, volume loss 

increases with increasing amounts of % NiTi.   

 

Figure 4-19 Volume loss as a function of sliding distance and %NiTi in the coating 

Figure 4-20 shows the depth profiles for each sample under multi-pass conditions, 

generated from profilometry scans. At lower number of passes the depth profiles are quite 

similar. However, as the number of passes increases, the composite coating shows much 

deeper profiles suggesting that more material is being removed, more consistent with a 

ductile, softer material. Since the composite coatings were tougher than the monolithic Ni-

P coatings, the dominant mechanism of wear is material removal. On the other hand, for 

the monolithic coatings, the dominant mechanism of wear is brittle fracture. Therefore, 

rather than material being removed, the sliding energy of the scratch test indenter is 

converted into crack initiation and propagation It is also important to note that the 7.02 

wt.% NiTi shows the most evidence of pile-up of all of the coatings, even at lower number 

of passes, suggesting that it’s ductility is higher—likely a result of the fact that the 

concentration of NiTi is the highest.  

 Therefore, is likely that at lower loads or a single pass, the testing energy is still in the 

elastic region, and thus both the monolithic coating and the composite coating are able to 
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elastically recover during testing. Due to the enhanced toughness, the composite coatings 

are able to recover more than the monolithic Ni-P. However, under multiple passes the 

force being exerted on the surface is likely above the yield strength of coating. As the 

monolithic coating has higher hardness, it is able to resist deformation better than the 

composite coatings, which can account for the lower wear track depth seen above. 

However, as seen above the monolithic Ni-P coatings are subject to severe brittle fracture, 

which does not contribute to metal loss. So, volume loss may not be the best method when 

comparing damage of brittle materials to more ductile ones. 
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Figure 4-20 Scratch track depth profiles for multi-pass scratches under a) 5 passes, 

b) 10 passes, c) 20 passes and d) 40 passes 

 

4.3.3 Acoustic Emission 

 

Acoustic signals (AE) were measured during each test in order to monitor the presence of 

any microscopic activity during scratching. As expected, with higher constant loads, AE 

signals were higher for all coatings, due to the fact that higher stresses are being applied, 

resulting in more energy for crack initiation and propagation. Figure 4-21 shows the 

acoustic emission signals for each sample under 1 kg constant load. The Ni-P coating 

showed the highest peaks at around 7 V. The next highest was the 7.02 wt.% NiTi, however 

the recorded voltage was much lower at around 3 V, followed by the 6.07 wt.% and 5.14 

wt.% respectively which both remained under 1 V. This trend was seen under each loading 

condition.  

AE data in Figure 4-21 reveals two main types of signals. The first being low noise signal, 

which is likely associated with micro-cracking of the coating within the scratch tracks as 

previously seen in Figure 4-15. The low noise could also be attributed, in part, to surface 

topography. Coatings containing NiTi particles are likely to produce these low signals as 

the indenter goes over a particle. The second type of signal is characterized by a high noise 

level spike. This high-level signal is attributed to the formation of major cracks. In the 

present data, it is clear that the composite coatings did not show high AE signal. However, 

the 7.02 wt.% NiTi composite seems to show higher and more frequent signals than the 
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other two composite coatings. This can be correlated to the higher number of NiTi particles 

in the coating. It can be stated that the reason for low noise levels associated with the 

composite coating, as compared to monolithic Ni-P coating, is mainly due to micro-

cracking of the coating. This is consistent with micro-cracking toughening mechanism 

operating in these composite coatings seen in OM images. On the other hand, the 

monolithic Ni-P coating shows high and sharp AE signals, which indicated major cracking 

of the coating as observed by OM. AE data for each coating under 0.5 kg, 2 kg, and 4 kg 

can be found in Appendix B.  

 

Figure 4-21 Acoustic emission signals under 1 kg constant load for Ni-P, 5.14 wt.% 

NiTi, 6.07 wt.% NiTi, and 7.02 wt.% NiTi coatings. 

 Similar AE signals were seen under increasing load conditions. As with the constant load 

conditions, the AE signals were the highest for the monolithic Ni-P coating, representative 

of major cracking in the coating. On the other hand, the composite coating showed much 

lower noise signals, as illustrated in Figure 4-22. Signals for the 5.14 wt.% NiTi and 6.07 

wt.% NiTi coating are so low relative to the Ni-P coating that they are not visible on the 

same scale. As seen previously with constant load conditions, it is seen that composite 

coatings containing higher amounts of NiTi have higher, more frequent noise signals than 

coatings containing lower amounts. Again, this is likely due to the fact that there is a higher 

concentration of particles on the surface, affecting the indenters ability to slide smoothly 
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over the coating surface. It is also interesting to note that the Ni-P coating experiences high 

AE signals much sooner than the composite coatings, meaning that the Ni-P coating cracks 

more easily (i.e. under lower loads) in comparison to the composite coatings. 

 

Figure 4-22 Acoustic emission signals for monolithic Ni-P, 5.14 wt.% NiTi, 6.07 

wt.% NiTi and 7.02 wt.% NiTi coatings under increasing load conditions 

In general, under scratch conditions, monolithic Ni-P is subject to major cracks within the 

matrix, extending past the edge of the wear track (Figure 4-23 (a)). These cracks are 

generated by tensile stresses that are generated behind the indenter, concave to the scratch 

direction. On the other hand, as shown in Figure 4-23 (b) for the Ni-P-nano-NiTi composite 

coating, several smaller Hertzian-type micro-cracks are seen, all contained within the wear 

track. Material pile-up is seen at the opposite edge of the wear track, indicating some 

ductility.  
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Figure 4-23 Schematic of scratch behaviour in a) monolithic Ni-P coating and b) Ni-

P-nano-NiTi composite coatings showing proposed wear mechanisms 

 

4.4 Indentation Behaviour 

 

4.4.1 Load-Depth Curves and Acoustic Emission Signals 

 

Load-depth (P-h) curves were generated for each coated sample at low and high loads in 

order to examine the indentation behaviour. Acoustic emission was recorded in order to 

a) 

b) 
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gain a better understanding of cracking behaviour and events of the composite coatings in 

comparison to the monolithic Ni-P coating. As evident in P-h curves in Figure 4-24 (a) and 

(c), the monolithic coating showed high acoustic emission noise beginning near 150 μm 

penetration depth and continuing for the duration of loading and unloading. This high 

activity likely correlates to the delamination and cracking seen in the optical images (Figure 

4-24 (b), (d)). On unloading, minimal activity was seen under low loads, however, more 

activity was seen under higher loads. Cracking during loading is attributed to the energy 

release associated with the formation of radial and cone cracks [110]. 

  

 

Figure 4-24 Load-depth curves for monolithic Ni-P coating under a) 600 N and c) 

2000 N, and OM images of indent sites under b) 600 N and c) 2000 N 
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On the other hand, for the composite coatings (Figure 4-25-Figure 4-27), penetration 

depths and acoustic emission activity was found to be much lower than those of the 

monolithic Ni-P coating, particularly under low loads. Under 600 N load, there is no 

distinct increases in acoustic emission. From the OM image of this indentation it is clear 

that there are no major cracks, and, unlike the monolithic coatings, pile-up is present 

indicating some ductility. Slight increases in AE can be attributed to the formation of small 

radial cracks or delamination of the coating at higher loads.  

   

   

Figure 4-25 Load-depth curves for 5.14 wt.% NiTi coating under a) 600 N and c) 

2000 N and OM images of indent sites under b) 600 N and d) 2000 N 
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Figure 4-26 Load-depth curves for 6.07 wt.% NiTi coating under a) 600 N and c) 

2000 N and OM images of indent sites under b) 600 N and d) 2000 N 
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Figure 4-27 Load-depth curves for 7.02 wt.% NiTi coating under a) 600 N and c) 

2000 N and OM images of indent sites under b) 600 N and d) 2000 N 
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deformation loads than the composite coatings, which can attribute to relatively lower 

penetration depths at higher loads.  

 

Figure 4-28 Load-depth curves for all coatings under maximum 600 N load 

 

Figure 4-29 Load-depth curves for all coatings under maximum 1000 N load 
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Figure 4-30 Load-depth curves for all coatings under maximum 1500 N load 

 

 

Figure 4-31 Load-depth curves for all coatings under maximum 2000 N load 
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Figure 4-32 Load-depth curves for all coatings under maximum 2500 N load 

 

4.4.2 Crack Initiation  

 

All samples showed an increase in acoustic activity with an increase in load. As seen above, 

higher AE events (and thus cracking events) initiated sooner in the monolithic Ni-P coating 

than in the composite coatings, indicating that the monolithic coatings required lower loads 

to crack. The change in amplitude was examined in order to determine the applied load that 

corresponded to the initiation of cracking. Figure 4-33 depicts the relationship between the 

NiTi content in the coating and the load at which the first major crack occurred under a 

maximum load of 2000 N. Acoustic emission signals of the first crack are also displayed. 

It is clear that the amplitude (severity) of cracking drops with the addition of % NiTi and 

the force required to initiate cracking increases making crack initiation more difficult. This 

general trend was seen for all coatings across all testing loads.  
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Figure 4-33 Load and acoustic emission signal of first major crack as a function of 

NiTi content in the coating concentration under a maximum load of 2000 N 

All composite coatings were able to withstand much higher loads before major cracking 

occurred in comparison to the Ni-P coatings. It should also be noted that the amplitude 

specifically at the onset of major cracking is significantly reduced with the addition of the 

superelastic particles, which can be correlated to a reduction in the size of the cracks, 

leading to evidence of toughening. As well, the high amplitude seen with the Ni-P samples 

is likely also attributed to delamination, as the energy required to debond the coating is 

higher than that to produce cracks and therefore the cracking event would exhibit higher 

dB of energy. The general trend in Figure 4-33 clearly reveals the effect of the addition of 

NiTi particles to Ni-P coating, i.e., the initial cracking force drops, and AE signal rises with 

the increase in the number of incorporated particles. Furthermore, it is found that the 

coatings containing 5.14 wt.% and 7.02 wt.% NiTi required slightly higher forces to initiate 

cracking in comparison to the coating with 6.07 wt.% NiTi. It is believed that in general, 

toughness increases with increasing wt.% NiTi. However, the relatively small drop of 

≈10% in the force required to initiate cracking in the 6.07 wt.% NiTi coating may be due 

to experimental scatter as a result of localized stress concentration on the roughened 
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surface, that is associated with the composite coatings. Surface defects may affect the 

cracking sensitivity of the coatings.  

 

4.4.3 Cracking Behaviour 

 

Figure 4-34 shows the cracking behaviour of the monolithic Ni-P and Ni-P-nano-NiTi 

composite coating. Radial cracks appear to be the most dominant cracking mode in each 

coating. Ring cracks and delamination were also present, with ring cracks predominantly 

found inside the indentation site, and delamination found on the indentation edge. It was 

found that the Ni-P coating exhibited large radial cracks and delamination at low static 

loads. As increasing amounts of nanosized NiTi powder were added, more plastic 

deformation was seen due to localized shear bands in the amorphous Ni-P matrix at the 

edge of the indentation [111]. This was also accompanied by less cracking and coating 

delamination. This reiterates the findings from the AE signals, where lower noise signals 

indicate less severe cracking and higher noise signals indicate more severe cracking and 

delamination.  

As shown in Figure 4-34 (a), (c) below, the monolithic coating cracked completely through 

the coating all the way to the substrate. This, coupled with delamination results in failure 

and removal of the coating. However, the addition of superelastic NiTi can limit the 

number cracks propagating directly down to the substrate. Rather, they only propagate 

through the composite layer, and in most cases do not reach the pre-coating layer. For the 

coating containing 5.14 wt.% NiTi as shown in (Figure 4-34 (b), (d)) there is still instances 

of major cracks propagating through the entirety of the coating, with some being arrested 

in the composite layer. On the other hand, for the 6.07 wt.% coating, the cracks do not 

propagate further than the composite layer. In the case of the 7.02 wt.% NiTi coating, 

behaviour was similar. This increased effect of reduction in crack propagation is likely 

directly related to an increase in % NiTi in the coating. For lower amounts of superelastic 

particles (i.e. 5.14 wt.% NiTi) there are toughening effects, however the brittle nature of 

the Ni-P matrix still dominates. As more superelastic particles are incorporated into the 

matrix, the toughening effects become greater, eventually limiting any cracks to directly 
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beneath the indenter where stresses are highest. Indentation cross sections of the 6.07 wt.% 

NiTi and 7.02 wt.% NiTi coatings can be found in Appendix B.  

  

 

Figure 4-34 SEM of indentation surface and cross section under maximum load of 

2500 N of a) Ni-P coating surface, b) 5.14 wt.% NiTi coating surface, c) Ni-P coating 

cross section and d) 5.14 wt.% NiTi coating cross section showing cracking patterns 

 

4.5 Erosion Behaviour 

 

4.5.1 Volume Loss  

 

Volume loss was determined for each sample under all single particle impact conditions. 

Figure 4-35 (a) shows the effect of impact angle on volume loss at operating velocity of 35 

m/s for all coatings. Minimal change in volume loss was seen with a change in angle, 
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suggesting that at lower velocities, impact angle has minimal effect on material removal. 

At low velocities the eroding particle has lower energy, hence, it’s ability to induce 

permanent deformation and fracture is limited. The ratio of elastic to plastic deformation 

is high, i.e., a significant portion of the impact energy is consumed in deforming the 

coatings elastically. This trend has also been seen for materials in solid particle erosion 

[64]. Figure 4-35 (b) shows the correlation between volume loss and impact angle for each 

coating tested at 52 m/s. In comparison, samples tested at 35 m/s had smaller impact craters 

relative to the samples tested at 52 m/s, which is similar to results found in the literature 

[64, 112]. The 5.14 wt.% NiTi and 7.02 wt.% NiTi coatings experienced the highest 

volume loss at 90°, which is typical of brittle materials [113]. On the other hand, the 6.07 

wt.% NiTi coating exhibited the highest volume loss at 45 °, consistent with the behaviour 

of ductile materials. Therefore, in terms of material removal, the 6.07 wt.% coating can be 

classified as the most tough relative to the other coatings being studied. Furthermore, even 

at a low impact velocity of 35 m/s, the 6.07 wt.% NiTi coating exhibits a ductile behaviour 

(Figure 4-35 (a)). Here, the maximum erosion volume loss takes place at an impact angle 

of 45 ° and drops as the impact angle is increased to 90 °. However, the ductile 

characteristics at low speed is less pronounced than at high speeds.  
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Figure 4-35 Volume loss as a function of impact angle with average testing velocity 

of a) 35 m/s and b) 52 m/s 

From the volume loss results, it is clear that the 6.07 wt.% NiTi coating performed better 

under these conditions in terms of toughness. It is likely that the 5.14 wt.% NiTi coating 

did not contain enough superelastic NiTi to drastically change the behaviour. On the other 

hand, the 7.02 wt.% NiTi coating likely contained too many nano-particles, leaving the 

samples subject to agglomeration and higher stress concentrations on the surface. This 

could result in more fracture, consistent with a brittle material. Therefore the 6.07 wt.% 

NiTi contained the optimal concentration of NiTi particles for erosive conditions.  

 

4.5.2 Erosion Mechanisms 

 

As samples tested at 35 m/s showed less damage than those tested at higher speeds, select 

SEM/ OM was done on low (30 °) and high (90 °) angle impact sites at 52 m/s testing speed 

to examine and determine the erosion mechanisms. The impact crater subjected to high 

impact angle is circular, while that impacted at low angle is elliptical in shape, as seen in 

Figure 4-36. The size of the normal impact crater is larger than that of the low angle impact, 

as expected, due to the fact that more energy was transferred to forming the crater, whereas 
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in the case of the low angle impact, some of that initial kinetic energy is dissipated due to 

frictional forces [114, 115].  

Evidence of cracking was seen in the composite coatings, as evident in the optical images 

in Figure 4-36. Cracks appear to be shallow and concentrated in the vicinity of the impact 

crater. Radial and ring cracks are present at both low and high angle impacts in the Ni-P 

matrix. It is believed that the ring cracks are Hertzian-type. This type of crack forms on the 

surface just outside the contact area where the radial stress reaches its maximum tensile 

value [116, 117]. Radial cracks also develop on the surface but are caused by the maximum 

tensile hoop stress [118]. Hoop stress becomes positive (tension) on the surface during 

elastic-plastic contact which applies in this scenario [119]. Both radial and ring cracks 

initiate when the applied load exceeded a critical value. In a recent study, Yonezu et al 

investigated fracture mechanisms of electroplated Ni-P on steel under static indentation 

conditions [120]. They suggested that ring crack formation alters the subsequent stress 

distribution during indentation, as a result tensile hoop stress develops upon unloading. 

They also proposed that radial cracks initiate near the ring crack tip at the coating/substrate 

interface. This phenomena is similar to that occuring during single particle impact of the 

composite coatings. The 5.14 wt.% NiTi coating shows predominantly Hertzian cracks, 

while coatings containing higher amounts of NiTi show significant Hertzian and radial 

cracks.  

It is interesting to note that at lower angles (i.e. 30 °), Hertzian cracking occurs at the initial 

point of contact but not on the other side of the crater where the impacting particle leaves 

the surface. This is similar to cohesive failure during sliding contact, where Hertzian-type 

cracks are a result of tensile stress behind the indenter [121].  Radial cracks do not appear 

on the side of the crater where the initial impact takes place, but are clearly seen on the 

opposite side. This finding suggestes that cracking pattern is incident angle dependent in 

erosive processes. Here, the behaviour could be attributed to the changes in the stress 

distribution during low angle impact. In the case of higher impact angles (i.e. 90 °), 

Hertzian and radial cracking is present around the perimeter of the impact crater similar to 

static indentation loading examined in section 4.4. There is also a closed crack network 

inside the crater as a result of erodent particle induced compaction.  
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Figure 4-36 Erosion behaviour showing evidence of Hertzian and radial cracking in 

a), c), e) low angle and b), d), f) high angle impact for 5.14 wt.%, 6.07 wt.% and 7.02 

wt.% NiTi coatings respectively  

Crater depths are higher at normal impact due to the fact that nearly all energy is 

transformed into work being done to form the crater, while at lower angles frictional forces 

reduce the total energy being transferred from the erodent particle to the surface [115, 122]. 

It is evident from the crater images and profiles in Figure 4-37-Figure 4-39  that the impact 
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craters formed by squeezing the material outside the crater. At low impact angles, pile-up 

forms in front of the impacting particle as it contacts the coating surface. This can be seen 

in the line profile at the center of the crater and along the major axis of the elliptical crater. 

Here, it is clear that pile-up is formed as the erodent particle displaces the coating during 

impact. 

The normal impact reveals that material build-up forms evenly around the edges of the 

crater, as seen in the line profiles. Similar to low angle impact, material build up induces 

tensile stresses around the crater and assist in initiating Hertzian type cracks (seen in the 

optical images above). As described earlier, the cracks on coatings subjected to both low 

and high impact angles appear to be shallow and occur at the top surface layers where 

tensile stresses are highest. The coating containing 7.02 wt.% NiTi exhibits the highest 

crater depths in comparison to coatings with lower amounts of NiTi. Similar instances have 

been seen with both scratch and indentation behaviour at high loads, as the hardness of the 

7.02 wt.% NiTi coating is lower than that of the coatings containing less NiTi and therefore 

it is more susceptible to deformation.  
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Figure 4-37 Respective 3D surface and depth profiles of a), b) low impact and c), d) 

high impact for 5.14 wt.% NiTi coating 
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Figure 4-38 Respective 3D surface and depth profiles of a), b) low impact and c), d) 

high impact for 6.07 wt.% NiTi coating 

 

 

Figure 4-39 Respective 3D surface and depth profiles of a), b) low impact and c), d) 

high impact for 7.02 wt.% NiTi coating 
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Severe damage inside the crater was observed in the 7.02 wt.% NiTi, in comparison to the 

other coatings, further solidifying the assumption that higher amounts of NiTi result in 

higher stress concentrations on the surface, resulting in higher probability of brittle 

fracture. In Figure 4-40, severe cracking is seen both inside and outside of the impact site, 

with delamination occurring within the impact site.  

 

Figure 4-40 Confocal microscope image of 7.02 wt.% NiTi coating under low angle 

impact showing severe cracking and delamination 

As mentioned above, evidence of closed cracks was seen in the inside of the impact sites. 

An example of this can be seen in Figure 4-41. Upon initial impact, cracks begin to initiate 

and propagate at stress concentrations throughout the matrix. As the particle pushes 

through the surface, two things may occur. The first, being that due to the compression 

forces, the cracks that form on initial impact eventually close shut as the particle travels 

through the material. Secondly, these cracks are forced to close due to the stress associated 

with volume expansion of the superelastic particles during transformation from austenite 

to martensite (discussed in more detail in section 4.7). 
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Figure 4-41 Network of closed cracks in impact crater of 6.07 wt.% NiTi coating 

under normal impact 

Erosion and toughening mechanisms of the Ni-P-nano-NiTi composite coatings are 

summarized in the following schematics. Under low angle impact, the composite coated 

surface shows evidence of Hertzian fracture upon initial impact (Figure 4-42(a)), followed 

by the propagation of radials in the direction of impact. It was found that upon normal 

impact (Figure 4-42 (b)), where the highest energy is transferred to producing the impact 

crater, an intricate network of Hertzian and radial cracks are seen in the composite coatings. 

These mechanisms for both angles are also coupled with toughening mechanisms due to 

the addition of superelastic NiTi, including crack deflection/ bridging, micro-cracking and 

transformation toughening which will be discussed in more detail in further sections. The 

following sequences of events has been derived from the present study for the composite 

coatings: 

1. WC-Co particle hits the coated surface inducing stress on the surface 

2. Material is squeezed to the side of the impact in order to form an impact crater 

3. Hertzian cracks initiate and propagate in the Ni-P matrix, which has low fracture 

toughness 

4. The change in stress distribution due to Hertzian cracking initiates radial cracking 

and propagation in the Ni-P matrix 

Closed cracks 

Closed cracks 
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5. As the particle travel through the material, high compression forces can cause 

cracks inside the stress field to close 

6. Cracks continue to propagate until they come into contact with superelastic NiTi 

particles which either bridge, deflect, or close the cracks completely inside and 

outside of the contact stress field 

  

 

Figure 4-42 Schematic of erosion and toughening mechanisms of composite coated 

surface under a) low angle impact and b) normal impact  
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4.6 Bending Performance 

 

4.6.1 Examination of Acoustic Emission Signals 

 

Acoustic emission was monitored during bend testing in order to identify any cracking or 

failure events in the coatings. The monolithic Ni-P coating shows large spikes in acoustic 

emission beginning at shortly after 1.5 mm displacement (Figure 4-43 (a)). These large 

spikes are due to energy being released during cracking in the coating. Cracking is frequent 

due to the brittle nature of the monolithic coatings. The addition of superelastic NiTi 

subdued the acoustic emission energy, as shown in Figure 4-43 (b), (c) and (d). The 5.14 

wt.% NiTi coating still showed spikes in acoustic emission energy (indicating cracking), 

however, the magnitude of the energy was less than that of the monolithic Ni-P coating, 

suggesting that cracks are less severe.  The spikes in AE are also less frequent than that of 

the monolithic coating, meaning fewer cracks are propagating throughout the coating. The 

onset of cracking is delayed in comparison to the monolithic coating, showing that the 

composite coating requires higher strain to initiate cracking. This indicates an increase in 

fracture toughness in comparison to the monolithic coating. 

The 6.07 and 7.02 wt.% NiTi coatings showed minimal activity at low displacements, 

however, at higher displacements the coatings experienced delamination. This is 

represented in the AE signals as large spikes in energy, much higher than those observed 

in the monolithic Ni-P coating during cracking (approximately 3000 J). Minimal cracking 

was seen prior to delamination in both coatings. This suggests that the coatings did not fail 

due to the coating reaching a critical stress during testing, rather they likely failed due to 

high residual stresses in the matrix. This is further supported by the fact that this 

delamination occurs sooner with the addition of further wt.% NiTi. Higher particle 

concentrations result in higher amounts of stress concentrations within the coating and 

these high stress concentrations make cracking and coating failure easier. Anazi et. al found 

that high concentrations of oxidized particles in HVOF AMDRY 9954 coatings were 

causes of high stress concentrations resulting in easier crack initiation [123]. So, the 

bonding of the coatings will fail before the coatings themselves fail. Therefore, it can be 
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determined that the addition of superelastic NiTi results in an increase in the toughness in 

comparison to the monolithic Ni-P coating to a certain extent. However, the concentration 

of NiTi must be optimized to avoid debonding while diminishing crack severity.  

0

500

1000

1500

2000

2500

3000

3500

0

20

40

60

80

100

120

140

160

0 0.5 1 1.5 2 2.5

A
E 

En
er

gy
 (

J)

Fo
rc

e 
(N

)

Displacement (mm)

a)

AE associated 

with initial 

crack

AE associated with 

further cracking

0

500

1000

1500

2000

2500

3000

3500

0

20

40

60

80

100

120

140

160

0 0.5 1 1.5 2 2.5

A
E 

En
er

gy
 (

J)

Fo
rc

e 
(N

)

Displacement (mm)

b)

AE associated 

with cracking



96 

 

 

Figure 4-43 Load-displacement curves with AE energy for a) monolithic Ni-P 

coating, b) 5.14 wt.% NiTi coating, c) 6.07 wt.% NiTi coating, and d) 7.02 wt.% NiTi 

coating 

 

 

 

0

500

1000

1500

2000

2500

3000

3500

0

20

40

60

80

100

120

140

160

0 0.5 1 1.5 2 2.5

A
E 

En
er

gy
 (

J)

Fo
rc

e 
(N

)

Displacement (mm)

c)

AE associated with 

delamination

Force drop 

associated with 

delamination

0

500

1000

1500

2000

2500

3000

3500

0

20

40

60

80

100

120

140

160

0 0.5 1 1.5 2 2.5

A
E 

En
er

gy
 (

J)

Fo
rc

e 
(N

)

Displacement (mm)

d)

AE associated 

with 

delamination

Force drop associated with 

delamination

AE associated with 

further cracking



97 

 

4.6.2 Optical Confirmation of Cracking Events 

 

The use of optical microscopy to analyze the coatings after testing confirmed the presence 

of cracks and delamination as previously indicated from the data above. Figure 4-44 shows 

the orientation of cracks on the coating surface extending into the substrate. Figure 4-45 

(a), (b), (c), (d) show optical images of cracks on the coating surface (in the x direction of 

Figure 4-44). 

 

Figure 4-44 Schematic showing orientation of cracks on coating surface 

 As seen in Figure 4-45 (a), the monolithic coating showed evidence of major cracking. No 

visible cracks were seen on the 5.14 wt.% NiTi coating surface (Figure 4-45 (b)), however 

as mentioned above there are changes in acoustic emission, which leads to the conclusion 

that in comparison to the monolithic coating the cracks are micro-size and are not visible 

on the same scale compared to the monolithic Ni-P. As discussed previously, the addition 

of 6.07 wt.% NiTi to the matrix results in delamination due to high residual stresses 

responsible for poor adhesion, with presence of some micro-cracks as seen in Figure 4-45 

(c). Due to the higher amount of NiTi present, there is a higher amount of stress 

concentrations present and thus crack initiation is easier. Similar failure modes were seen 

with the 7.02 wt.% NiTi coating showing predominantly delamination (Figure 4-45 (d)), 

therefore confirming the fact that higher amounts of NiTi induce higher amounts of stress 

within the coating therefore leading to premature bonding failure in comparison to coatings 

with less NiTi incorporated into the matrix. Small micro-cracks were also seen within the 

coatings which reiterates the fact that higher stress concentrations on the surface increase 

the likelihood of cracking. Therefore, for bending applications NiTi content should be kept 
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low in the coatings to minimize probability of major cracking and reduce the risk of 

delamination from the substrate. 

 

Figure 4-45 Optical image of surface of a) monolithic Ni-P coating, b) 5.14 wt.% 

NiTi, c) 6.07 wt.% NiTi and d) 7.02 wt.% NiTi under 2.5 mm displacement 

 

4.7 Evidence of Toughening 

 

Through extensive SEM analysis on the composite coating samples after testing done in 

sections 4.2-4.4, several toughening mechanisms were identified, including crack bridging, 

crack deflection, crack arresting, micro-cracking, and transformation toughening. As the 

cracks initiate through the Ni-P matrix, the propagation energy is significantly reduced by 

these mechanisms. Without superelastic additions, the matrix would be subject to further 
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crack propagation and failure. The aforementioned mechanisms are discussed in detail 

below.  

 

4.7.1 Crack Bridging, Deflection, and Arresting 

 

Bridging and deflection of cracks was identified in the samples containing superelastic 

additions. As a crack attempts to propagate, its propagation is hindered or arrested by the 

presence of superelastic NiTi particles. Due to the high ductility that is a result of the 

reversible martensitic transformation that these particles undergo, they are capable of 

absorbing higher amounts of energy in comparison to the brittle Ni-P matrix [124]. Thus, 

energy at the crack wake will be consumed by the particles upon interaction as the energy 

previously used for crack propagation will be used to plastically deform the second phase 

particles. After this, the crack will have less energy for continuation of propagation, 

reducing its severity. Both toughening mechanisms have been seen in the literature when 

micro and nano-sized particles are added to a ceramic matrix, with the additions clearly 

dictating the crack path [125, 126]. 

Figure 4-46 (a) shows evidence of crack bridging in the 5.14 wt.% NiTi coating under 600 

N static indentation load. As the load is applied to the coating surface, tensile stresses are 

generated as a result of contact between the surface and the indenter, causing crack 

formation. Presence of superelastic NiTi particles hinder these cracks from growing into 

major cracks by absorbing the propagation energy. In some cases, where propagation 

energy is lower, the superelastic NiTi particles can absorb enough of the energy to arrest 

the crack. An example of this was seen in the 7.02 wt. %NiTi coating under 1500 N static 

indentation (Figure 4-47).  
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Figure 4-46 a) SEM image of indentation of 5.14 wt.% NiTi coating under 600 N 

showing crack b) deflection and c) bridging 
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Figure 4-47 a) SEM of indentation of 7.02 wt.% NiTi coating under 1500 N max 

load b) example of crack arresting 

Similar instances were seen during single particle erosion testing. Figure 4-48 (a) shows 

evidence of crack deflection in the erosion impact crater due to the presence of a NiTi 

particle. Presence of NiTi particles was confirmed using EDS mapping, as seen in Figure 

4-48 (b). Crack bridging was also seen in the composite coatings (Figure 4-49, Figure 

4-50). This, like crack deflection, reduces the severity of the crack as the NiTi particle once 

again absorbs propagation energy by acting as a barrier to crack propagation.  
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Figure 4-48 (a) SEM image and (b) EDS map of evidence of crack deflection in 6.07 

wt.% NiTi composite coating under normal impact 

 

Figure 4-49 Evidence of crack bridging in 6.07 wt.% NiTi composite coating under 

normal impact 
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Figure 4-50 Evidence of crack bridging in 6.07 wt.% NiTi coating under single 

particle impact at 60 ° impact 

 

4.7.2 Micro-cracking 

 

While the formation of major cracks in materials is typically undesirable, it has been found 

that the formation of micro-cracks near the initial crack site can be beneficial in increasing 

fracture toughness in brittle materials [127, 128]. In composites, micro-cracking has been 

found to be beneficial in reducing energy that would otherwise propagate major cracks. 

The dominant toughening mechanism seen under scratch test conditions was micro-

cracking. Figure 4-51 shows evidence of micro-cracking within the wear track of the 5.14 

wt.% NiTi coating under increasing load conditions. As shown in Figure 4-51 (a), micro-

cracks branch from the larger cracks, which aids in reducing the severity a single 

propagating crack. These smaller cracks prevent catastrophic failure should the coating be 

subjected to high tensile stresses. Evidence of bridging by NiTi particles is also observed 

Crack bridging 
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(Figure 4-51 (b)), indicating the simultaneous effects of several different toughening 

mechanisms within the coatings. 

  

Figure 4-51 a) Wear track of increasing load on 5.14 wt.% NiTi coating and b) 

evidence of micro-cracking and crack bridging 

Micro-cracking effects in the coatings can be quantitatively analyzed by calculating the 

crack density. In order to evaluate the effect of the NiTi on the toughness of the coatings, 

crack density was measured for static indentation tests. Four radial cracks were measured 

for each load for each sample and an average length (R) was measured with respect to the 

radius of the indent (a) using optical microscopy. As expected, crack length was found to 

increase with load.  It was found that the 5.14 wt.% NiTi had the lowest R/a value on 

average, followed by the 7.02 wt.% NiTi and finally the 6.07 wt.% NiTi coating. In general, 

the composite coatings had a lower R/a value than the monolithic Ni-P coating, meaning 

that the presence of NiTi particles can limit the length of cracks in Ni-P matrix. This is 

represented graphically in Figure 4-52. The highest standard deviation was seen with the 

coating containing the highest amounts of NiTi. Having more NiTi results in more stress 

concentrations on the surface which results in a higher probability of crack initiation. 
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Figure 4-52 Effect of wt.% NiTi in coating on average length of radial cracks with 

respect to indent radius 

Micro-cracking was observed in the composite coatings at both high and low angle 

conditions under single particle impact. Evidence of this can be seen in Figure 4-53. The 

presence of superelastic NiTi particles in the matrix may break up larger cracks into micro-

cracks. In the process of crack deflection and bridging, larger cracks may break up into 

finer cracks with lower propagation energy.  
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Figure 4-53 SEM image of extensive network of micro-cracks observed at the edge 

of impact site of 6.07 wt.% NiTi under normal impact 

 

4.7.3 Transformation Toughening 

 

In order to initiate the reversible martensitic transformation, the contact stress during 

testing must be greater than the transition stress. In the literature, this stress has been 

reported to be approximately 410 MPa at room temperature [129]. Transformation 

toughening was expected to take place during scratch, indentation and erosion testing, due 

to the fact that the Hertzian contact stresses used during scratch, indentation and single 

particle erosion testing are higher than those required to initiate the austenite to martensite 

phase transformation (σfs). The mean contact pressure during testing was calculated using 

Hertzian contact theory for the elastic contact between a sphere and an elastic half-space, 

given by equations in Chapter 2. For the case of the elastic contact between a sphere and a 

half space, R is assumed to be the radius of the indenter.   
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For scratch testing, assuming that v = 0.29, E = 198 GPa for Ni-P [130], and v’=0.20 E = 

1050 GPa for the diamond indenter [131], then the mean contact pressure will range 

between 2.87-12.85 GPa which is higher than that of the stress required to initiate the 

transformation from austenite to martensite, leading to transformation toughening during 

testing. For indentation testing, where E = 600 GPa, and v = 0.26, the mean contact pressure 

was found to range between 11.64-18.73 GPa for the given indentation loads. Lastly, for 

single particle impact (based on WC and Ni-P values above), the pm was found to range 

between 460-600 MPa and therefore is high enough to initiate the reversible transformation 

as well.  

By examining the coatings under SEM, it was noticed that in many cases, cracks would not 

be deflected or bridged by the particles, rather they would surround the particles without 

ever coming into contact with the second phase. It is believed that this is due to a 

compression field that is generated around the particles whilst undergoing a volumetric 

change due to the stress induced martensitic transformation from austenite to martensite.  

This compression force can cause the cracks near the particles to close, providing evidence 

of transformation toughening. This is important in order to avoid crack propagation and 

has been seen in ZrO2 alloys that are capable of undergoing the same martensitic 

transformation [132, 133, 134]. Evidence of transformation toughening was seen under 

several different conditions, including micro-Vickers indentation as well as single particle 

impact.  

An example of this can be seen in the 6.07 wt.% NiTi coating under 50 g micro-Vickers 

load in Figure 4-54. During indentation, the stresses generated are high enough to initiate 

cracking and the reversible martensitic transformation. As the indenter moves further into 

the material and the crack tries to propagate, the superelastic NiTi particles are 

simultaneously undergoing a volumetric change caused by the increase in stress. This 

distortion in crystal lattice results in a compressive strain field surrounding the particles, 

and thus as the cracks try to propagate further, they are stopped and even closed by this 

field.  
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Figure 4-54 Example of transformation toughening in coating cross-section initiated 

by micro-Vickers indentation loads 

This mechanism was also seen under single particle impact, as shown in Figure 4-55. As 

the particle shown is within the impact site, it is likely that the compression force discussed 

in section 4.5.1 worked in combination with transformation toughening to close the crack 

shown. The fact that the cracks are surrounding the superelastic NiTi particle (insert of 

Figure 4-55) provides a strong indication that a compression field around the particle 

prevents the cracks from propagating through this field. When a crack attempts to 

propagate through or near a particle, the tensile stress is high enough around the crack such 

that the transition stress is reached, and the particle undergoes a change from austenite to 

martensite.  
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Figure 4-55 Closed crack network surrounding NiTi particle in 6.07 wt.% NiTi 

composite coating 

All toughing mechanisms outlined above from superelastic NiTi have the ability to absorb 

crack propagation energy, diminishing the energy at the crack wake that normally would 

result in major cracking in the matrix. These mechanisms have been found to work 

simultaneously which amplifies the toughening effect further. 
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5 Conclusions and Recommendations 

 

In the present work, electroless Ni-P coatings with 5.14 wt.%, 6.07 wt.%, and 7.02 wt.% 

nano-NiTi additions were successfully plated on API X100 pipe steel. The addition of these 

ductile reinforcements results in toughened coatings which hinder major crack propagation 

through the electroless Ni-P matrix. To characterize the coatings, the following tests were 

conducted: 

1. Characterization of as deposited coating (XRD, SEM, EDS, profilometry) 

2. Scratch testing under constant load single pass, constant load multi-pass, and 

increasing load conditions 

3. Hertzian indentation testing under a varying amount of loads 

4. Single particle impact at varying angles and velocities 

5. Bend testing at 2.5 mm deflection 

Characterization of these composite coatings showed presence of the austenitic superelastic 

phase, excellent bonding and uniform coating thickness. The addition of second phase 

particles resulted in an increase in surface roughness of the coatings. Therefore, a fine 

polish prior to use is necessary for these coatings in industrial applications to limit stress 

concentrations and in turn the initiation of cracks. Hardness, elastic modulus, and bend 

strength were all found to decrease with the addition of superelastic particles, therefore 

enhanced toughness of these coatings comes at the expense of strength and hardness.  

It was found that scratch and indentation behaviour of the composite coatings are superior 

to that of the monolithic Ni-P coating due to increased cracking resistance. Addition of 

superelastic NiTi was found to decrease crack density and length, with pile-up observed 

adjacent to the wear track or indentation site, indicative of both ductile and brittle 

behaviour. Composite coatings showed higher material removal under larger loads and 

sliding distances as a result of lower hardness in comparison to the monolithic coatings. 

AE signals confirmed major cracking events within the monolithic coating (high noise 

signals) and micro-cracking events within the composite coatings (low noise signals). 
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Single particle erosion testing revealed evidence of a combination of both ductile and brittle 

erosion mechanisms with cracking and pile-up being present near the indent sites. Coatings 

containing 6.07 wt.% NiTi exhibited ductile behaviour in terms of material removal 

(highest at lower angle impacts) while the other coatings showed brittle behaviour with 

highest material removal at normal impact. Therefore, the optimal concentration for erosive 

conditions was the 6.07 wt.% NiTi coatings which showed enhanced toughness.  

 Bend test showed that the addition of superelastic NiTi delayed the onset of major cracking 

of the coatings in comparison to monolithic coating, however delamination occurred 

sooner due to the high stresses within the coating. This was confirmed with high noise AE 

signals and evidence in optical images. Therefore, for applications requiring similar 

conditions as were tested, concentration of NiTi should be kept low to prevent debonding 

of the coating.  

Evidence of crack bridging, arresting, deflection, micro-cracking, and transformation 

toughening was observed in the coatings under the aforementioned testing conditions. As 

a result, these composite coatings successfully toughen the otherwise brittle Ni-P matrix, 

making them ideal for applications where high dent resistance is required.  

It is recommended that the following work be done to further the understanding of the 

behaviour of these newly developed composite coatings: 

1. Corrosion and erosion-corrosion resistance must be examined and compared to 

monolithic Ni-P coatings 

2. Production of stand-alone coatings to determine coating properties without 

influence of a substrate 

a. Tensile testing of stand-alone coatings to determine mechanical properties 

b. Notched testing to determine fracture toughness  

3. Annealing of composite coatings  

a. Examination of effect of annealing on residual stresses 

b. Effect of residual stress relaxation on hardness and wear resistance  

c. Precipitation of phases at various temperatures and the effect on coating 

properties 
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Publications produced from the present work include:  

Accepted: 

MacLean, M. et al., “Fabrication and investigation of scratch and indentation behaviour of   

new generation Ni-P-nano-NiTi composite coating for oil and gas pipelines,” Wear, vol. 

425-427, pp. 265-276, 2019.  

Under Review: 

MacLean, M. et al. “Erosion and toughening mechanisms of electroless Ni-P-nano-NiTi 

composite coatings on API X100 steel under single particle impact”, Tribology 

International  

Conference Presentation: 

“Fabrication and investigation of scratch and indentation behaviour of   new generation Ni-

P-nano-NiTi composite coating for oil and gas pipelines”, Poster Presentation, 22nd Wear 

of Materials Conference, Miami Florida, April 14-18, 2019 
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Appendix A – Scratch Behaviour 

 

Figure 0-1 Acoustic emission signals under 0.5 kg constant load for Ni-P, 5.14 wt.% NiTi, 

6.07 wt.% NiTi, and 7.02 wt.% NiTi coatings 

 

 

 

 

Figure 0-2 Acoustic emission signals under 2 kg constant load for Ni-P, 5.14 wt.% NiTi, 

6.07 wt.% NiTi, and 7.02 wt.% NiTi coatings 

 

Figure 0-3 Acoustic emission signals under 4 kg constant load for Ni-P, 5.14 wt.% NiTi, 

6.07 wt.% NiTi, and 7.02 wt.% NiTi coatings 
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Appendix B– Indentation Behaviour 

  

  

  

Figure 0-4 Indentation surfaces and load-depth-AE curves under 1000 N (top), 1500 N 

(middle) and 2500 N (bottom) for monolithic Ni-P coating 
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Figure 0-5 Indentation surfaces and load-depth-AE curves under 1000 N (top), 1500 N 

(middle) and 2500 N (bottom) for 5.14 wt.% NiTi coating 
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Figure 0-6 Indentation surfaces and load-depth-AE curves under 1000 N (top), 1500 N 

(middle) and 2500 N (bottom) for 6.07 wt.% NiTi coating 
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Figure 0-7 Indentation surfaces and load-depth-AE curves under 1000 N (top), 1500 N 

(middle) and 2500 N (bottom) for 7.02 wt.% NiTi coating 
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Figure 0-8 Indentation cross-sections of 6.07 wt.% NiTi (left) and 7.02 wt.% NiTi (right) 

coating  
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Appendix C – Erosion Behaviour 

  

Figure 0-9 SPE indents for 5.14 wt.% NiTi coating 

 

Figure 0-10 SPE indents for 6.07 wt.% NiTi coating 

35 m/s, 30 ° 
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35 m/s, 60 ° 35 m/s, 45 ° 

52 m/s, 45 ° 52 m/s, 60 ° 

35 m/s, 45 ° 35 m/s, 60 ° 35 m/s, 90 ° 

52 m/s, 45 ° 52 m/s, 60 ° 
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Figure 0-11 SPE indents for 7.02 wt.% NiTi coating  

35 m/s, 90 ° 52 m/s, 45 ° 52 m/s, 60 ° 

35 m/s, 60 ° 35 m/s, 45 ° 35 m/s, 30 ° 


