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ABSTRACT
The Meguma Supergroup in Nova Scotia contains abundant sulphide minerals that potentially
can cause acid rock drainage (ARD), which is environmentally damaging and expensive to
ameliorate. The problem is most intense in the basal Halifax Group where a well-defined suite
of sulphide minerals is dominated by monoclinic pyrrhotite and lesser pyrite. Meguma rocks
also contain hexagonal pyrrhotite, arsenopyrite, chalcopyrite, galena, and sphalerite. These
occur in different textures, sizes, orientations, or mineral associations, depending on such factors
as rock type, stratigraphy, composition, structure, and metamorphism.
This project investigated the relative rate of chemical and microbially assisted oxidation of a
selected suite of sulphide minerals. Six pairs of polished thin sections containing a wide
selection of sulphide minerals and textures were oxidized in a controlled laboratory experiment
with two treatments. One thin section of each pair was placed in a natural uncultured sample of
ARD collected from a quarry near the Halifax International Airport (pH between 3.62 and 3.76).
The matching thin section of the pair was placed in ARD (pH = 3.16) from the same source but
double filtered at 0.2 microns to remove bacteria. Surface changes were monitored regularly
and documented with photomicrography, and final surface characteristics were documented in
detail with the SEM. Tarnish (colour changes} and etching of pits, cracks and polishing
scratches were interpreted as oxidation. Photomicrographic evidence indicates a significant
difference between the treatments. In general, sulphide minerals exposed to unfiltered,
biologically active ARD oxidize faster than in filtered ARD. In the microbial treatment, the
relative degree of oxidation among sulphides was galena > hexagonal pyrrhotite > monoclinic
pyrrhotite > anhedral pyrite >> arsenopyrite, sphalerite > euhedral pyrite > chalcopyrite. In the
sterile treatment, the relative degree of oxidation was galena > anhedral pyrite > monoclinic
pyrrhotite>> hexagonal pyrrhotite, sphalerite, arsenopyrite> euhedral pyrite> chalcopyrite.
This study confirms the essential role played by biological agents in ARD, but also shows that
sulphide mineralogy, texture, grain orientation and geology must be considered in the evaluation
of ARD potential in Meguma rocks.
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CHAPTER 1: INTRODUCTION

1.1 Thesis Statement and Scope
Two questions are explored in this thesis. Firstly, do bacteria in acid rock drainage (ARD)
substantially increase the rate of oxidation of sulphide minerals in the Meguma Supergroup, Nova
Scotia, or are they simply opportunistic of the extreme geochemistry? Secondly, what is the
relative order of oxidation among the following sulphide minerals: monoclinic pyrrhotite (Fe7S 8),
hexagonal pyrrhotite (Fe 9S 10), pyrite (FeS 2), arsenopyrite (FeAsS), chalcopyrite (CuFeS 2), galena
(PbS) and sphalerite (ZnS)?
This study is significant because there are no previous studies on the role of a natural
sample of microorganisms in sulphide oxidation in rocks of the Meguma Supergroup, Nova
Scotia. The use of a natural uncultured sample of organisms associated with ARD is unusual
because most previous studies use cultured, isolated strains such as Thiobacillus ferrooxidans, T.

thiooxidans, or T. thioparus, etc. (see Table 2.3 for more bacterial species studied). Therefore,
results of these previous studies may not be applicable to oxidative behaviour in a more complex
microbial environment. The conditions chosen in this experiment are intended to approximate
reality, so that as much as possible the sulphide minerals and organisms behave as they would in
"nature." The results provide new insights into the oxidation process of sulphide minerals in Nova
Scotian rock, and hopefully will help in preventing ARD.

1.2 Introduction to Acid Rock Drainage (ARD) with Examples in Nova Scotia
When a metallic sulphide mineral (especially with iron; Strumm and Morgan, 1970)
oxidizes in the presence of oxygen and water, it produces sulphuric acid and releases a metallic
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ion into solution (section 2.3). In nature, this reaction produces acid rock drainage (ARD), also
called acid mine drainage (AMD) because it is commonly associated with sulphide-bearing mine
waste. Because weathering generally outpaces erosion, the acid production is not a problem
unless the fresh rock is disturbed by human influence, rapidly exposing sulphides to an oxidizing
environment (the Earth's surface). In Nova Scotia, the problem is exacerbated by the slow
development of soil and the deep abrasion caused by the last glaciation. Common disturbance of
sulphide-bearing material includes mining, highway and road construction, quarrying, and
industrial or urban development such as the digging of trenches and foundations (Hennigar and
Gibb, 1987). All have created ARDin southern Nova Scotia. In the past, slate has been used in
many construction activities because it is cheaper to excavate than quartzite, due to its easy
fracture along cleavage planes, and because it is widespread in southern Nova Scotia, close to
many areas of rapid development. A few examples of human activities that have triggered severe
ARDin Nova Scotia include: (1) construction of and improvements to the Halifax International
Airport, located on sulphide-rich black slate at the headwaters of three major drainage basins
(Lund et al., 1987; King and Hart, 1987; Pa5ava et al., 1995); (2) mine tailing sites (Lund et·al.,
1987); (3) highway construction near Petpeswick Lake, Halifax County, which disrupted black
slates (Jacques, Whitford and Associates Ltd., 1990); and (4) disposal of foundation excavations
from Park Lane Mall in Bayers Lake Industrial Park, Halifax (Sadler, 1991).
Not only are rivers and lakes contaminated with sulphuric acid (H2S04), but the acid
leaches major elements (e.g. Fe, Mn, Al, As) and toxic metals (e.g. Pb, Cu and Zn) from the
rocks, producing a toxic leachate (Nordstrom, 1982). After a rain, the pH in a stream draining an
acid drainage site can drop rapidly and dramatically (e.g. through a range of 2.5 pH units in
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Biscuit Brook, Nova Scotia; Pettipas, 1979), surpassing the tolerance of much aquatic life of
approximately 0.2 pH units per day (Pettipas, 1979). Table 1.1 compares some chemical
concentrations found in ARD from the waste rock pile at the Halifax International Airport (HIA)
to the maximum tolerance for fresh water aquatic life, of which some species are economically
significant (eg. fish hatcheries; Thompson, 1978). Other problems with ARD include public water
supply contamination resulting in closures, private well contamination, and damage to engineering
works (Hennigar and Gibb, 1987). An aquatic ecosystem may take months to recover, even if the
pulse of acid runoff passes fairly quickly. The damage has already been done, and some rivers and
lakes may only recover in years. In addition, sulphide-containing rocks can continue to produce
ARD for tens to hundreds of years (Ritchie, 1994; Gould et al., 1994) once the oxidation process
has begun. This is a tremendous length of time in terms of the effort and cost of remediation.
Interest in ARD research is most often driven by environmental damage and the expense
of remediation, especially at mine sites (Alpers and Blowes (eds.), 1992; Jambor and Blowes
(eds.), 1994). In Nova Scotia, various remediation techniques have been tried with only partial

Table 1.1: A chemical comparison of fresh ARD from the HIA (Lund, 1987) with tolerance limits
of freshwater aquatic life (Canadian Water Quality Guidelines, 1987). Compiled by Robinson
(1996).

HALIFAX INTERNATIONAL AIRPORT

LIMITS FOR FRESHWATER
AQUATIC LIFE

Fe = 3 800 mg/L

Fe= 0.3 mg/L

AI= 3 247 mg/L

AI = 0.005 - 0.1 mg/L

so4 = 27 000 mg/L

S04= (?)

pH 2.4- 3.2

pH 6.5-9.0
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success, including settling ponds (Lund, 1987), lime dumping (Worgan, 1987), fertilization
(Kerekes et al., 1984), addition of peat (Roberts, 1986), construction of a wetland vegetated
system (Silver, 1988), sealing exposed rock surfaces with clay or asphalt to remove the source of
oxygen (air) and discourage aerobic organisms (Thompson, 1978), or capping the rock with
shotcrete as at Petpeswick Lake (Jacques, Whitford and Associates Ltd., 1990). None of these is
as satisfactory a solution as prediction and prevention.

1.3 Introduction to the Meguma Supergroup with Respect to Sulphide Occurrence
Southern Nova Scotia is underlain by a very thick Cambro-Ordovician siliciclastic
sequence known as the Meguma Supergroup (Schenk, 1995). This body of rock covers
approximately 200 000 km2, extending beneath the Scotian Shelf to the south, and underlying
parts of the continental shelf in addition to subaerial southern Nova Scotia (Schenk, 1995). The
unit has been studied by several workers and the stratigraphic nomenclature is controversial.
Table 1.2 lists the nomenclature favoured by various authors. This thesis uses the terminology
proposed by Schenk (1995): the Meguma Supergroup. Figure 1.1 is a map of southwestern Nova
Scotia showing the distribution of the Meguma Supergroup.

1.3.1 The Goldenville and Halifax Groups
The Goldenville Group was deposited as a sand-dominated, thickly stratified flysch
(Schenk, 1970). The overlying Halifax Group was deposited as a shale-dominated, thinly
stratified flysch (Schenk, 1970). Both groups contain evidence of turbidites, but the Goldenville
appears proximal and the Halifax distal (Walker, 1967, cited in Schenk, 1970). The minimum
thickness of the Meguma Supergroup has been estimated by Schenk ( 1970) to be approximately

Table 1.2: Nomenclature of the Meguma Lithologies

Southern NS

Southern NS

Tancook Island area of
Mahone Bay

Beaverbank Highway

Southern NS

Ami ( 1900, cited in
Schenk, 1995)

Woodman (1904, cited
in Schenk, 1995)

O'Brien (1986)

Ryan et al. ( 1995)

Schenk ( 1995)

Meguma Series

Meguma Group
Halifax Formation
Feltzen Member
Cunard Member
Green Bay Formation
Mosher's Island Member
Tancook Member
Goldenville Formation
New Harbour Member

Meguma Group
Halifax Formation
Glen Brook Unit
Rawdon Unit
Beaverbank Unit
Goldenville Formation
Steve's Road Unit
Lewis Lake Unit
Long Lake Unit
Mt. Uniacke Unit
Undivided Goldenville

Meguma Supergroup
Halifax Group
Rockville Notch Formation
Delanceys Formation
Feltzen Formation
Cunard Formation
Mosher's Island Formation
Goldenville Group
West Dublin and Tancook
Formations
Risser's Beach Formation
New Harbour Formation

Halifax Formation

Goldenville Formation

N

I

X
D
0

50km

Sample location
Granitic Rocks

Meguma Supergroup:
•

Halifax Group

I I
i

Goldenville Group

Figure 1.1: Geological map of the Meguma Supergroup in Nova Scotia (modified from the
Geological Map of Nova Scotia (1979), NS Department of Mines and Energy).
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14 km, 7 km each for the Goldenville and Halifax Groups.

1.3.2 The Goldenville-Halifax Transition Zone
At the contact between the Goldenville and Halifax Groups there is a characteristic
lithology that has been referred to as Goldenville-Halifax transition zone, or GHT, by Zentilli et
al. (1986). This zone includes a calcareous argillite unit enriched in metals, "spessartine
quartzites," (formed from Mn carbonate during regional metamorphism), and sulphide minerals
(Graves and Zentilli, 1988). The upper levels of the GHT are characterized by black
carbonaceous slate rich in sulphide minerals (Graves and Zentilli, 1988; Waldron, 1992). In the
Mahone Bay area, the calcareous argillite unit has been named the Mosher's Island Formation and
the black slate the Cunard Formation (O'Brien, 1986, modified by Schenk, 1995). The GHT
varies widely in thickness, from approximately 35 to 45 m at Eastville (Binney et al., 1986) to 2
km at Mahone Bay (O'Brien, 1986).

1.3.3 Mineralogy and Geochemistry
Sulphide minerals vary substantially in concentration throughout the Meguma Supergroup,
with the main phases consisting of pyrite and/or pyrrhotite, with minor amounts of other sulphides
(mainly chalcopyrite and arsenopyrite). At Eastville, the sulphides present (in decreasing
abundance) are pyrrhotite, pyrite, sphalerite, galena, chalcopyrite and arsenopyrite (Binney et al.,
1986). At the Halifax International Airport (HIA) 4-C monoclinic pyrrhotite, pyrite, marcasite,
arsenopyrite and chalcopyrite are the major sulphides (Pa5ava et al., 1995). A third example is the
Cunard Formation in the Mahone Bay area described by O'Brien ( 1986) to be "pyritiferous."
Overall, pyrrhotite abundance in the Halifax Group has been shown to correlate with large-scale
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aero-magnetic anomalies (McGrath, 1969; Cameron and Hood, 1975; Schwarz and Broome,
1994).
Geochemical studies (Zentilli et al., 1986; Macinnis, 1986) have shown that lithological
divisions in the Meguma Supergroup have characteristic whole rock chemistries. The GHT, for
example, is recognizable by its anomalous enrichment inS, Mn, C, Ba, Pb, Zn, Cu, Mo, W, and
Au in comparison to the surrounding Meguma rocks and other units within the GHT (Graves and
Zentilli, 1988).

1.3.4 Structure and Metamorphism
Exposure of the sulphide-rich GHT is increased by folding of the Meguma Supergroup
into tight anticlines and synclines, as seen on a geologic map (e.g. Keppie, 1979). These largescale folds are parallel to the length of Nova Scotia (roughly NE-SW) with continuous axial traces
100 km or more in length. The repetitive outcrop pattern exposes a very large area of sulphidebearing rocks throughout the province that make ARD a generalized problem.
Although pyrrhotite is distributed mainly in bedding planes, in many areas regional
deformation has mobilized it and transposed its orientation into the slaty cleavage (Binney et al.,
1986; Macinnis, 1986; PaSava et al., 1995; Robinson, 1996). This means that when the rock is
blasted, it may break along the cleavage plane, exposing sulphides preferentially. This fact makes
sulphides particularly vulnerable to oxidation.
Metamorphism is another factor affecting sulphide minerals. Regional metamorphism at
greenschist facies, the prevalent grade throughout south-central Nova Scotia (Keppie and
Muecke, 1979), caused replacement of pyrite with pyrrhotite in elongate 1-10 mm sulphide blebs
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at Eastville (Binney et al., 1986), increasing the relative abundance of pyrrhotite. Also,
hydrothermal sulphide-rich quartz veins in the Meguma Supergroup (O'Brien, 1985) provide an
additional source for sulphide exposures. Late Devonian and Early Carboniferous contact
metamorphism in the hornblende hornfels facies (Keppie and Muecke, 1979) also affects sulphide
mineralogy and texture; ARD problems do exist within Halifax Group rocks of the contact
aureole (Robinson, 1996; Robinson and Fox, 1996).

1.4 Sample Localities
Six samples were selected from throughout the Meguma Supergroup (Fig. 1.1, Table 1.3)
to represent most of the common sulphide minerals that occur, with a variety of textures. Sample
descriptions are presented in Section 3.2.1.

1.5 Methodology
The thesis work was developed in two main inter-related parts. 1) A review and critical
analysis of previous studies of acidophilic bacteria associated with ARD. This review gives the
identification and metabolism of many species potentially present in ARD, some chemical
reactions involved, and a discussion considering the possible causal effect of bacteria in ARD
formation. 2) An oxidation experiment that compared the relative oxidation rates of sulphide
minerals in polished thin sections between two ARD samples from the same source, one with a
natural sample of bacteria, and the other sterile. The progress of oxidation was monitored
visually and documented with photomicrographs taken in reflected light. The final surface
appearance was also documented with the SEM.

Table 1.3: Sample localities
Sample#

Stratigraphic Position

Location

UTM Coordinates
(Easting, Northing)

collected by

RJ-96-001

Halifax Group
(Cunard Formation)

Tancook Island

(406 900, 4 924 200)
grid zone 20

Don Fox

RJ-96-002

Goldenville Group
(Montreal Slate Belt)

Mt. Uniacke slate pile

(436 200, 4 974 950)
grid zone 20

Don Fox

RJ-96-003

Goldenville Group

Caribou Drill Core: Sherritt Gordon Bruckner
Lake 89-5A (core box 103, 587.2m depth)

CR-95-002

Halifax Group

near the Bayers Lake Industrial Park (along the
Bicentennial Highway)

CR-95-016

GHT (Black Slate)

Eastville core (Drill Hole 18)

BH-20-1

Halifax Group

HIA drill core

Don Fox
(447 850, 4 943 400)
grid zone 20

Don Fox
Clare Robinson

(459 000, 4 969 500)
grid zone 20

Rachel Jones

UTM coordinates estimated from 1:50 000 scale NTS sheets of the Dept. of Energy, Mines, and Resources.

0
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1.6 Organization
Following this introduction, Chapter 2 contains a comprehensive review of previous
studies of acidophilic bacteria associated with ARD with special consideration given to their
possible causal effect. Chapter 3 discusses the design of the oxidation test, including previous
work, sulphide sample preparation, bac.teria sample preparation, laboratory setup and procedure.
Chapter 4 gives the results and discussion sections. Chapter 5 gives conclusions,
recommendations and future work. Appendix A contains data from the microprobe, Appendix B
contains three water chemistry analyses: ARD before the experiment, ARD after oxidation of
sample CR-95-016 in the microbial treatment, and ARD after oxidation of the same sample in the
sterile treatment, and Appendix C contains an XRD pattern of hexagonal pyrrhotite from sample
RJ-96-003.
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CHAPTER2:
THE ROLE OF BACTERIA IN THE OXIDATION OF SULPIDDE MINERALS

2.1 Brief Introduction to Microbiology
The field of microbiology is extremely broad, and a complete introduction is far beyond
the scope of this thesis. The reader should refer to an introductory text such as Microbiology
(Prescott et al., 1996) for further information. However, this being an Earth Science thesis, it is
appropriate to offer a brief introduction to this complex field.
Microbiology is a relatively new discipline which developed with the invention of the
microscope. Any organisms that are small enough to require a microscope for viewing are
considered "microbes" or "microorganisms." Thus a tremendous biological diversity is
represented by these terms.
Before giving an overview of this diversity, a few terms are defmed. "Bacteria" is the
common name for organisms in the Kingdom Monera. These organisms are single cells with no
nucleus (see Fig. 2.1: a generalized bacterium). All cells with nuclei are classified within the four
other kingdoms listed below. Nucleated cells are called 'eukaryotes' (Gr. prep. eu true, nice,
beautiful; n. karyon kernel (Raven and Johnson, 1992)), and non-nucleated cells are called
'prokaryotes' (Gr. pro before (Raven and Johnson, 1992)). Table 2.1 gives the distinguishing
characteristics of prokaryotes and eukaryotes, as explained by Raven and Johnson ( 1992).
The currently accepted classification of all organisms (except viruses) consists of five
kingdoms: Monera or Procaryotae (unicellular prokaryotes), Protista (unicellular or colonial
eukaryotes), Fungi (mainly multinucleate eukaryotes), Plantae (multicellular autotrophic
eukaryotes), and Animalia (multicellular heterotrophic eukaryotes) (Raven and Johnson, 1992).
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Table 2.1: Prokaryotes vs. Eukaryotes
(modified from Raven and Johnson, 1992)

PROKARYOTES

FEATURE

I

I

EUKARYOTES

I

nucleus

no

true, membrane bound

membrane-bound
organelles

no

yes

microtubules

no

yes

flagella

simple, rigid

complex, flexible

DNA

1) does not bind with proteins
2) in a single ring

1) binds with proteins
2) in multiple chromosomes

cell wall

almost always present, contains
muramic acid

sometimes present, muramic acid
never present, walls made of
cellulose fibres, polysaccharides and
protein

genetic recombination

via plasmids or transposons

meiosis

duplication

binary fission

mitosis

size

approximately 2 11m

5 to 10 f1m, some much larger

I
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Microbiology covers the study of Monera, most members of Protista, and some members of
Fungi. A number of other classifications have been proposed involving six or eight kingdoms, but
the newest proposal by Weese et al. (1990, cited in Raven and Johnson, 1992) consists of only
three domains: archeae (archaeobacteria), bacteria (eubacteria) and eucarya (eukaryotes), where
the first two contain organisms previously classified as Kingdom Monera, and the last one groups
the other four kingdoms together. This classification is based on rRNA sequence comparisons to
create a phylogenetic tree (Fig. 2.2) where the length of a line represents the number of
differences between groups of organisms and branches represent diversification from a common
ancestor. This approach shows that there is a greater difference between archaeobacteria and
eubacteria than between archaeobacteria and eukaryotes, or between plants and animals.
Despite common misconceptions, sulphur- and iron-oxidizing bacteria are not groupings
based on phylogeny, but on similarities in living conditions and metabolism. There are sulphurand iron-oxidizing bacteria among both eubacteria and archaeobacteria.

2.2 Types of Bacteria Associated with ARD

2.2.1 Metabolism
Metabolism is a word that encompasses all the chemical reactions (organic and inorganic)
in an organism involved in the gathering of energy and building blocks needed for maintenance,
growth and reproduction. The energy collection process is described in great detail in Prescott et

al. ( 1996). Summarizing briefly, an energy source donates an electron with a certain amount of
energy. This electron follows a series of proteins called the "electron transport chain," losing a
little energy at each step, and is finally deposited on an electron acceptor (such as 0 2 or Fe 3+).
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Figure 2.1: A generalized bacterium (from Gould et al., 1994).
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Archaeobacteria
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Figure 2.2: Phylogenetic tree of life based on rRNA sequence compprisons (Olsen and
1993. cited in Prescott eta/.• 1996)
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Some of these proteins in the chain use the electron's energy to pump protons from one side of a
membrane to another, setting up a proton gradient. The gradient passively drives the formation of
chemical bonds (connecting phosphate groups to adenosine triphosphate) that can be broken later,
releasing the stored energy to drive normal cellular reactions. This is common to all organisms,
but the initial source of energy varies, as does the reductant and carbon source. The metabolism
(abbreviated as the suffix "-trophy") of sulphur- and iron-oxidizing bacteria involves a chemical
energy source (abbreviated as the prefix "chemo-") instead of light energy ("photo-"), they use
inorganic electron donors ("litho-") instead of organic ("organo-") and they reduce their own
carbon from C02 ("auto-") instead of assimilating carbon from other organisms ("hetero-").
Therefore, sulphur- and iron-oxidizing bacteria are said to be "chemolithoautotrophic" (in
comparison, humans are "chemoorganoheterotrophic"). Specifically, these bacteria can oxidize
(remove electrons from) reduced sulphur compounds or ferrous iron, and reduce (add electrons
to) molecular oxygen. Also, the bacteria Thiobacillusferrooxidans (Nordstrom, 1982), T.

thiooxidans and Sulfolobus acidocaldarius (Brock and Gustafson, 1976, cited in Nordstrom,
1982) can use ferric iron as an electron acceptor in the absence of oxygen. If the replacement of
0 2 with Fe 3+ does not affect the catalytic effect of the bacteria in the oxidation of sulphides, this
could have major implications for remediation techniques that involve anoxic conditions
(Nordstrom, 1982).
Due to the small amounts of energy available from inorganic sources such as reduced
sulphur compounds or ferrous iron (Table 2.2), bacteria need to process large amounts of
material. This means that ferric iron precipitates and oxidized sulphur are produced far in excess
of cellular substance (Lundgren and Dean, 1979). This has implications for the rate of sulphide
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group
hydrogen bacteria
carboxydobacteria ·
sulfur bacteria
iron bacteria
ammonia oxidizers
nitrite oxidizers

ATP-yielding reaction
H2 + !02 -+ H20
CO + -!02 -+ C02
S2 + 202 -+ s~S0 + 1-!02 + H20-+ Soi- + 2H+
3
Fe 2+ +
2 + H+-+ Fe + + !H2 0
NHt + 1-!02-+ NOi + 2H+ + H20
N02 + !02 -+ NO)

to

17

kJ I reaction

-237.2
-257.1
-794.5
-584.9
-44.4
-270.7
-77.4

( -56.7)
( -61.5)
( -189.9)
(-139.8)
( -10.6)a
( -64. 7)
(-18.5)

-237.2
-257.1
-198.6
-195.0
-88.8
-90.2
-77.4

( -56.7)
(-61.5)
(-47.5)
( -46.6)
( -21.2)a
( -21.6)
(-18.5)

"~G 0 ' values for pH 0 are given; iron bacteria can grow at acidic pH values only; the ~G 0 ' value for pH 7 would be

-4 kJ/reaction. Kcal values in parentheses.

Table 2.2: Reactions that produce energy for chemolithoautotrophs (from Gottschalk, 1986).
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oxidation and detection of the presence of bacteria (see Sections 2.4 and 4.1.4).

2.2.2 Species Potentially Present in ARD Environments
Table 2.3 lists a number of types of acidophilic bacteria found in ARD and their specific
growth conditions. Thiobacillus ferrooxidans is the one most studied, but that does not
necessarily mean it is the most important in every situation. For example, T. prosperus has almost
exactly the same general requirements as T. ferrooxidans, but is extremely halotolerant. It can
·thrive in salt concentrations up to 3.5% (Holt et al., 1994). Some ARD remediation techniques
involve the addition of salt with the intention of thwarting the growth of T. ferrooxidans
(McCready, 1987), but this salt would have much less effect on T. prosperus.
A given site is neither limited to nor must include all the bacteria types listed here. ARD
ecosystems vary substantially from site to site, depending on such factors as climate (e.g.
temperature and rainfall), sulphide and matrix characteristics, elapsed time since first sulphide
exposure, identity and activity of coexisting organisms (including interdependence or predatorprey relations), pH, Eh, or water chemistry (e.g. Ralph, 1979; Nordstrom, 1982; Evangelou and
Zhang, 1995; Leduc and Ferroni, 1993; Gould et al., 1994). Figure 2.3 shows the optimal pH and
Eh conditions of a number of genera of iron-oxidizing bacteria. In addition to any of the sulphur
or iron oxidizing bacteria in Table 2.3, it is well established that an ARD ecosystem may include
acid- and metal-tolerant heterotrophic bacteria, fungi, yeasts, algae, and protozoa (Ralph, 1979,
and references therein). Each bacterium has specific nutritional and habitat needs that vary
between species, and even between different strains within a species (Leduc and Ferroni, 1993).
Given this biotic complexity and the infinite combinations of conditions, it is clear that each ARD
site will likely host a different set of microorganisms that are best suited to those conditions

Table 2.3: Bacteria Potentially involved in Acid Rock Drainage (references below) and their conditions of growth (Holt et al., 1994)

oc

Name and reference

trophy

electron donor > electron acceptor

pH
range

Trange

Thiobacillus fe rrooxidans
( 1,2,3,4,5,6)

obligately
chemolithoautotrophic

reduced S compounds or ferrous iron >
0 2 or Fe3+ (4)

2-4

30-35

<1%

T. cuprinus (1)

facultatively
chemolithoautotrophic

reduced S compounds or organic or
sulphides > 0 2

3-4

30-36

?

T. thiooxidans (1 ,2,4)

obligately
chemolithoautotrophic

sulphur > 0 2 or Fe 3+ ( 4)

2-4

25-30

?

T. acidophilus (4)

facultatively
chemolithoautotrophic

reduced S and organic compounds >
02

2-4

25-30

?

T. prosperus (6)

obligately
chemoli thoautotrophic

reduced S compounds > 0 2

1-4

30-35

<3.5%

T. albertis (7)

obligately
chemoli thoautotrophic

reduced S compounds > 0 2

2-4

25-30

?

Leptospirillum
ferrooxidans (1, 6)

obligately
chemolithoautotrophic

ferrous iron, sulphides > 0 2

1.5-4.0

moderately
thermophilic

?

Metallogenium spp. (8,9)

chemoorganotrophic or
parasitic on fungus

manganous compounds leached from
Mn(II) minerals > 0 2

6-8

up to 80

?

Sulfolobus spp. (9, I 0)

lithotrophic and
organotrophic

sulphide, possibly

1-6

55-87

?

Sulfobacillus
thermosulfidooxidans (1 0)

facultatively
chemolithoautotrophic

Fe2+, sulphides, or S > 0 2

1.1-5.0

20-60

?

Acidianus spp.(10)

chemoli tho trophic

so > 0 2 (in presence of 0 2)
H2 > so (in absence of 0 2)

1-6

45-96

0.1-4%

1. Gould et al. (1994)
2. Blowes et al. (1995)

so > 0 2, Fe3+

NaCl
tolerance

3. Leduc and Ferroni (1993) 5. Silver et al. (1986)
7. Holt et al. (1994)
9. Ralph (1979)
4. Nordstrom (1982)
6. Pronk and Johnson (1992) 8. Ludgren and Dean (1979) 10. Ahonen and Tuovinen (1992)
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(Leduc and Ferroni, 1993). This fact has guided the decision to use a natural local sample of
ARD microbes in this thesis, as opposed to an artificially prepared mono-species culture. A great
deal of detailed work on this subject remains to be done for ARD sites in Nova Scotia.

2.3 Reactions of ARD Production: Biological and Chemical
As mentioned in Section 1.2, metal sulphide minerals oxidize in the presence of water and
oxygen or ferric iron, forming sulphuric acid and a metal ion. This reaction varies depending on
the type of sulphide, Eh, pH, and the presence or absence of bacteria. Following are some
examples of specific chemical reactions presented by various authors.
Pyrite oxidation can be described by the following four equations (Paine, 1987):
FeS 2 + 7/2 0 2 + H20 ----> Fe2+ + 2 SO/-+ 2 H+

(2.1)

Fe2+ + 5/2 H 20 + 114 0 2 ----> Fe(OH) 3 + 2 H+

(2.2)

Fe2+ + 1/4 0 2 + H+ ----> Fe 3+ + 112 H 20

(2.3)

FeS 2 +14 Fe 3+ + 8H20 ----> 15 Fe 2+ + 2 SO/-+ 16 H+

(2.4)

Equation 2.1 (pyrite oxidation by oxygen) can occur with or without bacteria; Equation 2.2
(oxidation of ferrous iron to a ferric precipitate) occurs with bacteria between pH 2.5 and 4.5, and
without bacteria above pH 4.5; Equation 2.3 (ferrous iron oxidation to dissolved ferric iron that is
used immediately in Equation 2.4) occurs mainly by bacteria at low pH, and Equation 2.4 (pyrite
oxidation by ferric iron) occurs without bacteria at low pH. Elemental sulphur is an intermediate
between reduced sulphides and sulphuric acid, and may form during either nonoxidative
dissolution, or partial oxidation of a sulphide (Ahonen and Tuovinen, 1992). Figure 2.4 illustrates
pyrite oxidation and the relationships between catalysts (bacteria), oxidizing agents and secondary
minerals.
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Figure 2.3: Plot of EhlpH preferred environments of some iron-oxidizing bacteria (from Lundgren
and Dean, 1979).

Figure 2.4: Reactions involved in pyrite oxidation, and the relationships between oxidizing
agents, secondary minerals and catalysts (from Nordsttom. 1982).
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Pyrrhotite oxidation is similar, with different element proportions (Kwong et al., 1995):
Fe 1_xS + (2- x/2) 0 2 + x H20 ----> (1 - x) Fe2++Sol-+ (2x) H+

(2.5)
(2.6)

Similar oxidation equations have been proposed for many other sulphide minerals including
chalcopyrite (Steger and Desjardins, 1978), galena (Silver et al., 1986; Garcia et al., 1995a), and
sphalerite (Garcia et al., 1995b).
Oxidation reactions of metal sulphides are exothermic (Gould eta/., 1994), meaning that
the products are at a lower energy state than the reactants, and the energy is released to make
heat. One way to think of the energy transfer is that it can either be used by bacterial metabolism,
or released as heat, or both.

2.4 Are Bacteria a Major Cause of ARD?
An important question in the study of ARD is how the process of acidification begins.

Microbe metabolism is specific to Eh and pH conditions, as explained above, and microbes may
also modify these conditions (Ralph, 1979). This leads to the idea proposed by Walsh and
Mitchell (1972) of a succession of microorganisms that colonize and alter the environment tintil
conditions are right for the next species. If Thiobacillus ferrooxidans is active only below pH 4
to 4.5 (Gould et al., 1994; Holt et al., 1994; Nordstrom, 1982; Walsh and Mitchell, 1972),
oxidation may begin at pH 7 with either Metallogenium spp. (Walsh and Mitchell, 1972) or purely
chemical reactions (Nordstrom, 1982), and as the pH dropped below 4, Thiobacillus could take
over. If Thiobacillus ferrooxidans is metabolically active at pH 7 (Kleinman and Crerar, 1979)
(perhaps the microenvironment near the sulphides is more acidic; Nordstrom, 1982) then it can
dominate the acidification process from the beginning (Kleinman and Crerar, 1979). In the initial
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stages, direct oxidation (see below) is important because ferrous iron would not yet have reached
·concentrations usable by iron-oxidizing bacteria. Nordstrom (1982) comments that whether
bacteria replace each other in succession and which species are responsible requires further study;
however, microbes from the soil such as Thiobacillus spp. or Metallogenium spp. are likely
candidates for ARD initiation.
Mechanisms of sulphide oxidation can be divided into two types: direct and indirect.
Direct oxidation of a mineral means that the oxidation reaction is triggered or accelerated by a
catalyst (bacterium or chemical) acting directly on the rilineral, whereas indirect oxidation involves
another step between the catalyst and the oxidation. In ARD, sulphur oxidizing bacteria act as
direct catalysts to sulphide oxidation, but iron oxidizing bacteria regenerate ferric iron from
ferrous iron (Lundgren and Dean, 1979), indirectly oxidizing the sulphides via the Fe 3+ (Ralph,
1979). Sulphides can also be oxidized without bacteria, directly by 0 2 or Fe 3+ from other
minerals. In either the biological or chemical case, the rate of regeneration of Fe3+ is a controlling
factor in the rate of the overall Fe 3+ catalysis reaction (Singer and Strumm, 1970). At moderate
pH (>4.5) spontaneous Fe3+ regeneration proceeds fairly quickly, so the energy from this reaction
is less useful to iron-oxidizing bacteria. However, at lower pH (2-4.5) spontaneous iron oxidation
is slow, and bacteria such as Thiobacillus ferrooxidans can catalyze Fe3+ regeneration 105-106
times faster than abiotic rates (Keenan, 1969, Lacey and Lawson, 1970; cited in Ralph, 1979).
Also, this could mean that a few bacteria could have a surprisingly strong effect on the oxidation
rate due to the large amounts ofFe2+ needed by bacteria (as mentioned in Section 2.2.1). Because
of the tremendous increase in rate, microbial indirect mechanism of sulphide oxidation by Fe 3+ is
certainly important at low pH (i.e. in ARD). Both direct sulphide oxidation by sulphur bacteria
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and indirectoxidation occur concurrently (Silverman, 1967, cited in Nordstrom, 1982).
One other mechanism of bacterially increased sulphide oxidation involves re-exposure, and
is described by Sanmugasunderam et al. (1987) and Ahonen and Tuovinen (1992). Sulphide
oxidation produces elemental sulphur that can accumulate on a mineral surface during purely
chemical oxidation. If this coating remained in place, it would retard further dissolution or
oxidation of the sulphide. However, if sulphur-oxidizing bacteria are present, they will oxidize the
elemental sulphur further to sulphuric acid, and re-expose the mineral surface to further attack,
indirectly increasing the mineral's oxidation rate.
Other acidophilic organisms may also indirectly increase the rate of sulphide oxidation
even though they do not use sulphur or iron for food. Chemolithoautotrophs need other nutrients
as well, such as nitrogen. Tsuchiya et al. (1974; cited in Ralph, 1979) found a mutualism between

Thiobacillus ferrooxidans and Beijerinckia lacticogenes (a nitrogen-fixing bacterium), meaning
that each grew better when the other was present. Other examples of species associations are

Thiobacillus spp. and Acidiphilium spp. (heterotrophic) (Davis and Beveridge, 1995), or
Thiobacillusferrooxidans and T. acidophilus (Arkesteyn, 1980b, cited in Nordstrom, 1982). As
a result, not only do chemolithoautotrophs cause or increase ARD formation, but associated
bacteria indirectly encourage the process by helping the sulphur- or iron-oxidizers. Predator
interactions also affect the other organisms present (McCready, 1987), and thus the sulphide
oxidation rate.
The evidence presented above provides a strong case for the causal effect of sulphur- and
iron-oxidizing bacteria and associated organisms in the formation of ARD, either by increasing the
rate of a reaction that may also occur spontaneously, or by indirect methods of sulphide
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degradation. A great deal more work needs to be done on the species, strains and associations of
organisms in ARD sites, especially in the relatively unstudied Meguma slates. Simply stated,
bacteria do actively contribute to ARD production.
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CHAPTER 3: DESIGN OF THE OXIDATION EXPERIMENT

3.1 Background
A number of studies have been performed that examine bacterially enhanced sulphide
oxidation (e.g. Ahonen and Tuovinen, 1992; Kwong and Lawrence, 1994; Sanmugasunderam et

al., 1987; Macinnis et al., 1994). This study differs from the others in two significant ways.
Firstly, it uses a natural uncultured mixed sample of bacteria without removing the coexisting
organisms (including algae and other protists); the sulphide-oxidizing bacteria were not isolated
or enriched in an artificial culture medium. Secondly, this is the first comprehensive study that
uses rock samples containing a variety of sulphide minerals from the Meguma Supergroup in
Nova Scotia. Also, it is now well known that a particular sulphide mineral (e.g. pyrite, FeS 2)
can oxidize at substantially different rates depending on such factors as grain size, texture, trace
element content, number and type of inclusions, or associated minerals (e.g. Kwong and
Lawrence, 1994; Borek, 1994). Simply stated, the oxidation rate and extent is site-specific, and
much detailed work remains to be done in this field with the Meguma Supergroup.

3.2 Experimental Setup and Procedure

3.2.1 Rock Sample Descriptions
Samples were selected to represent the major sulphide mineral types in the Meguma
Supergroup, with a variety of textures (refer to Fig. 1.1 and Table 1.3 for sample locations).
Sample RJ-96-001 (Fig. 3.1) contains mainly large (2mm) euhedral pyrite, uncommonly
fractured, with lacy rims of pyrite of the same composition. One bed in the thin section contains
anhedral pyrite with abundant lamellar inclusions too fine to probe, associated with chalcopyrite

IFfigllllrr~ 3. TI: RJ -Y6-(10 1. in~ident light. \\ idth 2 ocm . I argc
Minor ~halcopyrite. Halifax slat~ .

~· l dll:1.lral

p) rik dnd

\>IH.:

b~d

"' il·1 i!ilht.:Jrai

p: t i ~~

Chapter 3: Design of the Oxidation Experiment

28

and fine rims of oxides (Fig. 3.2).
Sample RJ-96-002 (Fig. 3.3) contains large (1-5mm) elongate arsenopyrite, slightly
fractured, with pressure shadows of quartz. A minor amount of subhedral pyrite is also present.
Sample RJ-96-003 (Fig. 3.4) is a vein of massive sulphide, mostly hexagonal pyrrhotite
(distinguished from monoclinic pyrrhotite by XRD analysis, Appendix C), with chalcopyrite
rims (Fig. 3.5), and inclusions of galena, chalcopyrite, arsenopyrite and oxides. Subgrains of
hexagonal pyrrhotite are visible under crossed polars and vary from large and equant to small
and elongate (Fig. 3.6). Rare fractures cut across subgrains.
Sample BH-20-1 (Fig. 3.7) contains large, elongate (approximately 1x5 mm), monoclinic
pyrrhotite oriented parallel to cleavage and cross-cutting bedding. Short sides of grains are
irregular and commonly rimmed with rutile. Long sides are smoother. Minor sulphide
inclusions in pyrrhotite include chalcopyrite, sphalerite, and trace galena. Small (0.1-0.3 mm)
euhedral pyrite grains are scattered throughout the matrix. Elongate, irregular subgrains of
monoclinic pyrrhotite are visible under crossed polars (Fig. 3.8).
Sample CR-95-002 (Fig. 3.9) is a hornfels containing small (0.1-0.4 mm) monoclinic
pyrrhotite associated with ilmenite and rutile (Fig. 3.10), and rare inclusions of (Co,Ni)AsS
(solid solution between gersdorffite and cobaltite). Oxidation revealed lamellae in the pyrrhotite
(Fig. 4.24) within equant subgrains. Large andalusites are present, indicating contact
metamorphism from the nearby granite pluton (Fig. 1.1). Contact metamorphism may also have
been a factor in the formation of the sulphide texture.
Sample CR-95-016 (Fig. 3.11) contains pyrite, monoclinic pyrrhotite, and minor
chalcopyrite. The rock is thinly bedded with various sulphide textures. Pyrrhotite occurs in
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Figuure 3.RO~ CR-95-002. fine grains of monoclinic pyrrhotite {white) associated with oxides
(brownish grej i~ ilmenite. steel grey is rutile).
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three textures. Pyrite and pyrrhotite form fine beds of large elongate grains (up to 0.4 x 1.0
mm). These minerals interfinger in a few places. Pyrrhotite also forms globular grains rimmed
by garnet (0.1 to 0.4mm in diameter), which are scattered among small elongate grains parallel
to bedding. Figure 3.12 shows both of these textures.

3.2.2 Preparation of Rock Samples
Two polished thin sections from each of the six samples were made from adjacent slices
. of rock so that the pair would be as similar as possible. The slices were cut extra thickly
(approx. 1mm instead of the standard 30J.tin) to allow for volume loss during oxidation and
repolishing. While not in use, the thin sections were stored in a desiccator to slow oXidation in
air.
Before carbon coating for microprobe work, the thin sections were photographed to
document the initial surface appearance. The photomicrographs were taken in reflected light
with a blue filter. The JEOL 733 electron microprobe (at the Department of Earth Sciences,
Dalhousie University, under the direction of B. MacKay) aided in sulphide mineral identification
and documentation of mineral chemistry. Results are given in Appendix A. The probe is
equipped with four wavelength dispersive spectrometers and an Oxford Link eXL energy
dispersive system, the latter of which was used for all elements. Resolution of the energy
dispersive detector was 137 ev at 5.9 Kev. Each spectrum was acquired for 40 seconds with an
accelerating voltage of 15 Kv and a beam current of 15 nA. The size of the probe spot was
approximately 1 micron. Link's ZAF matrix correction program corrected the raw data.
Calibration used cobalt metal. Precision on cobalt metal (x=10) was± 0.5% at one standard
deviation. Accuracy for major elements was ± 1.5 to 2.0% relative. The natural geological
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sulphide standards used as controls were chalcopyrite, pyrrhotite, sphalerite (Dr. L.J. Cabri,
CANMET), galena (ASTIMEX Scientific, Mount Minm 25-53), and arsenopyrite (CANMIN
Vol.14, pp.364-386, 1976, arsenopyrite 200).
Before beginning the experiment, the thin sections were repolished to remove the carbon
coating so the surfaces had no protective barrier that might inhibit oxidation. Some carbon
likely stayed in cracks or pits in the surface, but as all thin sections were treated the same, they
are comparable to each other.
Sterilization was necessary to minimize the chance of bacterial contamination of the
filtered treatment. All the thin sections were sterilized, even the ones to be placed in the
bacterial treatment, so the sterilization procedure could not create a second variable between the
treatments. Soaking in methanol leaches water out of cells and denatures proteins, effectively
killing bacteria (Dr. M. Silver, pers. comm., 1996). Therefore the twelve thin sections were
soaked in laboratory grade methanol for 86 hours, rinsed in filtered ARD to remove methanol
residue that may harm growth in the bacterial treatment, and placed in the experimental jars
(Section 3.2.3) using sterile tongs. A test of the effect of methanol on surface appearance of
sulphides revealed slight colour changes, but as all samples were exposed to methanol for the
same amount of time and only the differences in oxidation rate between the treatments and
among different minerals and textures were of interest, this small change would not affect the
final results. Only quantitative analyses require that any and all oxidation be due to the
experimental treatments.
One extra thin section from sample BH-20-I was used as a control for overall sterilization
success; it was not soaked in methanol, its jar was not autoclaved, and the ARD was clear, but
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not filtered. After only two days, the control exhibited growth of rust-coloured material,
whereas the sterilized treatment did not, indicating that sterilization was important and effective
in the experiment.

3.2.3 Preparation of ARD Samples
A quarry near the Halifax International Airport (HIA) contains a small pond of ARD
with a pH of approximately 3.0 to 3.5. The water contains stringy gelatinous rust-coloured
clouds of biogenic material with patches of yellow, green, or brown (Fig. 3.13), as well as some
cattails, waterboatman beetles, bloodworms, rotifers, and other varieties of pond life. It is
surprising that these organisms can survive in such acidic conditions.
Water from this pond was collected for use in the oxidation experiment. Considering the
low pH, the presence of sulphide minerals in the quarry rock, and the colonies of material with
the colour of oxidized iron, it is very likely that sulphur- and iron-oxidizing bacteria are present
in a natural mixture of species. Seven litres of rust-coloured sludge and five litres of clear water
surrounding the sludge were collected in 1-litre mason jars. These were stored in a refrigerator
so that the organisms remained inactive, requiring little oxygen, with the lids tight so they would
not spill or be contaminated.
ARD for the sterile treatment (clear water) was double filtered with a pre-sterilized
membrane vacuum filter with a 0.2 micron pore size to physically remove bacteria. The filtrate
was temporarily stored in autoclaved mason jars (for autoclave specifications, see Section 3.2.5).
Filtration was used instead of the autoclave because heat causes a precipitate to form from the
ARD, changing the chemistry of the water. As the bacterial treatment would not be sterilized,
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this would create an unwanted chemical difference between the treatments. The ARD was
filtered twice because the membrane pore size was 0.2 microns on average, so there was a very
small chance that a bacterium could fit lengthwise through one of the larger pores. The
probability of making a sterile filtrate was squared by filtering twice. After two days in the
refrigerator, two jars of filtered water remained clear, but the others turned slightly cloudy.
There are a number of possible explanations. Iron may have been oxidized by extra exposure to
oxygen, creating a rusty cloudy colour, but all jars were treated the same, so it is unlikely that
some were exposed to more oxygen than others. Some jars may have been contaminated by
bacteria, but the refrigerator is not at the optimum growth temperature of sulphur- and ironoxidizing bacteria, and so it is unlikely that they could grow fast enough to show cloudiness in
two days. Comparability among thin sections was of primary interest, so the clear and cloudy
water were combined to make a homogeneous treatment.
ARD for the bacterial treatment (sludge water) was shaken to dislodge bacteria from the
colony. The free-floating organisms were decanted from the collection jar by pouring through a
narrowly opened lid. The massive colonies were not added to the experiment because the
treatment requires only inoculation, and some degree of visibility through the water was
desirable to observe changes in the sulphide surfaces.

3.2.4 Apparatus
The apparatus was designed to sterilely contain 13 thin sections (6 in the bacterial
treatment, 6 in the sterile treatment, and 1 control of the overall sterilization procedure) covered
with ARD, with plenty of oxygen available. The temperature was held constant at 25°C to
encourage microbial growth. Thirteen 500mL mason jars individually held each thin section,
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and a sterile air supply continuously aerated the 300mL of ARD in each jar. The air was
sterilized with an in-line PTFE 50mm membrane filter with an average pore size of 0.2 microns.
The bubbles entering the water caused gentle turbulence, so all the water was uniformly
oxygenated. An alternate design could use closed air-tight containers with only a shallow ARD
cover over the thin sectiori to allow oxygen diffusion. Because the amount of air needed for
growth of organisms and rapid oxidation of sulphides was unknown, this alternate method was
rejected in favour of continuous air supply and a larger volume of water. More water was
necessary so that evaporation would have less effect, allowing the experiment to run a longer
time. Figure 3.14 shows the completed design.
A major limitation in designing such an apparatus is using only autoclavable materials.
Many plastics melt or warp in the autoclave, so air tubing, tube splitters, containers and stoppers
all need to meet this requirement.
The following apparatus was used: 13 glass 500 mL mason jars, 13 rubber stoppers with
input and output holes, 26 glass tubes, Nalgene non-toxic autoclavable premium tubing
(Lab/FDAIUSP VI Grade) 114"ID, plenum (13-way air divider), in-line 0.2 micron PTFE 50mm
membrane filter, pre-filter with aquarium wool, a room maintained at 25°C and a pressurized air
nozzle connected to an air pump for the whole building.

3.2.5 Procedure
Each piece of apparatus down flow from the air filter was autoclaved at 16 lbs steam
pressure for 15 minutes, on the unwrapped cycle. The N algene hose expanded when hot, and
tended to slip off connections, so the jars and plenum were autoclaved separately with the hose
plugged with wool to maintain sterility after autoclaving.

IFngii.Br~ 3.Y4J:

Experimemal setup dc!o,ign.
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After soaking in methanol, thin sections were rinsed in sterile ARD to remove the
residue, and transferred to the sterile jars using autoclaved tongs, minimizing the time exposed to
air in the room. ARD was carefully poured into the jars up to a mark placed at 300 mL. Again,
time exposed to air was minimized.
Hose connection was done sequentially with the air already flowing through the first
tubes so that positive pressure would maintain sterility. Wool was removed and the hose
connected immediately.
Air flow rate was adjusted with compression of the output hose. Air can flow into a jar
only at the rate it can flow out. Adjustment produced gentle bubbling in each jar.
To observe the thin sections under a microscope, they were transferred to petri dishes
with 25 mL filtered ARD Gust enough to cover the thin section surface) using sterile tongs. The
sterile treatment was transferred first before the tongs were contaminated. Between each
transfer, the tongs were passed through a flame as a further guard against contamination. While
observing, the tongs were re-autoclaved in preparation for the return procedure. Observations
and photographs were taken through the cover of the dish. To photograph the sulphide surfaces
in the bacterial treatment, the organisms had to be removed with a fine brush (autoclaved).
Figure 3.15 shows an example of sulphides before and after brushing. The return transfer used
the same procedure as before.
The experiment was allowed to run for 42 days (six weeks). Photomicrographs were
taken before oxidation began, 2 days into the experiment, and at 42 days. Final surficial
appearance was also documented with the SEM.
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CHAPTER 4: RESULTS AND DISCUSSION

4.1 Results

4.1.1 Electron Microprobe Results
Microprobe analyses were used to confirm sulphide mineral identification. BH-20-1
contains monoclinic pyrrhotite, pyrite, chalcopyrite, sphalerite and galena. RJ-96-001 contains
pyrite and chalcopyrite. RJ-96-002 contains arsenopyrite and very minor pyrite. RJ -96-003
contains hexagonal pyrrhotite (also see Appendix C), galena, chalcopyrite and arsenopyrite. CR95-002 contains monoclinic pyrrhotite, minor chalcopyrite and cobaltite. CR-95-016 contains
monoclinic pyrrhotite, chalcopyrite, and pyrite. Figure 4.1 gives the scatter of pyrrhotite
compositions across samples CR-95-016, CR-95-002, RJ-96-003, and BH-20-1. This is a broader
spread than found by Robinson ( 1996), partly because it includes hexagonal pyrrhotite. Also,
some of the points from CR-95-016 were measured after oxidation. These plot much farther
away from the main group of points, and they have lower totals. They were clearly affecte~ by
oxidation, perhaps by element loss or interference by the tarnish. Analyses from orange-tarnished
grains contained less sulphur and more iron than blue-tarnished grains, and a spot without tarnish
had intermediate sulphur content (Appendix A). Repolishing would be necessary to study the
composition of the starting material. Also in this sample, pyrrhotite sub grains that oxidized at
different rates were probed, revealing a difference in trace Cu amount. The probe point sample
size was small, however, so more study would be needed to be certain. If it is real, the Cu
difference could be due to tarnish, original mineralogical composition, or a precipitate.
Preferentially oxidized lamellae within pyrrhotites of sample CR-95-002 are
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Composition of Pyrrhotite (This Study)
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Figure 4.1: Plot of atomic% S versus Fe for pyrrhotite compositions used in this study, in
comparison to five ideal forms of pyrrhotite (large black circles). Symbols:+ (CR-95-016),?
(CR-95-002), o (RJ-96-003), and# (BH-20-D. The broad distribution indicates the presence of
both monoclinic and hexagonal pyrrhotite. Points plotted far from the ideal types were measured
after oxidation, so the results may have been affected by element loss or interference by the
tarnish. Ideal forms of pyrrhotite from Craig and Scott ( 1974 ).
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compositionally indistinguishable from their host (see Appendix A), eliminating the possibility that
compositional variations were the reason for stronger corrosion, unless trace elements below
detection limit are involved.

4.1.2 Relative Rates of Oxidation by Image Analysis
In each of the following samples, the relative amount of oxidative dissolution or corrosion
was judged by surface appearance. In reflected light, colour changes and etched scratches, cracks.
or pits were interpreted as oxidation or corrosion. In general, stronger or darker colours and
darker polishing scratches indicated a greater degree of corrosion. The use of colour to observe
oxidation is supported by the work of Steger ( 1982), who found that pyrrhotite followed a
sequence of colour changes with increasing oxidation: steel-grey to orange-brown to blue-purple
to blue-green to orange-brown. Steger further suggests that the blue-purple is due to an insoluble
secondary product of Fe 2+ oxidation, such as Fe(OH)(S04 )·x.H20, the orange-brown is due to
ferric oxide, and the other colours are mixtures of the two precipitates. Blue, purple, orange,
yellow or brown tarnish have also been noted on chalcopyrite (Chen et al., 1980; Kwong and
Lawrence, 1994), pyrite, and sphalerite (Kwong and Lawrence, 1994). Scanning electron
microscope (SEM) pictures in this study confirmed that tarnish is associated with corrosion,
because more strongly coloured and etched sulphide grains had lower and more irregular
topography, consistent with loss of material by oxidative dissolution.

Sample BH-20-1
Figure 4.2 shows monoclinic pyrrhotite (cream), pyrite (white), chalcopyrite (yellow) and
sphalerite (grey) at 0, 2, and 42 days of oxidation. This sample was in the microbial treatment. It
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Fngmne 4.2: Photomicrographs of sample BH-20-1 from the microbial treatment, taken in retlected, plane
polarized light with a blue filter, showing surface characteristics at (a) 0 days (b) 2 days and (c) 42 days of
oxidation. Monoclinic pyrrhotite (mpo ), which developed etched polishing scratches and colour changes,
clearly oxidized much more than euhedral pyrite ( epy), sphalerite (s), or chalcopyrite ( ch) . Sphalerite and
pyrite developed slight signs of oxidation ( discolouration and scratches), but chalcopyrite remained
unchanged. Also see Figure 4.3 and 4.4.
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is clear by the colour changes (from cream to multicolours to black) and appearance of etched
polishing scratches that monoclinic pyrrhotite has changed much more than pyrite, chalcopyrite or
sphalerite. Sphalerite has a little discolouration, pyrite polishing scratches became visible after 42
days, but is otherwise unchanged and chalcopyrite is still perfectly clean. SEM images of this area
(Figs. 4.3 and 4.4) clearly illustrate the topographical differences among monoclinic pyrrhotite,
chalcopyrite and sphalerite, and the polishing scratches on pyrite.

In the sterile treatment, again monoclinic pyrrhotite is the most darkly coloured in
comparison to chalcopyrite, sphalerite and pyrite, but it is not as strongly oxidized as the
monoclinic pyrrhotite in the microbial treatment. Compare Figure 4.5, the sterile treatment, to
4.2, the microbial treatment. Pyrite and sphalerite also have less visible effects of oxidation in the
sterile treatment. Chalcopyrite looks very similar in the two treatments, however, in the sterile
treatment it appears to have a very small amount of tarnish. This chalcopyrite is unique, all other
samples of chalcopyrite have not changed detectably. Figure 4.6 shows chalcopyrite and
monoclinic pyrrhotite from the sterile treatment in the SEM. Pyrrhotite has only a slightly
rougher surface, as opposed to the obvious difference in Figure 4.3. Also, sterile pyrite

(Fi~

4.7)

is smooth compared to the etched scratches in the microbial treatment (Fig. 4.4).

Sample RJ -96-003
Figure 4.8 shows hexagonal pyrrhotite (cream), chalcopyrite (yellow), and galena (light
grey) in crossed polars (to show subgrains), plain polarized light (to show initial colours), at two
days of oxidation in the microbial treatment, and at six weeks. The hexagonal pyrrhotite turned
dark brown, and then almost black indicating very strong oxidation. The chalcopyrite remained
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Figure 4.3: SEM image of sample BH-20-I from the microbial treatment showing surface features
after 42 days of oxidation. Monoclinic pyrrhotite (mpo) has a much lower topography than that of
chalcopyrite (ch) or sphalerite (s), indicating greater loss of material by oxidative dissolution.
Subgrains of mpo are also visible.

Figure 4.4: SEM image of sample BH-20-I from the microbial treatment showing polishing
scratches on euhedral pyrite after 42 days of oxidation.
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Figure 4.5: Photomicrographs of sample BH-20-I from the sterile treatment, taken in reflected, plane
polarized light with a blue filter, showing surface characteristics at (a) 0 days (b) 2 days and (c) 42 days of
oxidation. Monoclinic pyrrhotite (mpo) developed colour changes and etched polishing scratches, clearly
oxidizing more than the chalcopyrite (ch), which shows only slight tarnish. Mpo oxidized less than in Figure
4.2 . Also see Figures 4.6 and 4. 7.
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Figure 4.6: SEM image of sample BH-20-I from the sterile treatment showing only a slight
difference in topography between monoclinic pyrrhotite (mpo) and chalcopyrite (ch). This
indicates that mpo oxidized much less than in the microbial treatment (Fig. 4.3).

Figure 4.7: SEM image of sample BH-20-I from the sterile treatment showing D.Q polishing
scratches on euhedral pyrite after 42 days of oxidation.
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Figure 4.8: Photomicrographs of sample RJ-96-003 from the microbial treatment, taken in reflected light
with a blue filter, showing surface characteristics at (a) 0 days (under crossed polars) (b) 0 days (under ppl)
(c) 2 days (under ppl) and (d) 42 days (under ppl) of oxidation. Chalcopyrite (ch) remained unaltered,
hexagonal pyrrhotite (hpo) colToded strongly (dark, with scratches), and galena (gal) colToded the most.
Also see Figures 4.9 and 4.10.
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clean bright yellow. Galena oxidized even faster than the hexagonal pyrrhotite. At only two days,
it is recognizable only by its dark outline within the hexagonal pyrrhotite. SEM images shown in
Figures 4.9 and 4.10 show the differences in surface texture among chalcopyrite, hexagonal
pyrrhotite and galena. Chalcopyrite is as smooth as the matrix, and the other two are covered
with tiny crystals of possible secondary minerals. Galena has a lower topography than pyrrhotite.
This sample also contains a small amount of arsenopyrite that did not alter at all, even after six
weeks (see Section 4.2 for a possible explanation).
In the sterile treatment, the relative order of oxidation among the minerals is the same, but
hexagonal pyrrhotite has oxidized much less than in the microbial treatment. Figure 4.11 shows
hexagonal pyrrhotite and galena before, during and after oxidation. At two days, the galena has
turned black, but the hexagonal pyrrhotite is only slightly discoloured in patches. At six weeks, a
secondary mineral coating covered the hexagonal pyrrhotite, but not the galena, and clean
unoxidized hexagonal pyrrhotite can be seen surrounding the galena where the coating was thin.
The SEM (Fig. 4.12) shows that the coating is confined to the surface, and the hexagonal
pyrrhotite has not been corroded beneath it. It is also very clear in Figure 4.13 that galena has
been substantially more corroded than pyrrhotite, and both have different surface textures than in
the microbial treatment (Fig. 4.10).

Sample RJ-96-001
This sample contains two different textures of pyrite. The euhedral pyrite changed very
little over six weeks. In the microbial treatment some polishing scratches became visible (Fig.
4.14), but not in the sterile treatment (Fig. 4.15). Figure 4.16 illustrates a close SEM view of the
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Figure 4.9: SEM image of sample RJ-96-003 from the microbial treatment showing surface
features after 42 days of oxidation. Hexagonal pyrrhotite (hpo) is much rougher and appears more
corroded than chalcopyrite (ch).

Figure 4.10: SEM image of sample RJ-96-003 from the microbial treatment showing surface
features after 42 days of oxidation. Galena (gal) has a lower topography than that of hexagonal
pyrrhotite (hpo ), indicating greater loss of material by oxidative dissolution.
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Figlillrre 4.11: Photomicrographs of sample RJ-96-003 from the sterile treatment taken in reflected light with
a blue ~'ilter. showing surface characteristics at (a) 0 days (under crossed polars) (b) 0 days (under ppl) (c) 2
days (under ppl) and (d) 42 days (under ppl) of oxidation. Galena (gal) turned black indicating strong
C01Tosion, and hexagonal pyrrhotite (hpo) remained cream coloured. although a coating had developed by 42
days, obscuring the smooth surface of hpo except near the galena (Fig. 4.12).
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Figure 4.12: SEM image of sample RJ-96-003 from the sterile treatment showing surface features
after 42 days of oxidation. Galena (gal) appears rougher than the hexagonal pyrrhotite (hpo)
visible through the thinner areas of the coating.

Figure 4.13: SEM image of sample RJ-96-003 from the sterile treatment showing surface
features after 42 days of oxidation. Galena (gal) has a lower topography than that of hexagonal
pyrrhotite (hpo), indicating greater loss of material by oxidative dissolution. The surface textures
of both minerals are very different from the microbial treatment (Fig. 4.10).
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Figure 4.16: SEM image of sample RJ-96-001 from the microbial treatment showing etched
polishing scratches in euhedral pyrite after 42 days of oxidation.
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polishing scratches in the microbial treatment. The other form of pyrite, anhedral with fine grey
lamellae that were too fine to be analysed with the microprobe, produced extremely different
results. At two days there was little change, but by six weeks the pyrite had turned black (Fig.
4.17), and its location was visible only by contrast with the adjacent unchanged chalcopyrite. This
texture looked indistinguishable between the treatments in reflected light, both were black, but
SEM images suggest that the microbial treatment sample has been corroded a little more than the
sterile treatment. The surfaces are both very irregular. Figures 4.18 and 4.19 show the highly
ridged surfaces of the anhedral pyrites in each treatment. The pyrite topography is lower than that
of the matrix or inclusions. In the microbial treatment, secondary minerals have developed on the
centre of the grain (Fig. 4.20). The radial or "spiny ball" texture is typical of the secondary
mineral schwertmannite [Fe 80 8(0H) 6S04] (Bigham, 1994). This mineral has also been noted to
result from microbial pyrrhotite oxidation (Bigham, 1994).

Sample RJ-96-002
Arsenopyrite (Fig. 4.21) was oxidized visibly, but not as much as the pyrrhotites in
samples BH-20-1 or RJ-96-003. Brown discolouration and corrosion occurred to a greater
· degree in the microbial treatment than in the sterile treatment.· In the microbial treatment, there
seemed to be differential corrosion across a boundary within the grain. This indicates that
subgrains of different orientation may oxidize at different rates, or that the visibility of the
oxidation may be related to crystallographic orientation within the plane of the thin section (see
Section 4.2).

Chapter 4: Results and Discussion

0.5 mm

lFngllllli"~ ~. ll /: Photomicrugmph:- 0~~c:mh.edra l p:,.rite (apy) and chakop}ritt! khJ in sampk RJ ··9600I from th~ ste rih: trream:1\CITt f:ab.:n in rctlt:ctt!d. plan~ polariz~d lighi: w ith a blue filter- sho;,ving

sutface characteristt~'\ at: (J.JO day~ and <bl 42 days of oxidation. Tht: anhedral p y rit~ tumed
black. indicating \:e rj strong t:GITlis ion" in sharp comra~t to <.: hakGpyritc which rcmaim.:u
unchangt;d, Se\." a l ~(' F[guu~s . {.. [ ~ ar1d -L I9.

64

Chapter 4: Results and Discussion

Figure 4.18: SEM images of anhedral pyrite in sample RJ-96-001 from the microbial treatment
showing the surface after 42 days of oxidation. (a) An overview of the ridged anhedral pyrite
grain surrounded by dark smooth matrix and with possible secondary minerals in the center (Fig.
4.20). (b) Deepest pit in the grain indicating very strong corrosion. Rounded oxide inclusions (ox)
provide a baseline for topographic comparison, assuming the oxides have not changed and
represent the level of the original polished surface. Ridges may be fine grey lamellae of the type
seen in Figure 4.17.
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Figure 4.19: SEM images of anhedral pyrite (apy) in sample RJ-96-001 from the sterile treatment
showing the surface after 42 days of oxidation. (a) An overview of the ridged anhedral pyrite
grain surrounded by dark smooth matrix, with smooth chalcopyrite (ch) at the top. (b) Ridge size
changes close to a crack. (c) Anhedral pyrite has a lower, much rougher topography than the
matrix (m) and chalcopyrite (ch), indicating loss of material by oxidative dissolution.
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Figure 4.20: SEM image of a globular, slightly spiny secondary precipitate on anhedral pyrite in
sample RJ-96-001 from the microbial treatment showing the surface after 42 days of oxidation.
The texture suggests that it is schwertmannite (Bigham, 1994).
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Figure 4.21: Photomicrographs of arsenopyrite in sample RJ-96-002 taken in reflected, plane polarized light
with a blue filter. showing surface characteristics at (a) 0 days oxidation, sterile treatment (b) 42 days, steri le
treatment, (c) 0 days, microbial treatment, and (d) 42 days of oxidation, microbial treatment. It is clear by the
discolouration that arsenopyrite in the microbial treatment oxidized faster than in the sterile treatment.
Speckles on the sterile treatment may be precipitates from the water. The discolouration is certainly visible,
but Jnot nearly as severe as on the pyrrhotites, galena, or anhedral pyrite in the other samples.
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Sample CR-95-016
Sulphides in this sample were pyrite, monoclinic pyrrhotite, and chalcopyrite.
Chalcopyrite did not oxidize in either treatment, as in the other samples. Pyrite remained fairly
white at two days, although some grains developed a secondary mineral coating after six weeks.
Monoclinic pyrrhotite turned a uniform light brown in many areas, but when it occurred in a
coticule texture it was far from uniform. Here, sub grains within a pyrrhotite grain from the
microbial treatment turned very different colours, ranging from cream to dark purple or blue (Fig
4.22). One explanation is that crystal lattice orientation is important in determining the rate of
oxidation (see Section 4.2). Another possible explanation is that trace elements affect the
oxidation rate. Microprobe data (Appendix A) suggest that a higher concentration of Cu in the
pyrrhotite (2.4% instead of 1.3%) increases the oxidation rate, however, the probe point sample
size was small.
Separate pyrrhotite grains also oxidized at very different rates, again with a range of
colour from deep blue-purple to light orange (Fig. 4.23). Polishing scratches were more visible
on the deep blue grains indicating stronger oxidation .. Subsequent microprobe analysis (Appendix
A) suggests that grains relatively depleted in Fe oxidized faster, but this may also be partly due to
differing tarnish compositions.

Sample CR-95-002
The sulphides in this sample were pyrrhotite with rare tiny inclusions of a sulphide
compositionally intermediate between cobaltite and gersdorffite. Both treatments of this sample
behaved similarly, with slightly stronger oxidation in the microbial treatment. The tiny inclusions
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Figure 4.22: Photomicrographs of a pyrrhotite grain in sample CR-95-0 16 taken in reflected, plane polarized
light with a blue filter, showing surface characteristics at (a) 0 days (b) 2 days and (c) 42 days of oxidation.
Subgrains have oxidized at very different rates. Some subgrains are still cream coloured (unaltered), and
some are deep blue-purple (oxidized). Preliminary microprobe analysis (Appendix A) indicates a possible
Cu variation that may have caused the differential oxidation rates.
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Figure 4.23: Photomicrographs of two pyrrhotite grains in sample CR-95-0 16 taken in reflected, plane
polarized light with a blue filter, showing surface characteristics at (a) 0 days (b) 2 days and (c) 42 days of
oxidation. These two grains and their smaller neighbours have oxidized at very different rates (cream or light
orange versus dark blue-purple). Preliminary microprobe analysis indicates a possible difference in the
proportion of iron to sulphur between the two grains that may explain the different oxidation rates.
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remained white and unoxidized; however, the pyrrhotite did oxidize, and at two days fme parallel
lamellae within the pyrrhotite became visible by their different colour (Fig. 4.24). It is interesting
that the lamellae had been undetectable to begin with, and only oxidation revealed their presence.
At six weeks, these lamellae had turned black, while the surrounding material was still brown.
SEM pictures of this area (Fig. 4.25) give further evidence that this colour difference was due to
differential oxidation rates, because the lamellae surfaces are significantly lower than their host.
The darker sub grains of the host have lower topography as well. Microprobe analysis after
oxidation indicates no significant difference between the host and lamellae (Appendix A). Perhaps
the lamellae have a different crystal structure (i.e. polymorph) that corroded preferentially.
"Anomalous" pyrrhotite has the same chemical formula as monoclinic pyrrhotite (Fe7S8), is antiferrimagnetic like hexagonal pyrrhotite, and has an unknown stability field (Craig and Scott,
1974). This form of pyrrhotite is a good candidate for the lamellae if a different structure is the
cause of differential oxidation, because it has the same composition as the surrounding monoclinic
pyrrhotite, and it could be stable at different conditions. XRD analysis may provide an
identification, although the lamellae are a small percentage of the pyrrhotite present, so the peaks
would require interpretation. Trace element concentration may also be the reason for differential
lamellar oxidation.

Figure 4.24: Photomicrographs of pyrrhotite in sample CR-95-002 taken in reflected, plane polarized light
with a blue filter, showing surface characteristics at (a) 0 days (b) 2 days and (c) 42 days of oxidation. This
grain contains lamellae that oxidized at different rates (black at 42 days). See also Figure 4.25 .

Figure 4.25: SEM images of pyrrhotite lamellae in sample CR-95-002 from the sterile treatment showing the
surface after 42 days of oxidation. (a) Overview of the lamellar grain. (b) Lamellae appear to follow
cleavage planes. (c) Lamellae end before sub grain boundary. (d) Sub grains of different colours have
different depths of etching.

Chapter 4: Results and Discussion

75

Summary of Observations
Table 4.1 describes the relative order of oxidation among sulphide minerals in each
sample. Overall, the relative order of oxidation of sulphide minerals in the microbial treatment
was galena> hexagonal pyrrhotite> monoclinic pyrrhotite> anhedral pyrite>> arsenopyrite,
sphalerite > euhedral pyrite > chalcopyrite. In the sterile treatment, the relative order was galena
>anhedral pyrite> monoclinic pyrrhotite>> hexagonal pyrrhotite, sphalerite, arsenopyrite>
euhedral pyrite > chalcopyrite. The pyrrhotites had a greater difference in oxidation rates
between the treatments than the other sulphide minerals, causing the order of oxidation among
minerals to change.
Most sulphides (monoclinic pyrrhotite, galena, sphalerite, arsenopyrite, and euhedral
pyrite) oxidized significantly more in the microbial than in the sterile treatment. Exceptions were
hexagonal pyrrhotite, which displayed an extreme difference, anhedral pyrite, which was very
strongly oxidized in both treatments, and chalcopyrite, which was unoxidized throughout.

4.1.3 Preliminary Analyses of Secondary Precipitates: XRD and SEM
X-ray diffraction analysis (Fig. 4.26) of the rust-coloured precipitate in the microbial
treatment (Fig. 4.27) gives strong evidence against any crystalline structure. Absolutely no
reasonable peaks are present. Judging by the colour, this is an amorphous substance with Fe3+
comprising a major part of its constituents.
Fine crystals are visible in SEM images displayed in Figures 4.10 (RJ-96-003, microbial
treatment) and 4.20 (RJ-96-001, microbial treatment). These could be secondary minerals that
formed on the sulphide surfaces during oxidation. As described in Section 4.1.2, the texture of
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Table 4.1: Order of Oxidation among Sulphide Minerals for Each Sample
(when multiple sulphides per sample occur)

ISample ITreatment IOrder ofoxidation
BH-20-1

RJ-96-001

RJ-96-002

RJ-96-003

CR-95-002

CR-95-016

microbial

galena> monoclinic pyrrhotite>> sphalerite> euhedral pyrite>
chalcopyrite

sterile

monoclinic pyrrhotite>> euhedral pyrite, chalcopyrite

microbial

anhedral pyrite>> euhedral pyrite

sterile

anhedral pyrite>> euhedral pyrite

microbial

arsenopyrite

sterile

arsenopyrite

microbial

galena> hexagonal pyrrhotite>> arsenopyrite, chalcopyrite

sterile

galena>> hexagonal pyrrhotite> arsenopyrite, chalcopyrite

microbial

monoclinic pyrrhotite (lamellae> host)

sterile

monoclinic pyrrhotite (lamellae> host)

microbial

monoclinic pyrrhotite > pyrite > chalcopyrite

sterile

monoclinic pyrrhotite > pyrite > chalcopyrite

Sample ident.: rachel02

7-Mar-1997 15:43

[11-----1225

900
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Figure 4.26: XRD analysis with no peaks at all, indicating the amorphous nature of the rust-coloured precipitate that formed in all
samples of the microbial treatment.
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4.27: (a) Ru~ t-c oluured precipitate in the microbial treatmt:nt. <hl No precipitate in the
treatment.
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material in Figure 4.20 suggests the mineral schwertmannite (Bigham, 1994).

4.1.4 Evidence for Microbial Activity
As seen in Figure 4.27, a prolific amount of rust-coloured precipitate formed in the
microbial treatment, contrasting strongly with the sterile treatment, which remained clear. If this
precipitate contains Fe 3+ as suggested in Section 4.1.3, then precipitation of Fe3+ by oxidation of
Fe2+ may have occurred. This is supported by water chemistry data (Appendix B) which indicate
a drop in the dissolved iron concentration in the microbial treatment in comparison to the initial
concentration and that in the sterile treatment. As discussed in Section 2.2.1 and 2.4, at pH
between 2 and 4.5 (experimental pH: 3.16 to 3.76) spontaneous iron oxidation is slow, but ironoxidizing bacteria can catalyze Fe 3+ production 105 to 106 times faster than abiotic rates (Keenan,
1969, Lacey and Lawson, 1970; cited in Ralph, 1979). Also, since large amounts ofFe 2+ are
necessary to fuel metabolism, Fe 3+ precipitates far in excess of cell substance (Lundgren and Dean,
1979). These microbial characteristics explain perfectly the contrast of Fe3+ precipitate volume
between the treatments. It is safe to conclude that iron-oxidizing bacteria were present and active
in the microbial treatment, and not the sterile treatment.
Images from environmental scanning electron microscope (ESEM) and scanning electron
microscope (SEM) reveal a variety of microstructures, some clearly bacteria, and some that may
be caused by bacteria (Fig. 4.28). Due to time constraints, individual species of bacteria were not
identified, but some images are consistent with the presence of a rod-shaped bacterium such as

Thiobacillus spp.

Chapter 4: Results and Discussion

Figure 4.28: Images taken with the ESEM as evidence for microbial activity. (a) Relatively thick
strands that are probably algae, (b) a rod-shaped structure in a pit that is consistent with a
sulphide-oxidizing bacterium surrounded by corroded rock, (c) rust-coloured precipitate from the
microbial treatment that may be biogenic, and (d) a close-up of the same type of material as in (c).
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4.2 Discussion

4.2.1 Factors Affecting Oxidation Sensitivity among Sulphides
Controls on oxidation rate of sulphide minerals are varied and can be difficult to measure
because many controls can be acting on a single sample. Following is a discussion of some of the
possible reasons why the sulphides in this study oxidized in the order they did.

Electrochemistry
Mineral stability in its environment is a major factor. Each mineral has a different stability
zone that can be calculated from its Gibbs free energy of formation, given specific parameters
such as Eh, pH, temperature, pressure, or mineral composition. This stability zone can be plotted
on a phase diagram with Eh on they-axis and pH on the x-axis, holding P and T constant
(Garrels, 1960). If the Eh and pH of a mineral's environment are within this stability zone, the
mineral will remain intact. If not, the mineral will change by chemical reaction to form another,
more stable mineral under the new conditions. Figure 4.29 illustrates an example of an Eh-pH
stability diagram for pyrrhotite and pyrite. Figure 4.30 shows the locations of various natural
environments in Eh-pH space. ARD would plot at low pH (acid) and high Eh (oxidizing)
conditions. Since pyrrhotite has a very small stability field (at high pH and low Eh) under the
conditions shown in the figure, it is clear that the mineral is thermodynamically unstable in ARD.
Pyrite, on the other hand, is stable over a much wider range of pH and Eh conditions, so it tends
to oxidize less easily than pyrrhotite.

In relation to the stability fields, galvanic reactions can affect the amount of sulphide
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Figure 4.29: An example of an EhlpH plot that shows the stability fields of iron oxides and iron
sulphides in water at 25°C, 1 abn. total pressure, with an activity of dissolved sulphur of to·•
(Garrels, 1960). Note that pyrrhotite has a very small stability field (at~ pH and low Eh),
whereas pyrite has a much wider stability field. It is clear that pyrrhotite is more unstable than
pyrite in ARD conditions (see Figure 4.30).
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Figure 4.30: An Eh vs pH plot showing stability fields for various types of water environments
(Garrels, 1960). Note that ARD waters ("mine waters") plot at high Eh and low pH (i.e.
oxidizing, acid conditions).
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oxidation. As explained by Natarajan (1990) and Kwong (1995), different types of sulphide in
close proximity in an oxygenated aqueous medium can act like a battery, with one sulphide
behaving like the cathode and the other like the anode. Preferential oxidative dissolution will
occur at the anode (the sulphide with lower rest potential), protecting the cathode from oxidation.
Table 4.2lists the rest potentials of pyrite, chalcopyrite, galena, sphalerite and pyrrhotite (FeS). It
seems reasonable to use this list to predict which sulphides will oxidize first (i.e. those with lower
rest potential). Rest potential is the equilibrium electrode potential when the net anodic or
cathodic current is zero (Kwong, 1995).
Two possible examples of galvanic interactions in this study are illustrated in Figures 4.31
and 4.32. In the frrst example (Fig. 4.31), monoclinic pyrrhotite is clearly the most strongly
oxidized, and the white pyrite closest to the pyrrhotite appears less oxidized than the pyrite farther
away (cream coloured). It is possible that the closer pyrite was galvanically protected. In the
second example (Fig. 4.32), unaltered arsenopyrite is surrounded by hexagonal pyrrhotite, which
is strongly altered. The arsenopyrite in RJ-96-002 (Fig. 4.21) oxidized more, indicating that the
small inclusion may have been galvanically protected.
However, the list of rest potentials is not completely reliable in the prediction of relative
oxidation. Galena is listed after sphalerite and before chalcopyrite, but it oxidized faster than
pyrrhotite. Perhaps the iron impurity in the galena (see Appendix A) changed its rest potential, or
perhaps other factors came into play, such as crystal lattice effects (discussed below). Also, these
rest potentials were determined for pure sulphide compounds in pure acid solutions of H 2S04 or
HC104 , rather than for natural rock samples immersed in ARD "chemical soup."
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Table 4.2: List of rest potentials of some common sulphide minerals. In a galvanic cell, the
mineral with lower rest potential would oxidize first (modified from Kwong, 1995).
Mineral

Formula

Rest
Potential
(V vs. SHE)

Conditions
solution

temperature
25

pyrite

FeS 2

0.63

l.OM H2S04

chalcopyrite

CuFeS 2

0.52

l.OM H 2S04

galena

PbS

0.28

l.OM H 2S04

sphalerite

ZnS

-0.24

l.OMH2S04

pyrrhotite

FeS

-0.28

l.OM H 2S04

oc
20 oc
20 oc
20 oc
20 oc
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0.2 mm
Figure ~.31: A possible example of galvanic interactions (sample BH-20-I. 2 days oxidation.
reflected plane polarized light with a blue filter) . The two grains of euhedral pyrite (epy) have
slightly different colours : the one farthest from monoclinic pyrrhotite (mpol ha~ turned yellowi~h .
whereas the pyrite in contact with the pyrrhotite is still pure white . A gahanic cell may ha\c
protected the latter pyrite from oxidation .

Chapter 4: Results and Discussion

0.3 mm

JFngllllrr~ 4.J~: Another possibk example of gah·anic intc:ractions. {a) 0 day s (b) ~~2 days oxidation
<-.;ample RJ-96-003 . retlected plane polarized light with a blue filter) . Even after -~2 day' of
oxidation time . arsenopyrite (as J. chalcopyrite (ch J. and an oxide (o:<l remained the same colour a:'.
they began. \'1-hereas he:x.agonal pyrrhotite (hpol \\as etched and •llter~d to <t \·cry dark br<:w;n. Tt)
compare. the arsenopyrite in Figure 4.21 Jid d mn,gc' c'olour. Perhap:-, thi ., -. mall inc lusion 1.\a-.
galnmicall~ protected .
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Crystal Lattice Effects
Because oxidative dissolution occurs on the atom level, one must consider the
arrangement of these atoms. Weak bonds are more likely to break than strong bonds, and
although an ideal crystal consists of an identically repeated group of bonds, this is not always true
in natural samples. Lattice structure can be interrupted by impurities, vacancies, dislocations,
cracks, or simply the edge of the grain, all of which affect the stability of the mineral (Callister,
1993). Grain surfaces are less stable than the interior because the surface atoms cannot bond
outside the mineral, so bond locations are not satisfied. Subgrain boundaries have the same
problem (Fig. 4.33). Figure 4.34 shows an SEM picture of monoclinic pyrrhotite sub grain
boundaries that appear as grooves where the lattice has been preferentially oxidized. This
reasoning also applies to polishing scratches, which begin as small grooves in the surface, so that
the surface area is locally increased. Because more atoms along the scratch are unstable in
comparison to the surrounding surface, the scratches are preferentially etched during oxidation.
This justifies the use of etched polishing scratches as indicators of oxidative dissolution.
Experimental evidence from this study also indicates differential oxidation of various
crystal lattice orientations. In Figure 4.35, one can see that different subgrains turned different
colours. Therefore, the orientation of the intersection plane between the crystal and the thin
section surface is important in determining the stability of that surface. This is related, more
immediately, to cleavage planes that reflect lattice orientations with respect to the polished surface
(Fig. 4.36).
One further point concerns the texture of the mineral. Anhedral pyrite oxidized much
faster than euhedral pyrite. The anhedral grains had irregular edges and were full of fine lamellar
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H•lh·•nalt
arain boundary

Low-•nc••
cram boun<Ury

Figure 4.33: Stucture of sub-grain boundaries, showing interrupted lattice structure causing
unsatisfied bond locations (from Callister, 1993).

,
Figure 4.34: SEM image of monoclinic pyrrhotite (BH-20-1, sterile treatment) showing subgrain
boundaries that have been etched preferentially into grooves.
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lFligllllll"~ ~.35: l\1onoclini~ pyrrhotite subgrains from BH-20-I (':'tcrile treatment) appt:ar J.s differ~nt
colour" after -t2 day" of e\.posure. Grain orientation i " lik~l~ the cause. eith~r by differential
oxidation. or rdle(:tance of cle<n age plane.-.; (~ec Fig. -1 .36).

1nicroscope objective

figUJ!Ir~ ~t36~ An illustration of h<."''X different c ry~ tallographic orientation:-; arc ctdK d to cr.;ate
different surface pattern ~ thnt rd1cct light in ';arious di rection~ . If light is not ret1ee' cd vertically
into the microscope ohjective . the ~uh grain "" ill appear dark (from Callister.. 1993).
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inclusions that interrupted the pyrite lattice, whereas the euhedral grains had smooth edges and
fewer inclusions. This texture could be a result of pyrrhotite replacement by FeS 2, either pyrite or
marcasite (fig. 3.6 in Robinson, 1996, displays pyrrhotite rimmed with anhedral FeS 2). It is
reasonable to assume there would be internal lattice imperfections, causing the anhedral grains to
be less stable and oxidize more easily.

4.2.2 Why were the Oxidation Rates Different Between Treatments?
The most obvious explanation for the significant difference in oxidation rates between the
treatments is the metabolism of sulphide-oxidizing bacteria, through direct or indirect means. As
discussed in section 2.4, direct oxidation by bacteria would involve active metabolism of sulphide
atoms from the mineral surface, while an indirect effect could be created by oxidation of ions in
solution (e.g. Fe2+), where the products (e.g. Fe 3+) then oxidize the sulphide mineral. In other
words, it is not a requirement that bacteria attach themselves to sulphide grains to have a
significant effect on their oxidation rate.
There are two other factors that could be involved in the difference between treatments,
but their effects are thought to be minimal. There was a small initial pH difference between the
two treatments, possibly due to bacterial metabolism during storage in the refrigerator. Also, the
metabolism or decay of the other microorganisms may have some effect on the chemistry or
oxidation potential of the water. Initially, the sterile treatment was pH = 3.16 (4.5 after oxidation
with CR-95-016), and the microbial treatment pH was between 3.62 and 3.76 (4.7 after oxidation
with CR-95-016).
It is interesting that bacteria caused such a large difference between the treatments for the
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monoclinic and hexagonal pyrrhotites. The pyrrhotites had a greater difference in oxidation rates
between the treatments than the other sulphide minerals, causing the order of oxidation among
minerals to change (see section 4.1.2). One possible reason for this discrepancy could be that
catalysis by microorganisms was facilitated by a higher concentration of iron, favouring the
oxidation of hexagonal pyrrhotite over monoclinic, and both pyrrhotites over euhedral pyrite,
sphalerite, arsenopyrite and chalcopyrite. Another possibility could be preferential microbial
oxidation of crystallographic regimes with differing iron valence states within the pyrrhotites. The
commonly used formula Fe 1_xS for pyrrhotite is simplified. The more complex formula involves
varying proportions of Fe2+ and Fe3+ and vacancies within the crystal lattice: (Fe 2+, Fe3+, V)S
(Schwarz, 1974; also discussed in MEND, 1991; Pratt et al., 1994). This might explain the
preferential microbial oxidation of hexagonal pyrrhotite over monoclinic, if the two minerals had
different proportions of ferric and ferrous iron, and if microbes catalyzed oxidation of one
proportion better than the other.

4.2.3 Experimentation with Mixed Microbial Species

The main reason to use mixed species is to approximate nature more closely. If one uses a
pure culture of bacteria, for example Thiobacillus ferrooxidans, it is possible to see its role in
sulphide oxidation, but this is not the only species involved in ARD formation. Other species of
bacteria can metabolize secondary minerals formed by primary mineral oxidation, re-exposing the
sulphide surface and allowing further oxidation. Otherwise the secondary mineral coating may
inhibit continuing oxidation (Sanmugasunderam et al., 1987; Ahonen and Tuovinen, 1992). Also,
oxidation of different minerals is species-specific (Leduc and Ferroni, 1993).

~pecies

vary in their
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ability to oxidize different sulphide minerals, so in an experiment involving many sulphides, one
should include more than one bacteria species, or the results will be biased.
Predators of sulphide-oxidizers (Protists such as rotifers, zooflagellates and ciliates) are
part of the natural system as well (McCready, 1987). When disturbance of sulphide-bearing rock
exposes a large volume of minerals for bacterial consumption, there may be a bloom of bacteria,
followed by a bloom of their predators. These interactions must influence the rate of sulphide
oxidation.
It is clear that the proliferation of bacteria in a particular medium in nature depends on the
check and balance provided by predators (Bergeron, 1997). Therefore, a multi-species
experiment may better represent nature than a mono-species one.
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CHAPTER 5: CONCLUSIONS, RECOMMENDATIONS AND FUTURE WORK

5.1 Conclusions
Two conclusions can be drawn from the evidence collected:
1. Sulphide-oxidizing bacteria are very important in the formation of acid rock drainage because
they significantly increase the rate of oxidation. This thesis confirms the findings of previous
studies on the role of sulphide-oxidizing bacteria, and also demonstrates the importance of this
role for the first time in Nova Scotian rocks with a natural mixed sample of bacteria and other
microorganisms.
2. In confmnation of previous work (e.g. Kwong and Lawrence, 1994; Borek, 1994), sulphide
mineralogy and texture both strongly affect the oxidation rate. Accurate prediction of potential
locations of acid drainage formation must involve an examination of these two factors, because
the oxidation rates are site-specific.

5.2 Recommendations
If this experiment were to be repeated, some improvements could be as follows.
This study used reflected light micrographs for comparison before and after oxidation, and
scanning electron microscope (SEM) pictures for description and documentation of the results.
Time constraints prevented the use of initial SEM pictures for comparison as well, but this would
have been a useful addition. One problem with this is the carbon coating necessary for use of the
SEM. The carbon coating needs to be polished away before oxidation, and this would change any
fine polishing scratches already photographed. However, the average size of scratches could still
be compared. The SEM provides clearer pictures with better resolution than the ESEM or
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confocal microscope, making it very useful for examination of fine surface detail.
A possible improvement of the experimental design would be to allow observation of the
thin sections with a microscope without removal from the experiment. This would require
shallow containers, like petri dishes, with a continuous supply of oxygenated water, and the
proximity of a temperature-controlled room to a microscope. This would reduce the risk of
contamination, and allow observation of secondary minerals and microorganisms undisturbed by
transfer. This was not done for this study because of apparatus limitations and the length of time
the experiment was allowed to run. The longer the time, the more evaporation could take place,
so starting with a large volume of water was best.

5.3 Future Work
This thesis qualitatively examined the relative rates of sulphide mineral oxidation using
photomicrographs. The obvious next step would be to quantify the oxidation using a very
different experimental design. In order to measure significant changes in water chemistry, a larger
volume of sulphides would need to be oxidized. The sulphides could be crushed to maximize the
surface area. Visual comparison would not be tremendously useful in this instance, but chemical
analyses of the water, and XRD analyses of the sulphides and secondary minerals before and after
oxidation, as well as monitoring of pH and Eh throughout the experiment would provide useful
quantitative data on oxidation rates. A new method of rock sample sterilization would need to be
found in a quantitative experiment, because methanol has a slight tendency to oxidize sulphides.
For the study completed in this thesis, slight oxidation by methanol did not compromise the
results because it was qualitative differences between the treatments and among sulphide minerals
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that was of interest, and all samples were in the methanol for the same length of time, so they
were comparable to each other. In a quantitative study, however, the only oxidation occurring
should be due to experimental conditions.

It would be beneficial to know what species of sulphide-oxidizing bacteria are active in
Nova Scotian ARD sites, as well as local predator-prey interactions. An understanding of these
relationships may help in the design of remediation techniques.
The experiment in this thesis could be expanded to include more sulphide textures and
sample locations, allowing a broader perspective. Applicability and certainty of experimental
results increase in proportion to sample size.
Preliminary evidence in this study (Appendix A), and previous work (e.g. Chen et al.,
1980; Kwong and Lawrence, 1994) indicate that trace metal type and concentration may have an
effect on the oxidation rate of sulphide minerals. An experiment that compares the oxidation rates
of sulphides with various trace element compositions in the Meguma Supergroup would shed
some light on this complex issue for this area.
The effects of matrix composition or aqueous environment chemistry were not examined
in this thesis. An experiment keeping sulphide mineralogy, texture and composition constant, but
varying matrix samples or water chemistry would clarify the role of these variables in the rate of
sulphide oxidation. One other variable that could be tested is the difference between the saturated
and unsaturated zones, with respect to sulphide oxidation rate.
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CR-95-002 are compositionally indistinguishable from their host, eliminating the possibility that
compositional variations were the reason for stronger corrosion, unless trace elements below
detection limit are involved.
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APPENDIX B: WATER CHEMISTRY OF ARD SAMPLE: BEFORE OXIDATION,
AFTER OXIDATION IN THE MICROBIAL TREATMENT, AND
AFTER OXIDATION IN THE STERILE TREATMENT

MDS ENVIRONMENTAL SERVICES LIMITED

Sample
Client ID
RCAp 30 Analytes
Sodium
Potassium
Calcium
Magnesium
Alkalinity (as CaC03)
Sulfate
Chloride
Reactive Silica (as Si02)
Ortho Phosphorus (as P)
Nitrate + Nitrite (as N)
Ammonia (as N)
Iron
Manganese
Copper
·zinc
Color
Turbidity
Specific Conductance
pH
Dissolved Organic Carbon
RCAp 30 Computed Analytes
Hardness (as CaC03)
Bicarbonate (as CaC03)
Carbonate (as CaC03)
TDS Calculated
RCAp 30 Computed Indexes
Cation Sum
Anion Sum
Ion Balance
Langlier Index @ 4C
Langlier Index ®20C
Saturation pH @ 4C
Saturation pH ® 20C

Report To:
Don Fox
Dalhousie University
Dept. of Earth Sciences
Halifax, NS,

97-H002961
RAJ-001
Value
65.0
1.0
14.6
6.7
< 1

146.
97.0
23 .. 2
< 0.01
< 0.05
< 0.05
2.99
1.36
0.06
0.11
< 5

0.1
850.
3.4
0.8
64.0
< 1
< 1

354.
4.53
5.80
12.2
-7.31
-6.91
10.7
10.3

Units
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
TCU

LOQ
0.1
0.1
0.1
0.1

umhos/cm
Units
mg/L

1.
2.
1.0
0.5
0.01
0.05
0.05
0.02
0.01
0.01
0.01
5.
0.1
1.00
0.1
0.5

mg/L
mg/L
mg/L
mg/L

0.1
1.0
1.0
1.

NTU

meq/L
meq/L

Method
ICP-OES
ICP-OES
ICP-OES
ICP-OES
CO BAS
CO BAS
CO BAS
CO BAS
CO BAS
CO BAS
CO BAS
ICP-OES
ICP-OES
ICP-OES
ICP-OES
CO BAS
NEPH.
ELECTRODE
ELECTRODE
U. V. -ox
CALCULATED
CALCULATED
CALCULATED

%

CALCULATED
CALCULATED
CALCULATED
CALCULATED
CALCULATED

Units
Units

Calculated
Calculated

Date Received:
Date Reported:
Inorganics

BEFORE OXIDATION

1997
1997

MDS ENVIRONMENTAL SERVICES LIMITED
Sample
97-H002961
Client ID : RAJ-001
Comments : Cation sum does not include contribution from metals.
Inorganic Analytes
Value
Units
LOQ
Method
Aluminum

Report To:
Don Fox
Dalhousie University
Dept. of Earth Sciences
Halifax, NS,

ug/L

8700

10.

Date Received:
Date Reported:
Inorganics
Page:

2

ICP-MS

1997
1997

MDS ENVIRONMENTAL SERVICES LIMITED
Sample
97-H002962
Client ID : RAJ-002
RCAp 3 0 Analytes
Sodium
Potassium
Calcium
Magnesium
Alkalinity (as CaC03)
Sulfate
Chloride
Reactive Silica (as Si02)
Ortho Phosphorus (as P)
Nitrate + Nitrite (as N)
Ammonia (as N)
Iron
Manganese
Copper
Zinc ·
Color
Turbidity
Specific Conductance
pH
Dissolved Organic Carbon
RCAp 30 Computed Analytes
Hardness (as CaC03)
Bicarbonate (as CaC03)
Carbonate (as CaC03)
TDS Calculated
RCAp 30 Computed Indexes
Cation Sum
Anion Sum
Ion Balance
Langlier Index @ 4C
Langlier Index ®20C
Saturation pH ® 4C
Saturation pH @ 20C

Report To:
Don Fox
Dalhousie University
Dept. of Earth Sciences
Halifax, NS,

Value
95.0
12.4
102.
10.8
< 1

297.
184.
22.2
< 0.01
< 0.05
< 0.05
< 0.02
6.40
< 0.01
0.10
< 5

0.2
1350
4.7
3.8
299.
< 1
< 1

724.
10.5
11.4
4.29
-5.20
-4.80
9.90
9.50

Units
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
TCU

LOQ
0.1
0.1
0.1
0.1
1.
2.
1.0
0.5
0.01
0.05
0.05
0.02
0.01
0.01
0.01

NTU

umhos/cm
Units
mg/L

0.1
1.00
0.1
0.5

mg/L
mg/L
mg/L
mg/L

0.1
1.0
1.0
1.

5.

meq/L
meq/L

Units
Units

Date Received:
Date Reported:
Inorganics

~IICROBIAL

CALCULATED
CALCULATED
CALCULATED

CALCULATED
CALCULATED
CALCULATED
CALCULATED
CALCULATED
Calculated
Calculated

%

. AFTER OXIDATION IN THE

Method
ICP-OES
ICP-OES
ICP-OES
ICP-OES
CO BAS
CO BAS
CO BAS
CO BAS
CO BAS
CO BAS
CO BAS
ICP-OES
ICP-OES
ICP-OES
ICP-OES
CO BAS
NEPH.
ELECTRODE
ELECTRODE
U. V. -ox

TREATMENT

1997
1997

MDS ENVIRONMENTAL SERVICES LIMITED
Sample

97-H002962

Client ID : RAJ-002
Inorganic Analytes

Aluminum

Value

Units

LOQ

10.

ug/L

450

Date Received:
Date Reported:

Report To:
Don Fox

Dalhousie University
Dept. of Earth Sciences
Halifax, NS,

Inorganics Manager
Je
Page:

2

Method
ICP-MS

1997
1997

MDS ENVIRONMENTAL SERVICES LIMITED
Sample
: 97-B002963
Client ID : RAJ-003
RCAp 30 Analytes
Sodium
Potassium
Calcium
Magnesium
Alkalinity (as CaC03)
Sulfate
Chloride
Reactive Silica (as Si02)
Ortho Phosphorus (as P)
Nitrate + Nitrite (as N)
Ammonia (as N)
Iron
Manganese
Copper
Zinc
Color
Turbidity
Specific Conductance
pH
Dissolved Organic Carbon
RCAp 30 Computed Analytes
Hardness (as CaC03)
Bicarbonate (as CaC03)
Carbonate (as CaC03)
TDS Calculated
RCAp 30 Computed Indexes
Cation Sum
Anion Sum
-ron Balance
Langlier Index @ 4C
Langlier Index ®20C
Saturation pH @ 4C
Saturation pH ® 20C

Report To:
Don Pox
Dalhousie University
Dept. of Earth Sciences
Halifax, NS,

Value
112.
1.7
79.6
14.9
< 1

260.
191.
36.6
< 0.01
< 0.05
0.19
1.60
6.00
< 0.01
0.22
7.
2.3
1370
4.5
6.9
260.
< 1
< 1

697.
10.2
10.8
3.14
-5.51
-5.11
10.0
9.61

Units
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
TCU
umhos/cm
Units
mg/L

LOQ
0.1
0.1
0.1
0.1
1.
2.
1.0
0.5
0.01
0.05
0.05
0.02
0.01
0.01
0.01
5.
0.1
1.00
0.1
0.5

Method
ICP-OES
ICP-OES
ICP-OES
ICP-OES
CO BAS
CO BAS
CO BAS
CO BAS
CO BAS
CO BAS
CO BAS
ICP-OES
ICP-OES
ICP-OES
ICP-OES
CO BAS
NEPH.
ELECTRODE
ELECTRODE
U. V. -ox

mg/L
mg/L
mg/L
mg/L

0.1
1.0
1.0
1.

CALCULATED
CALCULATED
CALCULATED

NTU

meq/L
meq/L
%

Units
Units

Date Received:
Date Reported:
Inorganics

AFTER OXIDATION IN THE STERILE TREATMENT

CALCULATED
CALCULATED
CALCULATED
CALCULATED
CALCULATED
Calculated
Calculated

1997
1997

MDS ENVIRONMENTAL SERVICES LIMITED
Sample
97-H002963
Client ID : RAJ-003
Inorganic Analytes
Aluminum

Value

Units

7400

LOQ

ug/L

10.

Date Received:
Date Reported:

Report To:
Don Fox

Dalhousie University
Dept. of Earth Sciences
Halifax, NS,

Inorganics Manager
Je
Page:

2

Method
ICP-MS

1997
1997

APPENDIX C: HEXAGONAL PYRRHOTITE XRD ANALYSIS
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Thin section XRD analysis of RJ-96-003. Matches are both patterns for hexagonal pyrrhotite.

I I II

Ill I

_L_ _I

=ro]

I

II

